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Foreword 
 
 
This Malaysian Standard was developed by the Working Group on Fire Resistance  
(NSC 22/TC 2/WG 3) under the authority of the National Standards Committee on Timber, 
Timber Products and Timber Structures (NSC 22). 
 
This first revision of MS 544-9-1 cancels and replaces MS 544: Part 9: Section 1: 2001, Code 
of practice for structural use of timber: Part 9: Fire resistance of timber structure: Section 1: 
Method of calculating fire resistance of timber members.  
 
Major modifications in this revision are as follow: 
 
a) the clause on “Scope” has been updated; 
 
b) the clause on “Normative references” has been updated; 
 
c) the previous Clause 4 on “Materials” has been removed; and 
 
d) the figures in the standard have been redrawn. 
 
In the development of this standard, reference was made to BS 5268: Part 4: 1990 – Structural 
use of timber Part 4: Fire resistance of timber structures. Section 4.1: Methods of calculating 
fire resistance of timber members. 
 
MS 544 consists of the following parts and sections, under the general title Code of practice 
for structural use of timber: 

 
Part 1: General 
 
Part 2: Permissible stress design of solid timber 
 
Part 3: Permissible stress design of glued laminated timber  
 
Part 4: Timber panel products  
 
 Section 1: Structural plywood 
 
 Section 2: Marine plywood 
 

 Section 3: Cement bonded particleboard  

 

 Section 4: Oriented strand board (OSB) 
 
Part 5: Timber joints 

 

Part 6: Workmanship, inspection and maintenance  

 

Part 7: Testing 
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Foreword (continued) 
 
 
Part 8: Design, fabrication and installation of prefabricated timber for roof trusses  
 
Part 9: Fire resistance of timber structures 
 
 Section 1: Method of calculating fire resistance of timber structures 
 
Part 10: Preservative treatment of structural timbers 
 
Part 11: Method of calculation basis for span tables 
  
 Section 2: Ceiling joists 
 
 Section 3: Ceiling binders  
 
 Section 4: Domestic rafters 
 
Part 12: Structural laminated veneer lumber for structural application. 
 
Compliance with a Malaysian Standard does not of itself confer immunity from legal obligations. 
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Code of practice for structural use of timber: Part 9: Fire resistance of 
timber structures: Section 1: Method of calculating fire resistance of 

timber members 
(First revision) 

 
 

1 Scope 
 
This Malaysian Standard gives recommendations for assessing the fire resistance of flexural, 

tension and compression members of solid or glued laminated timber and their joints as an 

alternative to testing in accordance with BS 476: Part 20. 

 

 

2 Normative references  
 
The following documents are referred to in the text in such a way that some or all of their content 

constitutes requirements of this document. For dated references, only the edition cited 

applies. For undated references, the latest edition of the referenced document (including 

any amendments) applies.  

 

MS 544-1; Code of practice for structural use of timber - Part 1: General 

 

MS 544-2; Code of practice for structural use of timber - Part 2: permissible stress design of 

solid timber 

 

MS 544-3; Code of practice for structural use of timber - Part 3: Permissible stress design of 

glued laminated timber 

 

MS 758; Timber structures - Glued laminated timber - Component performance requirements 

 

BS 476-20; Fire tests on building materials and structures. Method for determination of the fire 

resistance of elements of construction (general principles) 

 

Uniform Building By-Laws 1984 (UBBL) 

 
 

3 Terms and definitions 
 
For the purpose of this document, the following terms and definitions apply.  
 
3.1  
standard fire 
standard heating conditions as specified in BS 476: Part 20 
 
3.2  
structural timber member 
any timber component or element forming part of the loadbearing framework of a structure 
including but not limited to structures as classified in the UBBL 
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3.3  
fire resistance 
assessment of the ability of a structural timber member to fulfil, for a stated period of time, the 
required structural adequacy only, if exposed to the fire test methods specified in BS 476: Part 
20 
 

3.4  
notional charring rate (for design purposes) 
rate at which timber is assumed to be converted to char when exposed to fire 
 
3.5  
residual section 
section of the uncharred timber that would be left after a given period of exposure to the fire 
conditions described in BS 476: Part 20, assuming a steady rate of charring, with allowance for 
accelerated charring at exposed arises where recommended herein (see 4.3) 
 
3.6  
stability 
in addition, the definitions of stability use throughout this standard is based on that given in BS 
476: Part 20 which for the purpose of this section is taken as:  
 
a) the ability to sustain the applied load throughout the period of the fire test; and 
 

b) in the case of flexural members, ability to resist deflection during the test, to 
𝑠𝑝𝑎𝑛20  . 

 
NOTE. It should be noted that the definition on stability may differ from the normal structural engineering 
interpretation. 

 
 

4 Behaviour of timber in fire 
 
4.1 General 
 
For the purpose of this Malaysian Standard, charring can be assumed to occur at a steady rate 
in the fire resistance test described in BS 476: Part 20. The timber beneath the charred layer 
does not lose significant strength because the thermal conductivity is low. 
 
These characteristics make it possible to predict the performance in a fire resistance test of 
certain flexural tension and compression members thus reducing the need for testing. The load 
bearing capacity criteria specified in BS 476: Part 20 are applicable to elements of building 
construction as follow: 
 
a) flexural members (beams); stability (strength and deflection) 
 
b) compression members (columns); stability 
 
c) tension members; stability 
 
Where members are built into, or form part of, a fire resisting construction, the insulation and 
integrity requirements may also be applicable. 
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4.2 Resistance to charring 
 
4.2.1 Solid members   
 
Notional charring rates for calculation of residual sections of Malaysian timber are shown in 
Table 1. 

 
Table 1. Notional rate of charring for the calculation of residual section 

 

Strength Group Charring rate 

SG 1 to SG 3 0.5 mm/min 

SG 4 to SG 5 0.7 mm/min 

NOTE. Strength Group refers to MS 544-2. 

 
4.3 Glued laminated timber 

 
The charring rate given in Table 1 may be applied to glued laminated timber members produced 
in accordance with MS 758 or equivalent. 

 
4.3.1 Finger joints 
 
Finger joints manufactured in accordance with MS 578 or equivalent shall be considered to char 
at the rates given in Table 1. 

 
4.4 Sections built up with metal fasteners (see Figure 1) 

 
The charring rates in Table 1 may only be applied to the section as a whole if metal fasteners 
on which the structural performance of the built-up member depends are fully protected from 
the effects of fire (see 5.5.2). Where such protection is not given, local structural weakness may 
occur and the member can only be assessed for fire resistance by applying the residual section 
calculation, assuming charring on all faces of each component of the built-up member, or by 
conducting a fire-resistant test. 
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Plug

N.B. All metal to be within residual section
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All arrises of each piece are assumed to be depleted 

Nail

Plug

Plug

Plug

r

 
 

Figure 1. Sections built up with metal fasteners 
 

4.5 Increase rate of charring on exposed arrises 
 
Arrises will become progressively rounded during fire exposure. The radius of this rounding is 
equal to the depth of charring and the centre lies equidistant from the two aspect faces at a 
distance of twice the charring depth (see Figure 2). For periods of fire exposure not exceeding 
30 min, where the least dimension of the rectangular residual section is not less than 50 mm, 
rounding is insignificant and may be disregarded. 
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Figure 2. Radius of arris rounding 

 
 

5 Design consideration 
 
5.1 Flexural members 
 
5.1.1 Stability criteria 
 
a) Strength 
 

The residual section should be such that the member will support the appropriate loads 
that will be applied if the components, were tested in accordance with the requirements of 
BS 476: Part 20 to the maximum permissible design load(s) based on those which the 
member is required to support in normal service. 

 
b) Deflection 
 

The deflection under the appropriate design load should not exceed 1/20 of the clear span. 
Consideration should be given to the effect of the deflection on the stability and integrity 
of other parts of the structure. 
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5.1.2 Assessment of fire resistance 
 
a) Residual section 
 
 The residual section shall be computed by subtracting from the appropriate faces the 

notional amount of charring assumed to occur during the required period of fire exposure, 
making allowance for the rounding on the exposed arises, where necessary. 

 
b) Strength 
 
 The load-bearing capacity of a flexural member shall be calculated in accordance with 

normal practice, using the residual section and stresses of 2.25 x permissible long term 
dry stresses given in MS 544-2, when the minimum initial breadth of the section is 70 mm 
or greater and 2.00 x permissible long term dry stress, when this dimension is less than 
70 mm. 

 
c) Deflection 
 
 Deflections shall be calculated using the residual section and the dry value of the modulus 

of elasticity taking the mean or minimum values, as used in the original design. The 
resulting deflection should not exceed the limit defined in 5.1.1. 

 
5.2 Compression members 
 
5.2.1 Stability criterion 
 
The residual section shall be such that the member will support the appropriate loads such as 

would be applied if the components are tested in accordance with the requirements of BS 476: 

Part 20, to either the maximum design compressive load(s) based on those which the member 

is required to support in normal service.  

 
5.2.2 Assessment of fire resistance 

 
a) A column that is exposed to fire on all faces {including a column which abuts on or forms 

part of a wall that does not have fire resistance, as in Figures 3(b) and 4(b), shall be 
assumed to char equally on all faces during the whole period of fire exposures. To 
determine the residual section of such columns, the rates of charring given in Table 1 shall 
be multiplied by 1.25.  
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t
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Depletion on side 

subject to fire

Depletion all round 

column

 
a) Wall having fire resistance 

not less than the column 
b) Wall having less fire 

resistance than the column 

 

Figure 3.  Columns built into walls  
 

 
 

a) Wall having fire resistance 
not less than the column 

b) Wall having less fire 
resistance than the column 

 
Figure 4. Columns abutting on walls 

 
b) Where a column abuts on or forms part of a wall which provides fire resistance from 

either side not less than that of the column, charring on all faces is unlikely. Calculations 
shall therefore be based on charring of the column occurring on the side of the wall on 
which rates of charring are given in Table 1 (see Figures 3 (a) and 4 (a)). 

 
c) Where a column abuts on or forms part of a wall, which is required to provide fire 

resistance from one side only (such as in an external wall) and which has fire resistance 
not less than the column, charring on the faces of the column which can be exposed to 

fire need only be considered and the rates of charring given in Table 1 shall be used. In 
establishing the vulnerable column faces, due regard shall be given to the protection 

afforded by the walling materials. 
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 In the above cases care should be taken to ensure that the junctions between the wall and 
the column will be adequate as a barrier to fire so that the integrity of the construction is 
unimpaired. 

 
d) No restraint in direction at the ends (as distinct from positional restraint) shall be assumed 

in determining the effective length of residual column sections unless consideration of the 
residual joint (as indicated in 5.4) shows that a degree of restraint would be provided. 

 
 The maximum slenderness ratio based on the residual sections shall not exceed 250. This 

limitation replaces those given in MS 544-2 and the stress modification factor for long term 
loading for the slenderness ratio of the residual column shall be derived from Table 10 of 
MS 544-2. 

 
 The strength of a compression member should be calculated using the appropriate 

residual section, in accordance with MS 544-2 as modified in 5.2.2 (b) and (c) with the 
compressive stress parallel to the grain of 2.00 x the permissible long term dry stress. 

 
e) The strength of compression members subject to bending shall be calculated in 

accordance with 12.6 of MS 544-2 using the stresses derived in 5.1.2 (b) and 5.2.2 (d) in 
place of the permissible stresses. 

 
5.3 Tension members 
 
5.3.1 Stability criterion 
 
The residual section shall be such that the member will support the appropriate loads. 
 
5.3.2 Assessment of fire resistance 
 
a) To determine the residual section of a tension member the rates of charring given in Table 

1 should be multiplied by 1.25. 

 
b) The load bearing capacity of a tension member should be calculated in accordance with 

normal practice using the residual section and a stress of 2.00 x permissible long term dry 
stress given in MS 544-2. 

 
c) The load bearing capacity of a tension member subject to bending shall be calculated in 

accordance with 13.6 of MS 544-2 of this Malaysian Standard using the permissible 
stresses derived in 5.1.1 (b) and 5.3.2 (b). 

 
5.4 Design example 
 
Sample calculation on fire resistance of structural members is given in Appendix A. 
 
5.5 Joints 
 
5.5.1 General 
 
The charring rates given in Table 1 may be applied provided that in all cases the faces of the 
abutting pieces of timber are held in close contact and that special attention is given to the 
placement or protection of metal fasteners and components (see 5.5.2 and 5.5.3). 
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The methods of calculation outlined in clause 5 are directly applicable to the performance of 
individual flexural, tension and/or compression members. Junctions between members may be 
particularly vulnerable to the effects of fire and require special consideration. Where a 
compressive force is transferred by direct timber-to-timber bearing, the loss in strength of the 
joint is unlikely to be significant where members have been designed in accordance with the 
recommendations of this Malaysian Standard. 

 
However, where a structure is designed to have joints that transfer forces from one member to 
another, special account should be taken of the behaviour of such joints. An assessment shall 
be made of the residual timber after the specified period, with particular attention to the effects 
of any metal connectors and the probability of rounding at abutting arises (as indicated in 4.3). 
In redundant structures, charring may alter the relative stiffness of various parts of the structure 
and result in a redistribution of forces, and account should be taken of complete or partial 
yielding of the joints as this may change the structural action. The structure with redistributed 
forces shall be assessed for fire resistance as detailed in 5.1, 5.2 and 5.3. 
 
5.5.2 Metal fasteners 
 
Where any part of a nail, screw or bolt becomes exposed to heating during a fire, rapid heat 
conduction will lead to localized charring and loss of anchorage. Where this effect is likely to 
lead to the failure of a structural member which is required to have fire resistance, protection of 
the fastener shall be provided by any one of the following methods: 
 
a) ensuring that every part of the fastener is embedded in the timber so that it remains within 

the residual section as shown in Figure 1. Any holes shall be fully and securely plugged 
with timber glued in position. Advice on the use of alternative plugging materials shall be 
sought from an appropriate authority; 

 
b) covering the exposed part of the fastener with a suitable protecting material, e.g. timber, 

plasterboard or equivalent. Special attention shall be paid to the fixing of such protection 
to ensure that it remains in position for the required period of fire resistance. Unprotected 
nails, screws or staples may be used in this case to fix this insulation; and 

 
c) any appropriate combination of the methods outlined in (a) and (b). 
 
5.5.3 Steel hangers for joists or beams 
 
Steel hangers shall be fully protected for the required period of fire resistance either by a 
ceiling membrane or locally with a protecting material. 

 
For floor construction up to and including 30 min fire resistance, joist hangers of the strap or 
shoe type, formed from 1 mm thick steel plate, may be used with ceiling construction which 
affords 20 min protection. 
 
For floor construction up to and including 30 min fire resistance, joist hangers of the substantial 
shoe type with gusset or strap bracing, formed from at least 3 mm steel, may be used without 
protection. 
 

For 1 h fire resisting floors, a ceiling affording at least 45 min protection shall be used. 
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5.5.4 Metal plates and other metal connectors 
 
Metal connectors and metal connector plates may be used without restriction in trussed rafter 
construction when no fire resistance requirements exist. When a member incorporating 
exposed nail plates is required to have fire resistance, the provisions of 5.5.2 apply. 

 
When the bolts of other types of metal connectors, e.g. toothed plates, split rings, etc., are 
likely to become exposed during a fire, additional protection as outlined in 5.5.2 shall be 
provided. All other types of joints shall be referred to an appropriate authority. 
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Annex A 

(normative) 
 
 

Sample calculations of fire resistance of structural members 
 
 
The objective is to find fire resistance rating of floor joists given the following data: 
 
Timber Strength group SG1, 

Common, Wet 
 

 (see Table 4 of MS 544-2) 

Dimensions Joist breadth, b = 72 mm (see MS 544-11-1) 
 Joist depth, h = 215 mm  
 Joist spacing, s 

 

= 600 mm  

Loading Dead load, Fd = 0.25 kN/m2 (see 5.3 (b) of  MS 544-11-1) 
 Imposed load = 1.5 kN/m2 (L  2400 mm, see 5.3 (a)) 
 or = 3.6 kN/m width 

 of floor 
 

(L  2400 mm, see 5.3 (a)) 

Notional 
charring 
rate for SG1 

 = 0.5 mm/min (see Table 1 of MS 544-9-1) 

 

The following data are given in MS 544-2 
 

Grade stress and density MS 544-2 

Common grade bending stress, m,g = 18.2 N/mm2 Table 4 

Common grade shear stress, g = 1.59 N/mm2 Table 4 

Mean modulus of elasticity, E = 17000 N/mm2 Table 4 

Common grade compression 
perpendicular to the grain stress  

(with wane permitted), c,⊥,g 

= 3.44 N/mm2 Table 4 

Density (dry), 𝜌 = 1200 kg/m3 Appendix A, Table A1  
(MS 544-11) 
 

Modification factors 

Load duration, K1 = 1.0 long term Table 5 

Load sharing, K2 = 1.1 Clause 11 
 

Permissible stresses and recommended deflection limitation MS 544-11 

Permissible bending stress, m,adm  
(in N/mm2) 

= m,gK1K2 

= 20.02 N/mm
2
 

Clause 6.2 

Permissible shear stress, adm  
(in N/mm2) 

= gK1K2 

= 1.75 N/mm
2
 

Clause 6.3 

Recommended deflection limitation 

max (in mm) 

or 

= 0.003 L and not 
exceeding 14 mm  

= 14 mm 

Clause 6.4 
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Permissible compression perpendicular 

to the grain Stress, c,⊥,adm (in N/mm2) 

= c,⊥,g K1K2 
= 3.78 N/mm2 

Clause 6.5 

After 30 min of fire reduced section of timber member is 42 mm (b) and 185 mm (h). 
 
Application of the design consideration from 6.1 to 6.3 leads to the following solutions for 
effective timber size: 

 
Stresses and deflection of the joist after 30 min of fire 
 

Residual bending stress, m,adm (in N/mm2) = m,gK1K2 
= 16.9 N/mm2 

 

Residual shear stress, adm (in N/mm2) = gK1K2 
= 0.69 N/mm2 

 

Deflection max (in mm) = 10.08 mm 
 

Compression perpendicular to the grain Stress, c,⊥,adm (in N/mm2) = c,⊥,g K1K2 
= 1.69 N/mm2 

 
 
Hence, the section is adequate for 30 min of fire exposure. 
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