
 

 

MALAYSIAN MS 1058-4:2023 

STANDARD 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Polyethylene (PE) piping systems for water 
supply and for drainage and sewerage under 
pressure - Part 4: Valves 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

ICS: 23.040.20; 23.040.45; 91.140.60 
 
Descriptors: plastics, products, polyethylene, pipes, piping system, valves, specification, materials, geometric 

characteristics, tests, marking, water supply, drainage, sewerage 
 
 
 
 
 

© Copyright 2023 
 

DEPARTMENT OF STANDARDS MALAYSIA 



 

 

DEVELOPMENT OF MALAYSIAN STANDARDS 
 
 
The Department of Standards Malaysia is the national standards and accreditation body of Malaysia. 

 

The main function of the Department of Standards Malaysia is to foster and promote standards, 

standardisation and accreditation as a means of advancing the national economy, promoting industrial 

efficiency and development, benefitting the health and safety of the public, protecting the consumers, 

facilitating domestic and international trade and furthering international cooperation in relation to 

standards and standardisation. The use of Malaysian Standards is voluntary except in so far as they 

are made mandatory by regulatory authorities by means of regulations, local by-laws or any other similar 

ways. 

 

Malaysian Standards are developed through consensus by committees which comprise balanced 

representation of producers, users, consumers and others with relevant interests, as may be 

appropriate to the subject at hand. The development of a standard as a Malaysian Standard is governed 

by the Standards of Malaysia Act 1996 [Act 549]. Section 18A of the act stipulated that, all 

Malaysian Standards are owned by the Government of Malaysia and no part of a Malaysian Standard 

can be reproduced in any form without the written permission of the Director General. 

 

 
 
For further information on Malaysian Standards, please contact: 
 
Department of Standards Malaysia 
Level 4 – 7, Tower 2, Menara Cyber Axis 
Jalan Impact, Cyber 6 
63000 Cyberjaya 
Selangor Darul Ehsan 
MALAYSIA 
 
Tel:  60 3 8008 2900 
Fax: 60 3 8008 2901 
http://www.jsm.gov.my 
E-mail: central@jsm.gov.my



MS 1058-4:2023 

© DEPARTMENT OF STANDARDS MALAYSIA 2023 - All rights reserved i 

Contents 
 
 

Page 
 
Committee representation ..........................................................................................................ii 

Foreword ....................................................................................................................................iv 

1 Scope ................................................................................................................................ 1 

2 Normative references ........................................................................................................ 2 

3 Terms, definitions, symbols and abbreviated terms ......................................................... 2 

4 Material ............................................................................................................................. 3 

4.1   Compound ........................................................................................................... 3 

4.2   Material for non-polyethylene parts ..................................................................... 3 

5 General characteristics ..................................................................................................... 4 

5.1   Appearance of the valve ...................................................................................... 4 

5.2   Colour .................................................................................................................. 4 

5.3   Design .................................................................................................................. 4 

5.4   Effect water quality .............................................................................................. 5 

6 Geometrical characteristics ............................................................................................... 5 

6.1   General ................................................................................................................ 5 

6.2   Measurement of dimensions ................................................................................ 5 

6.3   Dimensions of spigot ends for valves .................................................................. 5 

6.4   Dimensions of valves with electrofusion sockets ................................................. 6 

6.5   Dimensions of the operating device .................................................................... 6 

7 Mechanical characteristics for assembled valves ............................................................. 6 

7.1   General ................................................................................................................ 6 

7.2   Requirements....................................................................................................... 6 

8 Physical characteristics ..................................................................................................... 9 

8.1   Conditioning ......................................................................................................... 9 

8.2   Requirements..................................................................................................... 10 

9 Performance requirements ............................................................................................. 10 

10 Marking ........................................................................................................................... 10 

10.1   General .............................................................................................................. 10 

10.2   Minimum required marking of pipes................................................................... 11 

10.3   Additional marking ............................................................................................. 11 

11  Delivery conditions ......................................................................................................... 11 

Annex A Normative references ......................................................................................... 12 

Annex B Determination of the leaktightness of seat and packing ..................................... 14 

Bibliography ............................................................................................................................. 15 



MS 1058-4:2023 

ii © DEPARTMENT OF STANDARDS MALAYSIA 2023 - All rights reserved 

Committee representation 
 
 
The National Standards Committee on Plastics and Plastics Products (NSC 10) under whose authority this 
Malaysian Standard was developed, comprises representatives from the following organisations: 
 
Department of Standards Malaysia (Secretariat)  
Federation of Malaysian Manufacturers  
Malaysian Institute of Chemistry 
Malaysian Plastics Manufacturers Association 
Malaysian Rubber Board 
Ministry of Domestic Trade and Costs of Living 
Ministry of Health 
Ministry of Investment, Trade and Industry 
National Water Services Commission  
Plastics and Rubber Institute of Malaysia 
SIRIM QAS International Sdn Bhd 
The Institution of Engineers, Malaysia  
Universiti Kebangsaan Malaysia 
Universiti Kuala Lumpur  
Universiti Pertahanan Nasional Malaysia 
Universiti Sains Malaysia 
Universiti Teknologi Malaysia 
 
 
The Technical Committee on Plastics Pipes and Fittings (NSC 10/TC 2) which supervised the development of this 
Malaysian Standard consists of representatives from the following organisations: 
 
Aliaxis 
Azeeta Pipe System Sdn Bhd  
Department of Standards Malaysia (Secretariat) 
George Fischer (M) Sdn Bhd 
Ke Kelit Manufacturing (M) Sdn Bhd 
Lesso Malaysia Industries Sdn Bhd 
National Water Services Commission 
Paling Industries Sdn Bhd 
Perbadanan Bekalan Air Pulau Pinang 
PETRONAS Chemicals Group Berhad  
Piping Technology Sdn Bhd  
Ranhill SAJ Sdn Bhd  
SAI Water Consultancy Sdn Bhd  
SIRIM QAS International Sdn Bhd (Plastics and Composite Materials Section)  
SIRIM QAS International Sdn Bhd (Products Certification Section)  
Spirolite (M) Sdn Bhd  
The Institution of Engineers, Malaysia  

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



MS 1058-4:2023 

© DEPARTMENT OF STANDARDS MALAYSIA 2023 - All rights reserved iii 

Committee representation (continued) 
 
 
The Working Group on Polyethylene (PE) Pipes and Fittings (NSC 10/TC 2/WG 1) which developed this 
Malaysian Standard consists of representatives from the following organisations: 
 
ANQAS Certification Sdn Bhd 
AWT Fusion Sdn Bhd 
Azeeta Pipe System Sdn Bhd 
Bina Plastic Sdn Bhd 
Buteline Malaysia Sdn Bhd 
Cew Sin Plastic Pipe Sdn Bhd 
Department of Standards Malaysia (Secretariat) 
Dura Mine Sdn Bhd 
Fengye Piping (M) Sdn Bhd 
George Fischer (M) Sdn Bhd  
IKRAM QA Sdn Bhd 
Indah Water Konsortium Sdn Bhd 
Jabatan Kerja Raya 
Ke Kelit Manufacturing (M) Sdn Bhd 
Lesso Malaysia Industries Sdn Bhd 
Lotte Chemical Titan Coorperation Sdn Bhd 
Megapadu Sdn Bhd 
National Water Services Commision 
Pengurusan Air Pahang Berhad 
Pengurusan Air Selangor 
Perbadanan Bekalan Air Pulau Pinang 
Petronas Chemical Sdn Bhd 
Piping Technology Sdn Bhd 
PTS Tech Solution Sdn Bhd 
Ranhill SAJ Sdn Bhd 
Sansico Industries Sdn Bhd 
SIRIM QAS International Sdn Bhd (Plastics and Composite Materials Section) 
SIRIM QAS International Sdn Bhd (Products Certification Section) 
Spind Malaysia 
Spirolite (M) Sdn Bhd  
Syarikat Air Terengganu 
The Institution of Engineers, Malaysia 
TUV SUD (M) Sdn Bhd 
UiTM Shah Alam  
Watermarks Certification (Malaysia) Sdn Bhd 

  



MS 1058-4:2023 

iv © DEPARTMENT OF STANDARDS MALAYSIA 2023 - All rights reserved 

Foreword 
 
 
This Malaysian Standard was developed by the Working Group on Polyethylene (PE) Pipes 
and Fittings (NSC 10/TC 2/WG 1) under the authority of the National Standards Committee on 
Plastics and Plastics Products (NSC 10). 
 
In the development of this standard, EN 12201-4: 2012, Plastic piping systems for water supply. 
Polyethylene (PE) - Valves has been referred to. 
 
MS 1058 consists of the following parts, under the general title, Polyethylene (PE) piping 
systems for water supply and for drainage and sewerage under pressure: 
 
Part 1: General 
 
Part 2: Pipes 
 
Part 3: Fittings 
 
Part 4: Valves 
 
Part 5: Fitness for purpose of the system  
 
Part 7: Guidance for the assessment of conformity 
 
Compliance with a Malaysian Standard does not of itself confer immunity from legal obligations. 
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Polyethylene (PE) piping systems for water supply and for drainage and 
sewerage for under pressure - Part 4: Valves 

 
 

1 Scope 
 

This part of Malaysian Standard specifies the characteristics of valve or valve bodies made 
from polyethylene (PE 80 and PE 100) for buried and above ground applications, intended for 
the conveyance of water for human consumption, raw water prior to treatment, drainage and 
sewerage under pressure, vacuum sewer systems, and water for other purposes. 
 
NOTES: 
 

1. For valves or valve bodies intended for drainage and sewerage under pressure, additional 
 specifications/tests may be necessary according to the requirements of the purchaser, especially for 
 the chemical resistance of the components in contact with the fluids and functioning characteristics. 
 
2. For PE components intended for the conveyance of water for human consumption and raw water 
 prior to treatment attention is drawn to 5.4 of this Malaysian Standard. Components manufactured for 
 water for other purposes may not be suitable for water supply for human consumption. 
 

It also specifies the test parameters for the test methods referred to in this standard. 
 
NOTE. Valves made from material other than polyethylene (PE) designed for the supply of water intended 
for human consumption to a relevant standard(s) can be used in PE piping systems conforming to 
MS 1058 when they have relevant PE connection for butt fusion or electrofusion ends (see MS 1058-3). 
 

In conjunction with other parts of MS 1058 (see Foreword), this standard is applicable to PE 
valves, their joints and to joints with components of PE and other materials intended to be used 
under the following conditions: 
 

a)  maximum operating pressure, MOP, up to 25 bar1);  
 

b)  an operating temperature of 20 C as a reference temperature; 
 

c)  buried in the ground; 
 

d)  sea outfalls; 
 

e)  laid in water; and 
 

f)  above ground, including pipes suspended below bridges. 
 

NOTE.  For applications operating at constant temperatures greater than 20 C and up to 40 C, see 
Annex B of MS 1058-1. 
 

This Malaysian Standard covers a range of maximum operating pressures and gives 
requirements concerning colours and additives. 
 
NOTE. It is the responsibility of the purchaser or specifier to make the appropriate selections from these 
aspects, taking into account their particular requirements and any relevant national guidance or 
regulations and installation practices or codes. 
 

This part of MS 1058 covers valves for pipes with a nominal outside diameter dn ≤ 315 mm. 

                                                           

1
 1 bar = 0.1 MPA = 10

5 
Pa; 1 MPa = 1 N/mm

2
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2 Normative references 
 
Refer Annex A. 
 
 

3 Terms, definitions, symbols and abbreviated terms 
 
For the purposes of this document, the terms, definitions, symbols and abbreviated terms given 
in MS 1058-1, EN 736-1, EN 736-2 and the following apply. 
 
3.1 
external leaktightness 
leaktightness of the body enveloping the space containing the water, with respect to the 
atmosphere 
 
3.2 
initiating torque 
torque required to initiate movement of the obturator 
 
3.3 
internal leaktightness 
leaktightness between the inlet and the outlet of the valve, with the valve in the closed position 
 
3.4 
leakage 
seepage of water from the valve body, or any component of the valve 
 
3.5 
leaktightness test 
test for both of the following characteristics: 
 
a)  the internal leaktightness of the valve's closing seat when closed and pressurised from 
  either side; and 
 
b)  the external leaktightness of the valve when half open. 
 
3.6 
operating device 
part of a valve for connection with the operating key which allows the opening and closing of 
the valve 
 
3.7 
running torque 
torque required to achieve full opening or closing of the valve at maximum allowable operating 
pressure 
 
3.8   Terms relating to design 
 
3.8.1 
clearway valve 
valve designed to have an unobstructed flow way, which allows for the passage of a theoretical 
sphere with a diameter that is not less than the nominal inside diameter of the body end port 
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3.8.2 
full bore valve 
valve with a flow section equal to or greater than 80 % of the section corresponding to the 
nominal inside diameter of the body end port 
 
3.8.3 
reduced bore valve 
valve with a flow section equal to or greater than 36 % of the section corresponding to the 
nominal inside diameter of the body end port and which does not correspond to the full bore 
valve 
 
3.9 
valve body 
main part of a valve which contains the obturating device (closing element, the seat, the packing 
seals and the operating stop), as applicable and provides the terminal ends for connection to 
the PE pipe/fittings 
 
 

4 Material 
 

4.1 Compound 
 

The compound from which the body of the valve, with spigot end or electrofusion socket is 
made, shall be PE 80 and PE 100 only, and shall conform to MS 1058-1. The PE components 
of the valve shall only be made from virgin material conforming to MS 1058-1. 
 

4.2 Material for non-polyethylene parts 
 

4.2.1   General 
 

All components shall conform to the relevant Malaysian Standard(s). Alternative standards may 
be utilised in cases where suitable Malaysian Standard(s) do not exist provided a fitness for 
purpose of the components can be demonstrated. 
 
The materials and the constituent elements used in making the valves (including elastomers, 
greases and any metal parts as may be used) shall be as resistant to the external and internal 
environment as the other elements of the piping system. They also shall have a life expectancy 
under the following conditions at least equal to that of the PE pipes conforming to MS 1058-2 
with which they are intended to be used: 
 

a)    during storage; 
 

b)    under the effect of the water conveyed therein; and 
 

c)    with respect to the service environment and operating conditions. 
 

The requirements for the level of material performance for non-polyethylene parts shall be at 
least as stringent as that of the PE compound for the piping system. 
 

Other materials used in valves in contact with the PE pipe shall not adversely affect the pipe 
performance or initiate stress cracking. 
 
NOTE. Metal valve bodies for PE piping systems up to 25 bars should conform to the relevant standard 
of CEN/TC 69 "Industrial valves". 
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4.2.2   Metal parts 
 
All metal parts susceptible to corrosion shall be adequately protected, providing this is 
necessary for the durability and function of the system. 
 
When dissimilar metallic materials are used which may be in contact with moisture, steps shall 
be taken to avoid the possibility of galvanic corrosion. 
 
4.2.3   Elastomers 
 
Elastomeric seals shall conform to EN 681-1. 
 
4.2.4   Other materials 
 
Greases or lubricants shall not exude on to fusion areas and shall not affect the long-term 
performance of the PE valve or valve body nor have any adverse effect on the quality of the 
water. 
 
Other materials conforming to 4.2.1 may be used provided that it is proven that the valves 
conform to this Malaysian Standard. 
 
4.2.5   Assembly 
 
Valves shall be assembled according to manufacturer’s procedures and any component used 
in the assembly shall not prevent conformity of the valve to this Malaysian Standard. 
 
 

5 General characteristics 
 

5.1 Appearance of the valve 
 

When viewed without magnification, the internal and external surfaces of valves shall be 
smooth, clean and free from scoring, cavities and other surface defects to an extent that would 
prevent conformity to this Malaysian Standard. 
 

No component of the valve shall show any signs of damage, scratches, pitting, bubbles, blisters, 
inclusions or cracks to an extent that would prevent conformity of the valve to this 
Malaysian Standard. 
 

5.2 Colour 
 

The PE body shall be black. 
 

5.3 Design 
 

5.3.1   General 
 

The design of the valve shall be such that, when assembling the valve onto the pipe or other 
components, the electrical coils and/or seals or any ancillary parts are not displaced. 
 

PE valves bodies and their PE spigot end or electrofusion socket shall have a pressure rating 
of at least that of the pipe to which they are assembled. PE spigot ends or electrofusion sockets 
shall have sufficient fusion compatibility (see MS 1058-5) to the pipe to which it is fused to meet 
the requirements of this Malaysian Standard. 
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5.3.2   Valve body 
 
The valve body of the valve shall be such that it cannot be dismantled. 
 
5.3.3   Operating device 
 
The operating device shall be integral with or connected to the stem in such a way that 
disconnection is impossible without special equipment. 
 
The valve shall close by turning the operating device clockwise. For a quarter-turn valve, the 
position of the obturator shall be clearly indicated on the top side of the operating device. 
 
Stops shall be provided at the fully open and closed positions. 
 
5.3.4   Seals 
 
The seals shall be so mounted as to be resistant to normally occurring mechanical loads. Creep 
and cold flow effects shall be taken into account. Any mechanism that puts a loading on the 
seals shall be permanently locked. The pressure in the pipeline shall not be used as the sole 
means of seal activation. 
 
5.4 Effect water quality 
 
The valves intended for the conveyance of water for human consumption shall comply with 
MS 1583. 
 
 

6 Geometrical characteristics 
 
6.1 General 
 
Each valve shall be characterised by its dimensions and associated end connections. Technical 
data given by the manufacturer shall include the following information: 
 

a)    dimensional characteristics, by working drawings; and 
 

b)    instructions for assembly. 
 
NOTE. In order to prevent stress concentrations, any changes in the wall thickness of the valve body 
should be gradual. 

 
6.2 Measurement of dimensions 
 
Dimensions shall be measured in accordance with ISO 3126 at (23 ± 2) °C, after being 
conditioned for at least 4 h. The measurement shall not be made less than 24 h after 
manufacture. 
 
NOTE. Indirect measurement at the stage of production is allowed at shorter time periods providing 
evidence is shown of correlation. 
 

6.3 Dimensions of spigot ends for valves 
 
The dimensions of spigots shall conform to MS 1058-3, Table 3, up to and including dn 315 mm. 
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6.4 Dimensions of valves with electrofusion sockets 
 
The dimensions of electrofusion sockets shall conform to MS 1058-3, Table 1, up to and 
including dn 315 mm. 
 
6.5 Dimensions of the operating device 
 
For a quarter-turn valve, the dimension of the operating device shall be designed so it can be 

operated with a (50 +0.5
0 ) mm square socket, (40 ± 2) mm depth. 

 
NOTE. For a non-quarter-turn operated valve, the attention is drawn on the requirements specified in 
ISO 5210. 

 
 

7 Mechanical characteristics for assembled valves 
 
7.1 General 
 
All tests shall be carried out on valves assembled with pipe(s) conforming to MS 1058-2, where 
the pipe shall be of the same pressure rating as the valve. Assembly of the valve and pipe(s) 
shall be in accordance with the technical instructions and the extreme installation conditions of 
utilisation described in MS 1058-5. 
 
NOTE. The properties of an assembled valve depend on the properties of the pipes and the valve and on 
the conditions of their installation (e.g. geometry, temperature, type and method of conditioning, 
assembling and fusion procedures). 

 
The technical description by the manufacturer shall include at least the following information: 
 
a)    service conditions (e.g. valve temperature limits); 
 
b)    assembly instructions; and 
 
c)    for valves with electrofusion sockets, the fusion instructions (power requirements or fusion 
 parameters with limits). 
 
7.2 Requirements 
 
Unless otherwise specified by the applicable test method, test pieces shall be conditioned at 
(23 ± 2) °C before testing in accordance with Table 1. 
 
When tested in accordance with the test methods specified and using the test parameters given 
in Table 1, the valves shall conform to the requirements given in Table 1. 
 
NOTE. Attention is drawn to the requirements specified in EN 1074-1 and EN 1074-2. 
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Table 1. Mechanical characteristics 
 

Characteristic Requirement 
Test parameter Test 

method Parameter Value 

Hydrostatic 
strength at 
(20 °C, 100 h) 

No failure of any test piece 
during test period 

Conditioning perioda Shall conform to ISO 1167-1 

ISO 1167-1 
ISO 1167-4 

Number of test piecesb 3 

Type of test Water-in-water 

Test temperature 20 °C 

Test period 100 h 

Circumferential (hoop) stress for: 
 

PE 80 10.0 MPa 

PE 100 12.0 MPa 

Hydrostatic 
strength at 
(80 °C, 165 h) 

No failure of any test piecec 
during test period 

Conditioning perioda Shall conform to ISO 1167-1 

ISO 1167-1 

ISO 1167-4 

Number of test piecesb 3 

Type of test Water-in-water 

Test temperature 80 °C 

Test period 165 h 

Circumferential (hoop) stress for: 
 

PE 80 4.5 MPa 

PE 100 5.4 MPa 

Hydrostatic 
strength at 
(80 °C, 1 000 h) 

No failure of any test piece 
during test period 

Conditioning perioda Shall conform to ISO 1167-1 

ISO 1167-1 

ISO 1167-4 

Number of test piecesb 3 

Type of test Water-in-water 

Test temperature 80 °C 

Test period 1 000 h 

Circumferential (hoop) stress for: 
 

PE 80 4.0 MPa 

PE 100 5.0 MPa 

Leaktightness of 
seat and packing 

No leakage during the test 
period 

Test temperature 23 °C 

Annex B 

Test fluid Air or nitrogen 

Number of test piecesb 1 

Test pressure 25mbar 

Duration of the test 1 h 

Leaktightness of 
seat and packing 

No leakage during the test 
period 

Test temperature 23 °C 

Annex B 

Test fluid Water, air or nitrogen 

Number of test piecesb 1 

Test pressure Water: 1.5 PN 

 Air or nitrogen: 1.1 PN 

Duration of the test 30 s 

Operating 
torqued 

Torque range: 

- For dn  63 mm 

5 Nm  M  35 Nm 

- For 63 mm  dn  125mm 

10 Nm  M  70 Nm 

- For 125 mm  dn  315 mm 

10 Nm  M  150 Nm 

Test temperature 0 °C and 40 °C 

EN 28233 

Number of test piecesb 1 

Stop resistance No failure at stops Test temperature 0 °C and 40 °C 

EN 28233 

Number of test piecesb 1 

Torque 2 times the value of the 
maximum measured 

operating torque measured 
with minimum 150 N.m 

during 15 s 

Actuation 
mechanism 
resistance 

Maximum value: 1.5 times 
the value of the maximum 
measured operating 
torque (see this table) 

Test pressure 6 bar 

EN 28233 
Test temperature 23 °C 

Number of test piecesb 1 

Resistance to 
bending between 
supports 

No leakage and maximum 
value for operating torque 
(see examination of 
operating torque) 

Load applied for:  

EN 12100 
63 mm < dn ≤ 125 mm 3.0 kN 

125 mm < dn ≤ 315 mm 6.0 kN 

Number of test piecesb 1 

Leaktightness 
under tensile 
load 

No leakage and maximum 
value for operating torque 
(see examination of 
operating torque) 

Test pressure 25 mbar 

EN 10933 Test temperature 23 °C 

Number of test piecesb Shall conform to ISO 10933 
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Table 1. Mechanical characteristics (continued) 
 

Characteristic Requirement 
Test parameter Test 

method Parameter Value 

Leaktightness 
under and after 
bending applied 
to the operating 
mechanism 

No leakage Number of test piecesb 1 

EN 1680 

Impact loading 
resistance 

No leakage and maximum 
value for operating torque 
(see examination of 
operating torque) 

Position of test piece Vertical, see Figure 1 

EN 1705 

Drop height 2 m 

Mass of the striker 2.5 kg 

Type of the striker D90 in accordance with EN 
744:1995 

Test temperature -20 °C 

Number of test piecesb 1 

Multiple testsf 

1) Resistance to 
 long-term 
 internal 
 pressure 
 loading 

The test piece shall fulfil the 
requirements of the following 
characteristics: 

Conditioning perioda Shall conform to ISO 1167-1 

ISO 1167-1 

ISO 1167-4 

Number of test piecesb 1 

Type of test Water-in-water 

Test temperature 20 °C 

Test period 1 000 h 

Circumferential (hoop) stress for:  

PE 80 1.25 PN 

PE 100 1.25 PN 

2) Leaktightness 
 of seat and 
 packing 

No leakage during the test 
period 

Test temperature 23 °C 

Annex B 

Test fluid Air or nitrogen 

Number of test piecesb 1 

Test pressure 25 mbar 

Duration of the test 1 h 

3) Leaktightness 
 of seat and 
 packing 

No leakage during the test 
period 

Test temperature 23 °C 

Annex B 

Test fluid Water, air or nitrogen 

Number of test piecesb 1 

Test pressure Water: 1.5 PN 

 Air or nitrogen: 1.1 PN 

Duration of the test 30 s 

NOTE. SAFETY PRECAUTIONS – Safety precautions need to be taken when testing with air or nitrogen up to 1.5 PN. For testing with 
air or nitrogen a pressure of a maximum of 6 bar should be used. For higher pressures, testing with water should be considered, and 
the test conditions shall be agreed between the manufacturer and end user. 

a The valves shall not be pressurized within 24 h after fusion. 
 
b The numbers of test pieces given indicate the numbers required to establish a value for the characteristic described 
 in the table. The numbers of test pieces required for factory production control and process control should 
 be listed in the manufacturer’s quality plan. For guidance see MS 1058-7. 
 
c Only brittle failures shall be taken into account. If a ductile failure occurs before 165 h, the test may be repeated at a 
 lower stress. The stress and the associated minimum test period shall be selected from Table 2 or from a line  
 based on the stress/time points given in Table 2. 
 
d The initiating torque and the running torque shall be within the torque range given in this table. 
 

e The pipe and valve assembly are held on a flat horizontal surface to allow the striker to fall vertically onto the  
 operating cap as shown in Figure 1. 
 

f As soon as possible after the completion of the internal pressure test the other three tests shall be carried out on the  
 valve in the order stated. 
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Table 2. Circumferential (hoop) stress at 80 °C and associated minimum test period 
 

PE 80 PE 100 

Stress Test period Stress Test period 
(MPa) (h) (MPa) (h) 

4.5 165 5.4 165 

4.4 233 5.3 256 

4.3 331 5.2 399 

4.2 474 5.1 629 

4.1 685 5.0 1 000 

4.0 1 000     

 

 

Key 
 
1  is the striker; 
 
2  is the impact point; 
 
3  is the operating cap; 
 
4  is the valve body; and 
 
5  is the valve outlet. 
 

Figure 1. Position of the test piece for the impact loading test 
 
 

8 Physical characteristics 
 
8.1 Conditioning 
 
Unless otherwise specified by the applicable test method, the pieces shall be conditioned at 
(23 ± 2) °C before testing in accordance with Table 3. 
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8.2 Requirements 
 
When tested in accordance with the test methods as specified and using the test parameters 
given in Table 3, the valves shall conform to the requirements given in Table 3. 
 

Table 3. Physical characteristics 
 

Characteristic Requirement 
Test parameter Test 

method Parameter Value 

Melt mass-flow 
rate 

MFR for PE 80 
and PE 100 

Change of MFR 
by processing 
± 20 %b 

Load 5 kg 

ISO 1133, 

Condition T 

Test temperature  190 °C 

Test period 10 min 

Number of test pieces Shall conform to ISO 1133 

Oxidation 

induction time 
≥ 20 min Test temperature 200 °Cc 

EN 728 
Number of test piecesa 3 

Effect on water 
quality  

Shall comply with MS 1583 
a The number of test pieces given indicates the quantity required to establish a value for the characteristic 
 described in the table. The number of test pieces required for factory production control and process control 
 should be listed in the manufacturer’s quantity plan for guidance see MS 1058-7. 
 
b Value as measured on the fitting relative to the value measured on the compound used. 
 
c Test may be carried out as an indirect test at 210 °C provided that there is clear correlation of the results to 
 those at 200 °C, in cases of dispute the reference temperature shall be 200 °C. 
 
d This Malaysian Standard adopts the standard temperature of 27 °C for tropical countries as specified in MS 
 ISO 291. In case of dispute, the reference temperature shall be 23 °C. 

 
 

9 Performance requirements 
 
When valves conforming to this standard are assembled to each other or to components 
conforming to other parts of this standard, the joints shall conform to the requirements of 
MS 1058-5. 
 
 

10 Marking 
 
10.1 General 
 
Unless otherwise stated in Table 4, the marking elements shall be printed or formed directly on 
the fitting in such a way that after storage, weathering, handling and installation legibility is 
maintained during the use of the valve. 
 
NOTE. The manufacturer is not responsible for marking being illegible, due to actions caused during 
installation and use such as painting, scratching, covering of the components or using detergents etc. on 
the components unless agreed or specified by the manufacturer. 

 
Marking shall not initiate cracks or other types of defects which adversely influence the 
performance of the fitting. 
 
If printing is used, the colour of the printed information shall differ from the basic colour of the 
product. 
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The marking shall be such that it is legible without magnification 
 
There shall be no marking over the minimum spigot length of the valve. 
 
10.2 Minimum required marking of pipes 
 
The minimum required marking shall conform to Table 5. 
 

Table 4. Minimum required marking for valves 
 

Aspect Marking or symbol 

Number of this standarda MS 1058-2 

Manufacturer's identification Name or symbol 

Nominal outside diameters of pipe, dn e.g. 110  

Material and designation e.g. PE 100  

Design application series e.g. SDR 11 

Pressure rating barsa e.g. PN 16 

Manufacturer’s information b 

Intended usea,c W 

Flow direction (only for unidirectional valve) Arrow 
a 

This information may be printed on a label associated with the valve or on an individual bag 
 
b 

For providing traceability, the following details shall be given: 
 - the production period, year, month and/or week, in figures or in code; 
 - a name or code for the production site if the manufacturer is producing in different sites. 
 
c 

Information on abbreviations can be found in CEN/TR 15438 and/or in national rules. 

 
10.3 Additional marking 
 
Valves conforming to this standard, which are third party certified by a certification body, may 
be marked accordingly. 
 
 

11 Delivery conditions 
 
The valves shall be packaged in bulk or individually protected where necessary in order to 
prevent deterioration and contamination. Whenever possible, they shall be placed in individual 
bags, in cardboard boxes or cartons. 
 
NOTE. It is recommended to protect the spigot end by external caps. 

 
The cartons and/or individual bags shall bear at least one label with the manufacturer's name, 
type and dimensions of the part, number of units in the box, and any special storage conditions 
and storage time limits. 
 
NOTE. Valves should be stored in their original packing, until ready for use.   
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Annex A 
(normative) 

 
 

Normative references 
 
 
The following normative references are indispensable for the application of this standard. For 
dated references, only the edition cited applies. For undated references, the latest edition of 
the normative references (including any amendments) applies. 
 
 

A.1 Malaysian Standard 
 
MS 1058-1, Polyethylene (PE) piping systems for water supply and for drainage and sewerage 
under pressure – Part 1: General 
 
MS 1058-2, Polyethylene (PE) piping systems for water supply and for drainage and sewerage 
under pressure – Part 2: Pipes 
 
MS 1058-3, Polyethylene (PE) piping systems for water supply and for drainage and sewerage 
under pressure – Part 3: Fittings 
 
MS 1058-5, Polyethylene (PE) piping systems for water supply and for drainage and sewerage 
under pressure – Part 5: Fitness for purpose of the system 
 
MS 1058-7, Polyethylene (PE) piping systems for water supply and for drainage and sewerage 
under pressure - Part 7: Guidance for the assessment of conformity 
 
MS 1583, Suitability of non-metallic products for use in contact with water intended for human 
consumption with regard to their effect on the quality of the water 
 
 

A.2 ISO Standard 
 
ISO 1133-1, Plastics - Determination of the melt mass-flow rate (MFR) and the melt volume- 
flow rate (MVR) of thermoplastics – Part 1: Standard method 
 
ISO 1167-1, Thermoplastics pipes, fittings and assemblies for the conveyance of fluids – 
Determination of the resistance to internal pressure – Part 1: General method 
 
ISO 1167-4, Thermoplastics pipes, fittings and assemblies for the conveyance of fluids – 
Determination of the resistance to internal pressure – Part 4: Preparation of assemblies 
 
ISO 3126, Plastics piping systems - Plastics piping components - Determination of dimensions 
 
ISO 5210, Industrial valves – Multi-turn valve actuator attachments  
 
ISO 10933, Polyethylene (PE) valves for gas distribution systems 
 
ISO 11357-6, Plastics – Differential scanning calorimetry (DSC) – Part 6: Determination of 
oxidation induction time (isothermal OIT) and oxidation induction temperature (dynamic OIT) 
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A.2 European Standard 
 
EN 681-1, Elastomeric seals – Materials requirements for pipe joint seals used in water and 
drainage applications – Part 1: Vulcanized rubber 
 
EN 736-1, Valves – Terminology – Part 1: Definition of types of valves 
 
EN 736-2, Valves – terminology – Part 2: Definition of components of valves 
 
EN 1074-1, Valves for water supply – Fitness for purpose requirements and appropriate 
verification tests – Part 1: General requirements 
 
EN 1074-2, Valves for water supply – Fitness for purpose requirements and appropriate 
verification tests – Part 2: Isolating valves 
 
EN 1680, Plastics piping systems – Valves for polyethylene (PE) piping systems – Test method 
for leaktightness under and after bending applied to the operating mechanisms 
 
EN 1705, Plastics piping systems – Thermoplastics valves – Test method for the integrity of a 
valve after an external blow 
 
EN 12100, Plastic piping systems – Polyethylene (PE) valves – Test method for resistance to 
bending between supports 
 
EN 28233, Thermoplastic valves – Torque – test method (ISO 8233) 
 
CEN/TR 15438, Plastics piping systems – Guidance for coding of products and their intended 
uses 
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Annex B 
(normative) 

 
 

Determination of the leaktightness of seat and packing 
 
 

B.1  General 
 
This Annex specifies the test method to verify the leaktightness of the seat and packing of a 
valve/valve bodies made from PE. 
 
 

B.2  Test method 
 
The valve shall be freed of air when testing with a liquid. 
 
Test equipment shall not subject the valve to externally applied stresses which may affect the 
results of the tests. 
 
The valves shall be tested by closing the obturator in the normal manner. 
 
The method of internal leakage testing shall result in the application of the full differential test 
pressure specified in Table 1 across the seat or seats in the direction for which they are 
designed. Tests for typical types of valves shall be as specified in Table B.1. 
 
Any unidirectional flow valve shall be tested in the specified flow direction only. Bidirectional 
valve shall be tested in both flow directions. 
 
The duration of test shall conform to the specified values specified in Table 1. 
 

Table B.1. Obturator tightness test methods 

Type of valves Test method 
Gate valves  
Ball valves  
Plug valves 

The bonnet cavity shall be filled with the test fluid. Pressure shall be 
applied successively to each side of the closed valve and the valve 
shall be subsequently checked for leakage. 
 

Valves with independent double seating (such as two-piece 
obturator or double-seated valves) may be tested by applying 
pressure between the seats, and each side of the closed valve 
checked for leakage. 

Butterfly valves 
Diaphragm valves 

Pressure shall be applied in the most adverse direction; valves with 
symmetrical seating may be tested in either direction. 

Check valves 
Pressure shall be applied in the direction tending to close the 
obturator and the opposite side shall be checked for leakage. 
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