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FOREWORD

This Malaysian Standard was developed by the Working Group on PVC Pipes and Fittings
under the authority of the Plastics and Plastics Products Industry Standards Committee.

This Malaysian Standard is the first revision of MS 1063 : 1986, Specification for unplasticised
PVC soil and ventilating pipes, fittings and accessories.

During the development of this standard, reference was made to the following documents:

a) BS EN 1329-1 : 2000, Plastics piping systems for soil and waste discharge (low and
high temperature) within the building structure - unplasticised poly(vinyl chloride
(PVC-U) — Part 1 : Specifications for pipes, fittings and the system;

b) BS 4514 : 1983, Specification for unplasticised PVC soil and ventilating pipes, fittings
and accessories; and

c) AS 2888.6 : 1986, Method for loading testing of plastics outlets.

This Malaysian Standard cancels and replaces MS 1063 : 1986, Specification for
unplasticised PVC soil and ventilating pipes, fittings and accessories.

Compliance with a Malaysian Standard does not of itself confer immunity from legal
obligations.
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PLASTICS PIPING SYSTEMS FOR SOIL, VENTILATION AND WASTE
DISCHARGE (LOW AND HIGH TEMPERATURE) WITHIN THE BUILDING
STRUCTURE - UNPLASTICISED POLY(VINYL CHLORIDE) (PVC-U) :
PART 1 : SPECIFICATIONS FOR PIPES, FITTINGS AND THE SYSTEM
(FIRST REVISION)

1. Scope

This Malaysian Standard specifies the requirements for pipes, fittings and the system of
unplasticised poly(vinyl chloride) (PVC-U) piping systems in the field of soil, ventilation and
waste discharge (low and high temperature) inside buildings (marked with “B”), for soil and
waste discharge systems buried in ground within the building structure (marked with “D”) and
for soil, ventilation and waste discharge for both inside buildings and buried in building
structures (marked with “BD”).

It also specifies the test parameters for the test method referred to in this standard.

This standard covers a range of pipes and fittings sizes.

NOTE. It is the responsibility of the purchaser or specifier to make the appropriate selections from these aspects,
taking into account their particular requirements and any relevant national regulations and installation practices or
codes.

This standard does not cover requirements for K-value of the raw material.

This standard is applicable to PVC-U pipes and fittings, their joints and to joints with
components made of other plastics (marked with “B”, “D” or “BD”) intended to be used for the
following purposes:

a) soil and waste discharge pipework for the conveyance of domestic waste waters (low
and high temperature);

b) ventilation pipework associated with a); and
C) rainwater pipework within the building structure.

This standard is applicable to pipes and fittings, marked with “B”, which are intended to be
used inside building only and to pipes and fittings, marked with “D”, which are intended to be
buried in ground within the building structure and pipes and fittings, marked with “BD”, which
are intended to be used for above ground soil, ventilation and waste discharge systems for
both inside buildings and buried in building structure.

NOTES:

1. Components marked with “D” and “BD” are intended for nominal outside diameters equal to or greater than 75
mm.

2. For external above ground application additional requirements depending on the climate should be agreed
between the manufacturer and the user.

3. Components conforming to other standards on plastics piping systems can be used with pipes and fittings
conforming to this standard, provided they conform to the requirements for joint dimensions and functional
requirements given in this standard.
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2. Referenced documents

The referenced documents in Appendix A contain provisions, which, through reference in this
text, constitute provisions of this Malaysian Standard. For dated references, where there are
subsequent amendments to, or revisions of, any of these publications do not apply. However,
parties to agreements based on this Malaysian Standard are encouraged to investigate the
possibility of applying the most recent editions of the referenced documents. For undated
references, the latest edition of the publication referred to applies.

3. Definitions, symbols and abbreviations
For the purposes of this standard, the following definitions, symbols and abbreviations apply.
3.1 Definitions

In addition to the definitions given below, the definitions given in MS 1440 and MS ISO 1043-1
apply.

3.1.1 Application area code

A code used in the marking of pipes and fittings to indicate the application area(s) for which
they are intended, as follows :

a) “B” application area code for components intended for use above ground inside the
building, or for components outside buildings fixed onto the wall;

b) “D” application code for the area under and within 1 m from the building where the
pipes and fittings are buried in ground and are connected to the underground
drainage and sewerage system; and

C) “BD” application area code for components intended for above ground use for both
inside the buildings, or components outside buildings fixed onto the wall and buried in
building structures.

NOTES :

1. In“D” and “BD” application areas the existence of external forces from the surroundings in addition to the hot
water discharge is usual.

2. Other application area codes “U” and “UD” not covered by this standard are defined elsewhere, e.g. in EN 1401-
1:1998.

3.1.2 Nominal size

3.1.2.1 Nominal size DN

A numerical designation of the size of a component, other than a component designated by
thread size, which is approximately equal to the manufacturing dimension, in millimetres
(mm).

3.1.2.2 Nominal size DN/OD

Nominal size, related to the outside diameter.
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3.1.3 Nominal outside diameter (d,)
The specified outside diameter, in millimetres, assigned to a nominal size DN/OD.
3.1.4 Outside diameter (d,)

The value of the measurement of the outside diameter through its cross-section at any point
of a pipe or spigot of a fitting, rounded to the next greater 0.1 mm.

3.1.5 Mean outside diameter (d.m)

The value of the measurement of the outer circumference of a pipe or spigot of a fitting in any
cross-section, divided by 1t (= 3.142), rounded to the next greater 0.1 mm.

3.1.6 Mean inside diameter of a socket (ds,)

The arithmetical mean of a number of measurements of the inside diameter of a socket in the
same cross-section.

3.1.7 Out-of-roundness (ovality)

The difference between the measured maximum and the measured minimum outside
diameter in the same cross-section of a component.

3.1.8 Wall thickness (e)

The value of measurement of the wall thickness at any point around the circumference of a
component.

3.1.9 Mean wall thickness (en)

The arithmetical mean of a number of measurements of the wall thickness, regularly spaced
around the circumference and in the same cross-section of a component, including the
measured minimum and the measured maximum values of the wall thickness in that cross-
section.

3.1.10 Standard dimension ratio (SDR)

A nominal ratio of the outside diameter, d,, to the minimum wall thickness, enin.

3.1.11 Nominal ring stiffness (SN)

A numerical designation of the ring stiffness of a pipe or fitting which is a convenient round

number relative to the determined stiffness in kilonewtons per square metre (kN/mZ),
indicating the minimum ring stiffness of a pipe or fitting.
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3.2
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3.3

PVC-U :

SDR
SN
TIR

TPE

Symbols

length of engagement

depth of sealing zone

outside diameter (at any point)
mean outside diameter

nominal outside diameter

inside diameter of the socket

mean inside diameter of the socket
nominal size

nominal size, outside diameter related
wall thickness (at any point)

mean wall thickness

wall thickness of a socket

wall thickness at the groove

length of spigot

length of socket

effective length of a pipe

total length of a pipe

radius of swept fittings

design length of a fitting

nominal angle of a fitting

Abbreviations

unplasticised poly(vinyl chloride)
standard dimension ratio
nominal ring stiffness

true impact rate

thermoplastics elastomers
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4, Material
41 Raw material

The raw material shall be PVC-U to which are added those additives that are needed to
facilitate the manufacture of components conforming to the requirements of this standard.

When calculated on the basis of a known formulation or in case of dispute or not known
formulation, determined in accordance with ISO 1158, the PVC content shall be at least 80 %
by mass for pipes and 85 % by mass for injection-moulded fittings.

4.2 Utilisation of non-virgin material

Requirements for the utilization of non-virgin material are given in Appendix B.

4.3 Sealing ring retaining means

Sealing rings may be retained using means made from polymers other than PVC-U, provided
the joints conform to the requirements given in Clause 9.

5. General characteristics

5.1 Appearance

When viewed without magnification the following requirements apply: the internal and external
surfaces of pipes and fittings shall be smooth, clean and free from grooving, blistering,
impurities, pores or other surface irregularity likely to prevent performance of pipes and
fittings with this standard. Each end of a pipe or a fitting shall be cleanly cut, if applicable, and
shall be square to its axis.

5.2 Colour

The pipes and the fittings shall be coloured through the wall.

The colour of pipes and fittings shall be as follows:

“B”code : white

“D”code : brown
“BD” code : white

6. Geometrical characteristics
6.1 General
Dimensions shall be measured in accordance with ISO 3126.

In case of dispute the reference temperature is (27 + 2) °C.

NOTE. The figures are schematic sketches only, to indicate the relevant dimensions. They do not necessarily
represent manufactured components.
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6.2 Dimensions of pipes

6.2.1 Outside diameter

The mean outside diameter, d.m, shall conform to Table 1 or 2 as applicable.

Table 1. Mean outside diameters

(metric series)

Dimensions in millimetres

Nominal size Nominal outside Mean outside diameter
DN/OD diameter

dn dem,min dem max
32 32 32.0 32.2
40 40 40.0 40.2
50 50 50.0 50.2
63 63 63.0 63.2
75 75 75.0 75.3
80 80 80.0 80.3
82 82 82.0 82.3
82* 82 824 82.8
90 90 90.0 90.3
100 100 100.0 100.3
110 110 110.0 110.3
125 125 125.0 125.3
140 140 140.0 140.4
160 160 160.0 160.4
180 180 180.0 180.4
200 200 200.0 200.5
250 250 250.0 250.5
315 315 315.0 315.6

*common national size

Table 2. Mean outside diameters
(series based on inch dimensions)

Dimensions in millimetres

Nominal size Nominal outside Mean outside diameter
DN/OD diameter
dn dem,min dem,max
36 36 36.2 36.5
43 43 42.8 43.1
56 56 55.8 56.1
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6.2.2 Out-of-roundness

The out-of-roundness, measured directly after production shall be less than or equal to
0.024q4..

6.2.3 Total length and effective length of pipes

The total length of a pipe, /, shall be not less than that specified by the manufacturer when
measured as shown in Figure 1.

Alternatively, if control is on the effective length, /, it shall be not less than that specified by the
manufacturers when measured as shown in Figure 1.

6.2.4 Chamfering

If a chamfer is applied, the angle of chamfering shall be between 15° and 45° to the axis of
the pipe. The remaining wall thickness of the end of the pipe shall be at least 1/3 of enin.

6.2.5 Wall thickness
The wall thickness shall conform to Table 3 or 4 respectively, where for metric series a wall

thickness at any point up to 1.2ey,, is permitted provided that the mean value, ey, is less than
or equal to the specified em max-

£1 IZZZZ
A A A 4 4 22227 TITZZ T2 7T T T T 2T T TN

(T TIIT LT T T T Z 2T T T I 22T T L2 L L2l L LN
J.-___-.J—___.-..____.-__._-____—_-_—_-J_

T2 T T T T eI T T2 T T T T2 T T 2 2L VA o 4

NOTE. For plain ended pipe, /= k.

Figure 1. Total length and effective length of pipes
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Table 3. Wall thickness (metric series)

Dimensions in millimetres

Nominal Nominal Wall thickness
size outside
diameter Application area
B D & BD
DN/OD dn €min em,max €min em,max
32 32 3.0 3.5 -
40 40 3.0 3.5 -
50 50 3.0 3.5 -
63 63 3.0 3.5 -
75 75 3.0 3.5 3.0 3.5
80 80 3.0 3.5 3.0 3.5
82 82 3.0 3.5 3.0 3.5
82 82 3.0 3.5 3.0 3.5
90 90 3.0 3.5 3.0 3.5
100 100 3.0 3.5 3.0 3.5
110 110 3.2 3.8 3.2 3.8
125 125 3.2 3.8 3.2 3.8
140 140 3.2 3.8 3.5 4.1
160 160 3.2 3.8 4.0 4.6
180 180 3.6 4.2 4.4 5.0
200 200 3.9 4.5 49 5.6
250 250 49 5.6 6.2 71
315 315 6.2 71 7.7 8.7

*common national size

Table 4. Wall thickness (series based on inch dimensions)

Dimensions in millimetres

Nominal size Nominal outside Wall thickness
DN/OD diameter Application area B
d.-. €min ©€m.max
36 36 3.0 3.5
43 43 3.0 3.5
56 56 3.0 3.5
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6.2.6 Dimensions of sockets

The dimensions of solvent cement sockets (see Figure 4) and ring seal sockets for pipes (see
Figure 5) shall be the same as for fittings (see 6.4).

6.3 Dimensions of fittings

6.3.1 Outside diameters

The mean outside diameter, d.m, of the spigot shall conform to Table 1 or 2, as applicable.
6.3.2 Design lengths

The design length(s) [Zs-length(s)] of fittings (see Figures 8 to 11 and Figures 13 to 17) shall
be given by the manufacturer.

NOTE. The Zs-lengths are intended to assist in the design of moulds and are not intended to be used for quality
control purposes. ISO 265-1 : 1988 can be used as a guideline.

6.3.3 Wall thickness
6.3.3.1 General
Fittings and those parts of fittings not intended to come into contact with the fluid being

conveyed are not required to conform to the wall thickness given in Table 5, Table 6 or Table
7, as applicable.
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6.3.3.2 Solvent cement fittings

For solvent cement fittings the wall thicknesses, e and e, (see Figure 2), shall be equal to, or
greater than, the values given in Tables 5 or 6, as applicable.

For solvent cement fittings a reduction of 5 % of the wall thickness resulting from core shifting
is permitted. In such case the average of two opposite wall thicknesses shall be equal to, or
exceed, the values given in Tables 5 or 6, as applicable.

):l]
A

Key:

A length of engagement

C depth of sealing zone

de outside diameter of the spigot
Os inside diameter of the socket
e wall thickness

e wall thickness of socket

e wall thickness at the groove
Ly length of spigot

Lo length of socket

a nominal angle

Figure 2. Points of measurement of spigot and typical types of sockets

10
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Table 5. Wall thicknesses for solvent cement fittings

(metric series)

Dimensions in millimetres

Nominal Nominal Wall thickness Wall thickness of sockets
size outside (e; = 0.75¢)
DN/OD diameter
Application area Application area
B D & BD B D & BD
dn €min €min e2,min e2,min

32 32 3.0 - 20"

40 40 3.0 - 20"

50 50 3.0 - 20"

63 63 3.0 - 20"

75 75 3.0 3.0 20" 20"
80 80 3.0 3.0 2.3 2.3
82 82 3.0 3.0 2.3 2.3
82* 82 3.0 3.0 2.3 2.3
90 90 3.0 3.0 2.3 2.3
100 100 3.0 3.0 2.3 2.3
110 110 3.2 3.2 2.4 24
125 125 3.2 3.2 2.4 24
140 140 3.2 3.5 2.4 2.6
160 160 3.2 4.0 2.4 3.0
180 180 3.6 4.4 2.7 3.3
200 200 3.9 49 2.9 3.7
250 250 4.9 6.2 3.7 4.7
315 315 6.2 7.7 4.7 5.8

1)

e, = 0.65e. This kind of fittings may only be used in a solvent cement system and shall be marked accordingly.

* common national size

11
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(series based on inch dimensions)

Table 6. Wall thicknesses for solvent cement fittings

Dimensions in millimetres

Nominal size

Nominal outside

Wall thickness "

Wall thickness of

DN/OD diameter sockets and spigot "
(e2 = 0.75¢)
Application area Application area
B B
dn €min e2,min
36 36 3.0 2.3
43 43 3.0 2.3
56 56 3.0 2.3

" For existing tools the following values for the wall thick
wall thickness, e, is marked on the fitting:

ness are allowed, provided that the deviating value for the

(o €min €2 min
36 2.7 2.0
43 2.7 2.0
56 2.7 2.0

6.3.3.3 Ring seal fittings

For ring seal fittings the wall thicknesses e, e> and e; (see Figure 2), shall be equal to, or
greater than, the values given in Tabls 7 or 8, as applicable.

For ring seal fittings a reduction of 5 % of the wall thickness resulting from core shifting is
permitted. In such case the average of two opposite wall thicknesses shall be equal to, or
exceed, the values given in Table 7 or 8, as applicable.

12




MS 1063 : 2002

Table 7. Wall thicknesses for ring seal fittings including expansion coupling
(metric series)

Dimensions in millimetres

Nominal | Nominal Wall thickness Wall thickness of Wall thickness at
size outside sockets the groove
DN/OD diameter (e; =0.9¢) (e3 =0.75¢)
Application area Application area Application area
B D &BD B D &BD B D &BD
dn €min €min e2,min e2,min e3,min es,min

32 32 3.0 - 2.7 - 2.3

40 40 3.0 - 2.7 - 2.3

50 50 3.0 - 2.7 - 2.3

63 63 3.0 - 2.7 - 2.3

75 75 3.0 3.0 2.7 2.7 2.3 2.3
80 80 3.0 3.0 2.7 2.7 2.3 2.3
82 82 3.0 3.0 2.7 2.7 2.3 2.3
82~ 82 3.0 3.0 2.7 2.7 2.3 2.3
90 90 3.0 3.0 2.7 2.7 2.3 2.3
100 100 3.0 3.0 2.7 2.7 2.3 2.3
110 110 3.2 3.2 2.9 2.9 2.4 2.4
125 125 3.2 3.2 2.9 2.9 2.4 2.4
140 140 3.2 3.5 2.9 3.1 2.4 2.6
160 160 3.2 4.0 2.9 3.6 2.4 3.0
180 180 3.6 4.4 3.2 4.0 2.7 3.3
200 200 3.9 4.9 3.5 4.4 2.9 3.7
250 250 4.9 6.2 4.5 5.6 3.7 4.7
315 315 6.2 7.7 5.6 6.9 4.7 5.8

* common national size

13
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Table 8. Wall thicknesses for expansion coupling
(series based on inch dimensions)

Dimensions in millimetres

Nominal size Nominal Wall Wall thickness | Wall thickness
DN/OD outside thickness" of socket at the groove "
diameter (e; =0.75¢) (e3 = 0.75¢)
Application Application Application
area area area
B B B
dn €min e2,min eS,min
36 36 3.0 2.7 2.2
43 43 3.0 2.7 2.2
56 56 3.0 2.7 2.2

1)

wall thickness, e, is marked on the fitting:

For existing tools the following values for the wall thickness are allowed, provided that the deviating value for the

dn €min €2 min €3.min
36 2.7 2.4 2.0
43 2.7 2.4 2.0
56 2.7 2.4 2.0

Where a sealing ring is located by means of a retaining cap or ring (see Figure 3) the wall
thickness in this area shall be calculated by addition of the wall thickness of the socket and
the wall thickness of the retaining cap or ring at the corresponding places in the same cross-

section.

m
Q

€3
e

&N

Figure 3. Example for calculation of the wall thickness

I

of sockets with retaining cap
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6.4 Diameters and lengths of sockets and spigot

6.4.1 Solvent cement sockets and spigot

The diameters and lengths of solvent cement sockets and spigot shall conform to Table 9 or
10, as applicable (see Figure 4).

L,

A A A A

Ly

15°- 45°

22 L 2 Ll L L L L L L

Figure 4. Basic dimensions of sockets and spigot for solvent cement joints

Table 9. Diameters and lengths of solvent cement sockets and spigots

(metric series)

Dimensions in millimetres

Nominal Nominal Mean outside diameter | Mean inside diameter of | Length of
size outside of spigot socket socket and
DN/OD diameter spigot
dn dem,min dem,max dsm, min dsm,max L2,min R and
L1,min
32 32 32.0 32.2 32.1 32.4 22
40 40 40.0 40.2 40.1 40.4 26
50 50 50.0 50.2 50.1 50.4 30
63 63 63.0 63.2 63.1 63.4 36
75 75 75.0 75.3 75.2 75.5 40
80 80 80.0 80.3 80.2 80.5 42
82 82 82.0 82.3 82.2 82.5 43
82~ 82 82.4 82.8 82.6 83.0 43
90 90 90.0 90.3 90.2 90.5 46
100 100 100.0 100.3 100.2 100.5 46
110 110 110.0 110.3 110.2 110.6 48
125 125 125.0 125.3 125.2 125.7 51
140 140 140.0 140.4 140.3 140.8 54
160 160 160.0 160.4 160.3 160.8 58
180 180 180.0 180.4 180.3 180.8 60
200 200 200.0 200.5 200.4 200.9 60
250 250 250.0 250.5 250.4 250.9 60
315 315 315.0 315.6 315.5 315.0 60
" For joints intended for fabrication within a workshop L»- values may be reduced to the Cmax values (see Table 11)
* common national size
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Table 10. Diameters and lengths of solvent cement sockets and spigot
(series based on inch dimensions)

Dimensions in millimetres

Nominal Nominal | Mean outside diameter | Mean inside diameter | Length of
size outside of spigot of socket socket
DN/OD diameter and
spigot
dn dem,min dem,max dsm, min dsm,max L2,min and
L1,min
36 36 36.2 36.5 36.3 36.6 18
43 43 42.8 431 42.9 43.2 21
56 56 55.8 56.1 55.9 56.2 27

The manufacturer shall state whether the fittings are designed with a tapered or parallel
socket. If they are tapered, then the minimum and maximum values given for dyy, shall apply
at the mid mean point of the socket with a maximum taper angle of 20" per side. Otherwise
these values for ds, shall apply over the entire length of the socket.

6.4.2

Ring seal sockets and spigot

The diameters and lengths of ring seal sockets and spigots type S | (short type system I), type S Il (short type system
I1) and type M (medium type) shall conform to Tables 11 to 13, as applicable (see Figure 5).

\N
N
<\

!

N
N

Ly

15°-45°

LLLLLLLL AL

LL

_:I_:;q_

Figure 5. Basic dimensions of sockets and spigot for elastomeric ring seal joints
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222677777227///////A

f P

c A
L‘ 4/////]//1

] ; ] ) A- 4

ya T TOTT

B
c A

Figure 6. Typical groove designs for elastomeric ring seal sockets

Where sealing rings are firmly retained, the minimum value for A and the maximum value for
C (see Figure 6) shall be measured to the effective sealing point (see Figure 7) as specified
by the manufacturer and, if applicable, in agreement with a certification body.

Figure 7. Example for measuring the effective sealing point
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Table 11. Diameters and lengths of ring seal sockets and spigot type S |
(short type, system |) for application area B

Dimensions in millimetres

Nominal | Mean outside diameter Mean Lengths of socket and spigot
size of spigot inside
DN/OD diameter
of socket
dem,min dem,max dsm,min Amin Cmax Lmin
32 32.0 32.2 32.3 16 18 34
40 40.0 40.2 40.3 18 18 36
50 50.0 50.2 50.3 20 18 37
63 63.0 63.2 63.3 22 20 37
75 75.0 75.3 75.4 25 20 43
80 80.0 80.3 80.4 26 21 44
82 82.0 82.3 82.4 26 21 44
82* 82.4 82.8 82.9 26 21 44
90 90.0 90.3 90.4 28 22 46
100 100.0 100.3 100.4 30 22 46
110 110.0 110.3 110.4 32 26 54
125 125.0 125.3 125.4 35 26 60
140 140.0 140.4 140.5 38 26 60
160 160.0 160.4 160.5 42 32 60
180 180.0 180.4 180.5 46 36 60
200 200.0 200.5 200.6 50 40 60

*common national size
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Table 12. Diameters and lengths of ring seal sockets and spigot type S Il
(short type, system Il) for application areas B, D and BD

Dimensions in millimetres

Nominal | Mean outside diameter Mean Lengths of socket and spigot
size of spigot inside
DN/OD diameter
of socket

dem,min de ds_m,m_in Amin Cmax Lmin

32 32.0 32.2 32.3 16 18 42
40 40.0 40.2 40.3 18 18 44
50 50.0 50.2 50.3 20 18 46
63 63.0 63.2 63.3 22 20 49
75 75.0 75.3 75.4 25 20 51
80 80.0 80.3 80.4 26 21 52
82 82.0 82.3 82.4 26 21 52
82* 82.4 82.8 82.9 26 21 52
90 90.0 90.3 90.4 28 22 56
100 100.0 100.3 100.4 30 22 56
110 110.0 110.3 110.4 32 26 60
125 125.0 125.3 125.4 35 26 67
140 140.0 140.4 140.5 38 26 70
160 160.0 160.4 160.5 42 32 81
180 180.0 180.4 180.5 46 36 90
200 200.0 200.5 200.6 50 40 99
250 250.0 250.5 250.8 55 70 125
315 315.0 315.6 315.0 62 70 132

*common national size
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Table 13. Diameters and lengths of ring seal sockets and spigot type M
(medium type) for application areas B, D and BD

Dimensions in millimetres

Nominal | Mean outside diameter Mean Lengths of socket and spigot
size of spigot inside
DN/OD diameter
of socket
dem,min dem,max dsm,min Amin Cmax Lmin
32 32.0 32.2 32.3 24 18 42
40 40.0 40.2 40.3 26 18 44
50 50.0 50.2 50.3 28 18 46
63 63.0 63.2 63.3 31 20 49
75 75.0 75.3 75.4 33 20 51
80 80.0 80.3 80.4 34 21 52
82 82.0 82.3 82.4 34 21 52
82* 82.4 82.8 82.9 34 21 52
90 90.0 90.3 90.4 36 22 56
100 100.0 100.3 100.4 38 22 56
110 110.0 110.3 110.4 40 26 60
125 125.0 125.3 125.4 43 26 67
140 140.0 140.4 140.5 46 26 70
160 160.0 160.4 160.5 50 32 81
180 180.0 180.4 180.5 54 36 90
200 200.0 200.5 200.6 58 40 99

* common national size

6.4.3 One-piece expansion couplings for solvent cement sockets and spigot

The diameters and lengths of one-piece expansion couplings shall conform to Table 14 (type
M, medium type) or Table 15 (type L, long type), as applicable.

Table 14. Diameters and lengths for one-piece expansion coupling type M
(medium type) for solvent cement sockets and spigot for application area B
(series based on inch dimensions)

Dimensions in millimetres

Nominal Mean outside diameter of | Mean inside Lengths of socket and
size spigot diameter of spigot
socket
DN/OD dem,min de ds_m,m_in Amin Lmin
36 36.2 36.5 36.6 25 37
43 42.8 43.1 43.2 25 40
56 55.8 56.1 56.2 25 43
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Table 15. Diameters and lengths for one-piece expansion coupling type L (long type)
for solvent cement sockets and spigot for application area B

(metric series)
Dimensions in millimetres

Nominal Mean outside diameter of | Mean inside Lengths of socket and
size spigot diameter of spigot
socket
DN/OD dem,min dem,max dsm,min Amin Lmin
32 32.0 32.2 32.3 65 22
40 40.0 40.2 40.3 65 26
50 50.0 50.2 50.3 65 31
63 63.0 63.2 63.3 65 37
75 75.0 75.3 75.4 65 43
80 80.0 80.3 80.4 65 44
82 82.0 82.3 82.4 65 46
82* 82.4 82.8 82.9 65 46
90 90.0 90.3 90.4 65 46
100 100.0 100.3 100.4 65 54
110 110.0 110.3 110.4 65 60
125 125.0 125.3 125.4 65 60
140 140.0 140.4 140.5 65 60
160 160.0 160.4 160.5 65 60
180 180.0 180.4 180.5 65 60
200 200.0 200.5 200.6 65 60

* common national size

6.5 Types of fittings

This standard is applicable for the following types of fittings:

a) Bends (see Figures 8,9, 10 or 11);
i) unswept or swept angle (see ISO 265-1 : 1988);
ii) spigot/socket and socket/socket.

The nominal angle, a, shall be selected from the following: 15°, 22.5°, 30°, 45°, 67.5°, 80°, or
87.5° to 90°.

b) Couplers (see Figure 12);

c) Reducers (see Figure 13);
d) Branches and reducing branches (single or multiple) (see for example Figures 14, 15,
16, or 17);

21



MS 1063 : 2002

i) unswept or swept angle (see ISO 265-1 : 1988);
ii) spigot/socket and socket/socket.
The nominal angle, a, shall be selected from the following: 45°, 67.5°, 87.5° to 90°.

If other nominal angles are required they shall be agreed between manufacturer and
purchaser and be identified accordingly.

24
1
yﬁ' 1
)
=
1
a,
Figure 8. Bend with single socket Figure 9.  Bend with all sockets
(unswept) (unswept)

Figure 10. Bend with single socket Figure 11. Bend with all sockets
(swept) (swept)
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Figure 12. Coupler Figure 13. Reducer
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Figure 14. Branch with single socket Figure 15. Branch with all sockets
(unswept) (unswept)
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N N
N N
N N
i P
!
2,
L}
Figure 16. Reducing branch with single Figure 17. Reducing branch with all
socket (swept) sockets (swept)
e) WC'’s connectors;

Connectors to be used for connection to vitreous china WC pans with horizontal
outlets shall comply with MS 1522 and the additional requirements specified in BS
5627.

f) Vent cowl (see Figure 18);

The relevant geometrical characteristics of vent cowl shall follow 6.3 and 6.4 of this
standard, except L,is allowed to be "2 L, minimum

L,

A 4

>
|
—>i— €2

Figure 18. Vent cowl

24



9)

MS 1063 : 2002

Weather apron (see Figures 19 and 20);

The relevant geometrical characteristics of the weather apron shall follow 6.3 and 6.4
of this standard, except L.is allowed to be 2 Ly pin.

ds LI [P ds

— »ile—e© h — »ile—e©

Lg L2

Grating

Grating

i)

ii)

iv)

Figure 19. Weather apron Figure 20. Weather
apron (angled to
suit roof drop)

(see Figure 21);
may be to the manufacturer’s own design but shall incorporate the following:

Design shall incorporate a waste outlet body that allows flush mounting of
grating and allows connection to an outlet pipe.

For waste outlet body, which is designed to be built in, shall incorporate a
surround to at least the same height as the top of the grating. The surround
shall be integral or permanently attached to the body of the waste outlet.

Removable gratings shall be threaded or fixed in such manner that they are
positively located and retained in position and can be removed from the
waste outlet body.

Gratings not intended to be removable shall be fixed to the body of the waste
outlet in such a manner that they cannot be readily removed.

The minimum waterway through a grating shall not be less than the area specified in
Table 16.

Table 16. Waterway area for grating

Nominal size Minimum waterway area
(mm) (mm?)
82 800
110 800
160 1000
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Waste outlet body

Grating surround

it

I
NN

SRR

]

T,

Figure 21. Grating assembly set

Waterway
Grating

Waste outlet body
(with permanent
grating surround)

Outlet pipe

When tested in accordance with Appendix C, the grating (including the assembly) shall
withstand a force of 1.0 +0.1, -0 kN for 10 +5, -0 s without cracking, breaking or being

rendered unserviceable.

6.6 Access fittings

Where fittings provide access to the discharge system, the opening shall be round or oval,
and shall comply with the dimensions given in Table 17. The design of fitting shall make
provision to maintain the fitting bore and profile.

Table 17. Access dimensions

Minimum clear opening size
Nominal size Diameter Oval
(mm) (mm)
32 25 -
40 32 -
50 40 -
36 31 -
43 38 -
56 50 -
82 65 75 x 50
110 75 100 x 50
160 100 100 x 50
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7. Mechanical characteristics
71 Mechanical characteristics of pipes
7.1.1 General requirements

MS 1063 : 2002

When tested in accordance with the test method as specified in Table 18, using the indicated
parameters, the pipe shall have mechanical characteristics conforming to one of the
requirements given in Table 18.

Table 18. Mechanical characteristics of pipes

Characteristics

Requirements

Test parameters

Test method

Impact TIR<10 % Type of striker for ISO 3127

resistance

(round-the-clock ah <110 mm d 25

method) =110 mm d 90
Mass of striker
dr <63 mm 1.25kg
dy > 63 mm 2.0 kg
Fall height of striker o°m
Conditioning medium water
Conditioning and test 50 °C
temperature

Impact H50=1m Conditioning and test | 0 °C ISO 11173

resistance temperature

(staircase

method) max. 1 break Mass of striker for:

below 0.5 m 32mms<d,<43mm | 1.25 kg

50 mm < d, <63 mm 2.00 kg
75mm<d,<82mm | 2.50kg
90 mm < d, < 100 mm | 3.20 kg
d, =110 mm 4.00 kg
d, =125 mm 5.00 kg
d, = 140 mm 6.30 kg
d, =160 mm 8.00 kg
d, =180 mm 8.00 kg
d, =200 mm 10.00 kg
d, = 250 mm 12.50 kg
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7.1.2 Additional requirements

Pipes intended to be used in areas where installation is usually carried out at temperature
below —10 °C shall conform to the requirements of an impact test (staircase method) as
specified in Table 18.

The pipes shall be marked in accordance with Table 24.

7.1.3 Mechanical characteristics of fittings

For application area BD the fittings shall have mechanical characteristics conforming to the
requirements as specified in EN 1401-1 for fittings of SDR 41 or SDR 34, as applicable. The
test shall be carried out at 20 °C.

When a fitting conforming to this standard has the same wall thickness as the corresponding
pipe, the stiffness of this fitting, because of its geometry, is equal to or greater than the
stiffness of that pipe.

Consequently fittings are classified with the corresponding pipe stiffness.

8. Physical characteristics

8.1 Physical characteristics of pipes

When tested in accordance with the test method as specified in Table 19 using the indicated
parameters, the pipe shall have physical characteristics conforming to the requirements given
in Table 19.

Table 19. Physical characteristics of pipes

Characteristic Requirements Test parameters Test method
Vicat softening >79°C Shall conform to ISO 2507-1, ISO 2507-1
temperature ISO 2507-2 ISO 2507-2
(VST)

Temperature 150 °C ISO 2505-1
Longitudinal <5% immersion time 15 min ISO 2505-2
reversion The pipe shall
exhibit no Method A : liquid
bubbles or cracks
or
Temperature 150 °C ISO 2505-1
immersion time 30 min ISO 2505-2
Method B : air
Resistance to No attack at any | Temperature 15°C ISO 9852
dichloromethane | part of the immersion time 30 min
at a specified surface of the
temperature test piece
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Physical characteristics of fittings
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When tested in accordance with the test method as specified in Table 20 using the indicated
parameters, the fitting shall have physical characteristics conforming to the requirements

given in Table 20.

Table 20. Physical characteristics of fittings

Characteristic

Requirements

Test parameters

Test method

Vicat softening | =79 °C Shall conform to ISO 2507-1 and | ISO 2507-1
temperature ISO 2507-2 ISO 2507-2
(VST)

Effects of Y and ? Temperature 150 °C EN 763
heating Heating time 30 min Method A : air

2)
magpnification.

" a) Within a radius of 15 times the wall thickness around the injection point, the depth of cracks, delamination or
blisters shall not exceed 50 % of the wall thickness at that point.
b) Within a distance of 10 times the wall thickness from the diaphragm zone, the depth of cracks, delamination or
blisters shall not exceed 10 % of the wall thickness at that point.
c¢) Within a distance of 10 times the wall thickness from the ring gate, the length of cracks shall not exceed 50 %
of the wall thickness at that point.
d) The weld line shall not have opened more than 50 % of the wall thickness at the line.
e) In all other parts of the surface the depth of cracks and delaminations shall not exceed 30 % of the wall
thickness at that point. Blisters shall not exceed a length 10 times of the wall thickness.

After cutting through the fitting, the cut surfaces shall show no foreign particles, when viewed without

9.

Performance requirements

When tested in accordance with the test method as specified in Table 21 using the indicated
parameters, the joints and the system shall have characteristics conforming to the
requirements given in Table 21.

29




MS 1063 : 2002

Table 21. Fitness for purpose requirements of the system

Characteristic

Requirements

Test parameters

Test method

Watertightness | No leakage Shall conform to EN 1053 EN 1053
Airtightness No leakage Shall conform to EN 1054 EN 1054
Elevated No leakage Shall conform to EN 1055 Test assembly a)
temperature sagging for: (Figure 1 and/or 3
cycling for DN<50:<3mm of EN 1055 :) in
application DN > 50 : < 0.05d, accordance with
area B EN 1055
Elevated No leakage Shall conform to EN 1055 Test assembly b)
temperature sagging for: (Figure 2 of EN
cycling for DN<50:<3mm 1055) in
application DN > 50 : £0.054d, accordance with
area BD EN 1055
Combined Test temperature | (23 £ 5) °C Condition B
tightness for Spigot deflection | > 10 % Method 4 in
application Socket deflection | > 59, accordance with
area BD Difference >59 EN 1277
No leakage Water pressure 0.05 bar
No leakage Water pressure 0.5 bar
<-0.27 bar Air pressure -0.3 bar
Test temperature | (23 £ 5) °C Condition C
Angular deflection Method 4 in
dh <315 mm 20 accordance with
EN 1277
Water pressure
No leakage Water pressure | 0,05 bar
No leakage Air pressure 0.5 bar
<-0.27 bar -0.3 bar
Long term Sealing pressure; Shall conform to EN 1989 EN 1989

performance of
TPE seals for
application
area BD

a)at90d: > 1.3 bar
b) using
extrapolation to
100 yr: = 0.6 bar
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10. Requirements for application area code D

Pipes and fittings for application area D shall conform to the following requirements in addition
to those necessary for application area B alone.

a) Material: for material for pipes and fittings used for application D, the requirements for
resistance to internal pressure (long-term behaviour) are as specified in Table 22 or
Table 23, as applicable.

b) Stiffness: the pipe and fitting shall have a nominal stiffness of not less than SN 4 in
conformance with EN 1401-1.

c) Combined tightness test: when tested in accordance with EN 1277, the joints shall
conform to Table 21.

Table 22. Material characteristics of pipes

Characteristic

Requirements

Test parameters

Test method

Resistance to
internal
pressure

No failure during
the test period

End caps

Test temperature
Orientation
Number of test
pieces
Circumferential
(hoop) stress
Conditioning
period

Type of test
Test period

Typeaorb
60 °C

Free

3

10.0 MPa
1h

Water-in-water
1000 h

ISO 1158

Table 23. Material characteristics of fittings

Characteristic

Requirements

Test parameters

Test method

Resistance to
internal
pressure

No failure during
the test period

End caps
Dimensions

Test temperature
Orientation

Free length for
injection-moulded
pipe

Number of test
pieces
Circumferential
(hoop) stress
Conditioning
period

Type of test

Test period

Type aor b 50
mm<d,<110
mm

60 °C

Free

> 140 mm

6.3 MPa
1h

Water-in-water
1000h

ISO 1158
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11.  Sealing rings

11.1  The sealing ring shall have no detrimental effect on the properties of the pipe and of
the fittings and shall not cause the test assembily to fail to conform to Table 21.

11.2  Materials for sealing rings shall conform to MS 672, as applicable.

11.3  Thermoplastics elastomer (TPE) seals shall additionally conform to the long-term
performance requirements as specified in Table 21.

12. Adhesives

The adhesive shall be solvent cement and shall be as specified by the manufacturer of pipes
or fittings or can be covered by third party technical agreement.

The adhesive shall have no detrimental effects on the properties of the pipe and of the fittings
and shall not cause the test assembly to fail to conform to Table 21.

13. Marking

13.1 General

13.1.1 Marking elements shall be labelled or printed or formed directly on the pipe or the
fitting, in such a way that after storage, weathering and handling, and installation, legibility is

maintained in accordance with one of the following levels.

One of the following three levels of legibility of the marking is specified for the individual
marking aspect in the column “Minimum durability of legibility of marking” in Tables 24 and 25.

The symbols for the legibility mean the following:

a) durable in use;
b) legible until the system is installed; and
c) marking on the packaging, legible until the component is installed.

NOTE. The manufacturer is not responsible for marking being illegible, due to actions caused during installation and
use such as painting, scratching, covering of the components or use of detergents, etc., on the components unless
agreed or specified by the manufacturer.

13.1.2 Marking shall not initiate cracks or other types of defects which adversely influence
the performance of the pipe or the fitting.

Marking by indentation reducing the wall thickness not more than 0.25 mm shall be deemed

to conform to this clause without infringing the requirements for the wall thickness given in
6.3.3.
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13.1.3 If printing is used, the colouring of the printed information shall differ from the basic
colouring of the pipe or the fitting.

13.1.4 The size of the marking shall be such that it is legible without magnification.
13.2  Minimum required marking of pipes
Pipes shall be marked at intervals of maximum 1 m, at least once per pipe.

The minimum required marking shall conform to Table 24.

Table 24. Minimum required marking on pipes

Aspects Marking or Minimum
symbol durability of
legibility of
marking
Manufacturer’s name and/or trade mark XXX a
Nominal diameter e.g. 110 a
Minimum wall thickness e.g.3.2 a
Material PVC or PVC-U a
Application area code e.g. BD a
For application area D : nominal ring stiffness e.g. SN a
Number of this standard, provided the product is | MS ---:-- a
certified by a recognised certification body" )
Manufacturer’s information . a
Cold climate performance U (ice crystal) a

R Certified manufacturer shall comply to the marking requirements introduced by the respective certification body.

2) For providing traceability the following details shall be given:

a) the production period, year and month, in figures or in code;
b) a name or code for the production site if the manufacturer is producing in different sites, nationally and/or
internationally.

3 This marking is only applicable to pipes which by testing proved to conform to 7.1.2.
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13.3  Minimum required marking of fittings

The minimum required marking shall conform to Table 25.

Table 25. Minimum required marking of fittings

Aspects Marking or Minimum
symbol durability of
legibility of
marking
On the fitting:
Manufacturer’'s name and/or trade mark XXX a
Nominal diameter e.g. 110 a
Nominal angle e.g.675° b
Material PVC or PVC-U a
Application area code e.g. BD a
For application area D : nominal ring stiffness e.g. SN 4 a
Number of this standard, provided the product is | MS --- b
certified by a recognised certification body”
On the fitting or on the packaging:
- Manufacturer’s information ? b
- Solvent cement only S.C.0. c
- Socket type for sealing ring SorMorl c

") Certified manufacturer shall comply to the marking requirements introduced by the respective certification body.

2 For providing traceability the following details shall be given:
a) the production period, year and month, in figures or in code;
b) a name or code for the production site if the manufacturer is producing in different sites, nationally and/or
internationally.

13.4  Additional marking
13.4.1 Pipes and fittings conforming to this standard, which conform also to other
standard(s), may be additionally marked the minimum required marking in accordance with
this/these other standard(s).

13.4.2 Pipes and fittings conforming to this standard which are third party certified, may be
marked accordingly.
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Appendix A
(normative)

Referenced documents

MS 1440 : 1998 Glossary of terms for plastics

MS ISO 1043-1 : 1994 Plastics — Symbols — Part 1 : Basic polymers and their special
characteristics

MS ISO 1183 : 1995  Plastics — Methods for determining the density and relative density of
non-cellular plastics

MS 1522 : 2001 Specification for vitreous china water closet pans (First revision)

MS 672 : 1999 Specification of rubber seals in water supply, drainage and sewerage
pipelines (First revision)

ISO 3126 Plastics piping systems —Plastics piping components — Measurement of
dimensions

ISO 9852 : 1995 Unplasticised poly(vinyl chloride) (PVC-U) pipes — Dichloromethane
resistance at specified temperature (DCMT) — Test method

ISO 2507-1 : 1995  Thermoplastics pipes and fittings — Vicat softening temperature — Part
1 : General test method

ISO 2507-2 : 1995 Thermoplastics pipes and fittings — Vicat softening temperature —
Part 2 : Test conditions for unplasticised poly(vinyl chloride) (PVC-U) or chlorinated poly (vinyl
chloride) (PVC-C) pipes and fittings and for high impact resistance poly (vinyl chloride) (PVC-
HI) pipes

ISO 2505-1 : 1994  Thermoplastics pipes — Longitudinal reversion — Part 1 : Determination
methods

ISO 2505-2 : 1994  Thermoplastics pipes — Longitudinal reversion — Part 2 : Determination
parameters

ISO 3127 : 1994 Thermoplastics pipes — Determination of resistance to external
blows — Round-the-clock method

ISO 11173 : 1994 Thermoplastics pipes — Determination of resistance to external
blows- Staircase method

ISO 1158 : 1998 Plastics — Vinyl chloride homopolymers and copolymers —
Determination of chlorine content

ISO 1167 : 1996 Thermoplastics pipes for the conveyance of fluids — Resistance to
internal pressure — Test method

BS 5627 : 1984 Specification for plastics connectors for use with horizontal outlet
vitreous china WC pans
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EN 763 : 1994 Plastics piping and ducting systems — Injection-moulded
thermoplastics fittings — Test method for visually assessing effects of heating

EN 922 : 1994 Plastics piping and ducting systems — Pipes and fittings of
unplasticised poly(vinyl chloride) (PVC-U) — Specimen preparation for determination of the
viscosity number and calculation of the K-value

EN 1053 : 1995 Plastics piping systems — Thermoplastics piping systems for non-
pressure applications — Test method for watertightness

EN 1054 : 1995 Plastics piping systems — Thermoplastics piping systems for soil and
waste discharge — Test method for airtightness of joints

EN 1055 : 1996 Plastics piping systems — Thermoplastics piping systems for soil and waste
discharge inside buildings — Test method for resistance to elevated temperature cycling

EN 1277 : 1996 Plastics piping systems — Thermoplastics piping systems for buried
non-pressure applications — Test method for leaktightness of elastomeric sealing ring type
joints

EN 1401-1 : 1998 Plastics piping systems for non-pressure underground drainage and
sewerage — Unplasticised poly(vinyl chloride) (PVC-U) — Part 1 : Specifications for pipes,
fittings and the system

EN 1989 Thermoplastics piping and ducting systems — Joints for buried non-pressure

applications — Test method for long-term sealing performance of joints with thermoplastics
elastomer (TPE) seals by estimating the sealing pressure
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Appendix B
(normative)

Utilisation of non-virgin material

B1. Material definitions

B1.1 Virgin material

Material in a form such as granules or powder that has not been subjected to use or
processing other than that required for its manufacture and to which no reprocessable or
recyclable material has been added.

B1.2  Own reprocessable material

Material prepared from rejected unused pipes or fittings, including trimmings from the
production of pipes or fittings, that will be reprocessed in a manufacturer’s plant after having
been previously processed by the same manufacturer by a process such as moulding or
extrusion, and for which the complete formulation is known.

B1.3 External reprocessable material

Material comprising either one of the following forms:

a) Material from rejected unused pipes or fittings or trimmings therefrom, that will be
reprocessed and that were originally processed by another manufacturer;

b) Material from the production of unused PVC-U products other than pipes and fittings,
regardless of where they are manufactured.

B1.4 Recyclable material
Material comprising either of the following forms:
a) Material from used pipes or fittings which have been cleaned and crushed or ground;

b) Material from used PVC-U products other than pipes or fittings which have been
cleaned and crushed or ground.

B2. Reprocessable and recyclable material

NOTE. For the purposes of this clause the term pipes means extruded pipes and any parts of a fabricated fitting
which is made from an extruded pipe. The term fitting means injection-moulded fittings and injection-moulded parts of
a fabricated fitting.

B2.1 Own reprocessable material

The use of clean own reprocessable material with agreed specification for the production of
pipes and fittings is permitted without limitations.

If fitting material is used for the production of pipes it shall be considered as recyclable
material.
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B2.2

B2.2.1

External reprocessable and recyclable materials with agreed specification

Material from PVC-U pipes and fitting

External reprocessable and recyclable material with an agreed specification from PVC-U
pipes and fittings that are available in relevant quantities and intervals of time is permitted to
be added to virgin or own reprocessable material or a mixture of those two materials for the
production of pipes and fittings provided that all of the following conditions are met :

a)

A specification for each material shall be agreed between the supplier of external
reprocessable or recyclable material and the pipe manufacturer plus, if applicable, a
certification body. It shall at least cover the characteristics given in Table B1. When
determined in accordance with the test method given in Table B1, the actual values
for these characteristics shall conform to the agreed value, and the permitted
deviations shall conform to those given in Table B1.

NOTE. The quality plan of the supplier of external reprocessable or recyclable material should conform to
MS ISO 9001 : 2000. For the purposes of B2.2.1, the manufacturer is responsible for claiming and ensuring
that the quality plan conforms to or is no less stringent than the relevant requirements of MS ISO 9001 :
2000. It is not essential for the manufacturer to be approved and registered for operation in accordance
with MS 1SO 9001 : 2000.

Each delivery shall be covered by a certificate according to the agreed specification.

The maximum quantity of external reprocessable and recyclable material that is
intended to be added shall be specified by the pipe or fitting manufacturer.

The quantity of external reprocessable and recyclable material that is actually added
in each production series shall be recorded by the pipe or fitting manufacturer.

The PVC-content of the end product shall conform to the requirements specified in
41,

Type testing shall be carried out on the end product with the maximum specified
amount of and with each form of external reprocessable or recyclable material with an
agreed specification.

Approved results shall be taken as proving conformity also of components containing lower
levels of additions of external reprocessable nor recyclable material.
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Table B1. Specification of characteristics to be covered by an agreement and the
maximum permitted deviations for these characteristics

Characteristic

Permitted deviations

Test method

PVC-content + 4 % absolute by mass ISO 1158
K-value * 3 units EN 922
Density + 20 kg/m® ISO 1183
Vicat softening temperature +2°C ISO 2507-1
(VST) ISO 2507-2

Particle size"

Requirements and test method shall be agreed and stated in

the specification.

Type of stabilizer"

Requirements and test method shall be agreed and stated in

the specification.

Impurities”

Based on the source of material and the recycling process a relevant test
method and requirements shall be agreed and stated in the specification.

Both the test method and the

published.

requirements shall be

1)

The relevant requirements and test method are depending on the recycling process and on the end product.

B2.2.2 Material from other PVC-U products than pipes and fittings

External reprocessable and recyclable material with an agreed specification from PVC-U
bottles or window frames that are available in relevant quantities and intervals of time is
permitted to be added to virgin or own reprocessable material or a mixture of those two
materials for the production of pipes and fittings provided that all of the following conditions

are met :

a) The material shall conform to all of the conditions given in a) to f) of B2.2.1, inclusive,
and to all of the additional characteristics and requirements given in Table B2.

b) The material shall be clean and dry.

C) The maximum allowed amount of reprocessable and recyclable materials shall
depend on the difference in K-value of the virgin material and the reprocessable and
recyclable material as follows:

i) if the difference in K-value, when determined in accordance with EN 922 is <

4 units, then up to 10 % by mass may be added;

ii) if the difference in K-value is > 4 units, or not determined, then up to 5 % by
mass may be added.

d) The quantity of external reprocessable and recyclable materials that is actually added
in each production series shall be recorded by the pipe and fitting manufacturer.

NOTE. The attention is drawn to possible national regulations regarding heavy metals, e.g. cadmium.
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Table B2. Requirements for external reprocessable and recyclable material from other
PVC-U products than pipes and fittings

Characteristic

Requirements

Test method

PVC-content >80 % ISO 1158
K-value 56 < K-value < 70 EN 922
Density 1390 kg/m”® < density < 1500 kg/m® ISO 1183
Vicat softening >62°C ISO 2507-1
temperature (VST)

Impurities

< 1500 ppm for particle size < 1000 pm
< 1500 ppm for 1000 um < particle size < 1400 um

ISO 2507-2
D)

Particle size

> 1000 um: max 15 %

<1400 um: 100 %

Application source
of the material

one source : bottles or window frames

If the source of the material is unused products for which the complete formulation is known
and is such that all the requirements given in this table are fulfilled the material does not
have to be tested and does not have to meet the requirements for particle size.

1)

Both the test method and the requirements shall be published.

Based on the source of material and the recycling process a relevant test method and requirements shall be
agreed and stated in the specification.

B2.3 External
specification

reprocessable and

recyclable material

B2.3.1 Material from PVC-U pipes and fittings

not covered by an agreed

External reprocessable and recyclable material not covered by an agreed specification from
PVC-U pipes and fittings that are available in random quantities and intervals of time is
permitted to be added to virgin or own reprocessable material or a mixture of those two
materials for the production production of pipes provided that all of the following conditions

are met :

a) When this material is used the production shall be considered as at least one batch
and shall be tested accordingly.

b) The material shall be clean and dry.
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The maximum allowed amount of external reprocessable and recyclable materials
that may be added shall depend on the difference in K-value of the virgin material and
the external reprocessable and recyclable material as follows:

i) if the difference in K-value, when determined in accordance with EN 922 is <
4 units, then up to 10 % by mass may be added;

ii) if the difference in K-value is > 4 units, or not determined, then up to 5 % by
mass may be added.

The quantity of external reprocessable and recyclable materials that is actually added
in each production series shall be recorded by the pipe manufacturer.

B2.3.2 Material from other PVC-U products than pipes and fittings

External reprocessable and recyclable material not covered by an agreed specification from
other PVC-U products than pipes and fittings shall not be used for the production of pipes and
fittings conforming to this standard.

41



MS 1063 : 2002

C1.

Appendix C
(normative)

Load testing of grating

Scope

This appendix sets out the method for load testing a grating of a waste outlet which may be
subject to live loading after installation.

c2.

Apparatus

The following apparatus is required:

Cs.

A jig to support the body of the waste outlet as the load is applied.

A loading device or weight(s) capable of producing the force specified in the relevant
fitting, i.e. waste outlet body and grating.

A flat, rigid metallic disc of diameter 16 +1, -0 mm for transferring the load to the
grating.

Test specimen

Each test specimen shall consists of a complete waste outlet fitting, i.e. waste outlet body and

grating.

C4.

Conditioning and testing

For referee tests, the test specimen shall be conditioned in air at a temperature of 20 °C + 2
°C for a minimum of 24 h prior to testing in the same controlled environment. For routine
tests, the test specimen may be tested at ambient conditions but not exceeding 38 °C.

C5.

Procedure

The procedure shall be as follows:

a)

b)

Support the test specimen in such a way that it will be stable when loaded. The
grating shall only be supported by the waste outlet body.

The load shall be set up so as to be applied through the metallic disc. The load shall
be normal to the surface within + 10 degrees and shall be positioned on the grating at
the location likely to provide the most deflection.

Gradually apply load and maintain for the period specified in the relevant fitting
standard.
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d) Remove load.
e) Examine the grating for cracking, breaking or other structural failure.
C6. Report

The report shall include the following information:

a) size and configuration of fitting tested;
b) load applied and period for which it was maintained; and
c) any cracking, breaking or other structural failure of the grating.
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Appendix D
(informative)
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