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FOREWORD

This Malaysian Standard was prepared by a Panel under the Technical Committee on Concrete
Products which is under the authority of the Building and Civil Engineering Industry Standards
Committee. This Malaysian Standard replaces MS 881 : 1984 (P).

ItisbasedonBS 5911 : Pt.3:1982, ‘Precast concrete pipes and fittings for drainage and sewerage.
Part 3: Specification for pipes and fittings with ogee joints’.

In considering the dimensions of ogee joints, the Committee had made reference to the Australian
Standard AS 1342 - 1973 and have adopted the recommendation stipulated in it.

This Malaysian Standard is published in three parts, the others being:
Part 1: Specification for pipes and fittings with flexible joints and manholes.

Part 2: Specification for inspection chambers and street gullies.
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SPECIFICATION FOR PRECAST CONCRETE PIPES AND FITTINGS
FOR DRAINAGE AND SEWERAGE
PART 3: SPECIFICATION FOR PIPES AND FITTINGS
WITH OGEE JOINTS

SECTION ONE: SPECIFICATION

1. SCOPE

This Malaysian Standard specifies requirements for two categories of precast concrete
cylindrical unit, each with ogee (rebated) joints and unreinforced or reinforced with steel cages or-
hoops, namely ‘Land drainage’ units and ‘Sewerage’ units.

‘Land drainage’ units are intended to be used primarily for land drainage and for the construction

of culverts. ‘Sewerage’ units are intended to be used in conditions where more stringent
requirements are necessary, for example in headings or in the construction of culverts where

extra strength is required.

A range of nominal sizes (DN) is covered, namely DN 150 to DN 1800 by increments of 75 for
‘Land drainage’ units and '‘Sewerage’ units. ) ‘

2. REFERENCES

The titles of the publications referred to in this Part of MS 881 are listed in appendix H.

3. DEFINITIONS

For the purposes of this Part of MS 881, the following definitions apply :

3.1 Unit. A pipe, bend or junction.

3.2 Unreinforced concrete pipe. A hollow cylinder manufactured from concrete, cast as
one piece and of uniform cross section throughout its length, except atthe joint. (The inclusion
of steel reinforcement solely for handling purposes does not exclude a pipe from this definition).
3.3 Reinforced concrete pipe. A pipe, as described in 3.2, but reinforced with one or
more prefabricated steel cages or hoops suitably positioned to resist tensile stresses imposed
by the specified test loads.

3.4 Splayed end pipe. A pipe having one or both of its ends designed in a plane not at

right angles to the pipe longitudinal axis.

3.5 Ogee (rebated) joint. A joint made within the wall thickness of a unit (see fig. 2).
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3.6 Nominal size (DN). A numerical designation of the size of a unit, which is a convenient
round. number approximately equal to a manufacturing dimension.

3.7 Manufacturing diameter. The internal diameter of a unit which a manufacturer seeks
to achieve.

3.8 Actual diameter. Any internal diameter found by measurement.

3.9 Effective iength. The iength of a unit measured as shown in fig. 1.

Effective length

i}

Figure 1. Effective length of units

3.10 Characteristic strength. That - value of cube strength below which not more than 5% of
the population of all possible strength measurements of the specified concrete are expected to
fall.

3.11  Batch. The number of units of a particular specification produced under uniform conditions
during a given production period by the same process.

4, CEMENT

The cement shall comply with the relevant requirements of one of the following standards as
appropriate.

Type of cement Standard to be complied with
Ordinary and rapid-hardening Portland MS 522
Portland-blastfurnace BS 146: Pt. 2
Sulphate-resisting Portland MS 1037
5. AGGREGATES
5.1 General. Aggregates shall consist of materials complying with the requirements of

MS 29, BS 882, except that the pipe manufacturer shall be permitted to modify gradings to suit
the manufacturing process.

NOTE. Typical samples of aggregates and evidence of satisfactory performance of the concrete manufactured with such
aggregates should be made available {o purchasers on request (see A2.).
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5.2 Testing. The coarse aggregates, when tested in accordance with BS 812 : Part 1 and
Part 3, shall fulfil the following respective requirements :

(a) flakiness index : not more than 35;
(b) 10% fines test: not less than 100 kN,

The maximum nominal size of aggregate shall not exceed the least of the following :

(a) 20 mm;

(b) the concrete cover (see 8.2);

(© three-quarters of the minimum clear distance between reinforcing bars (see 8.1).

6. OTHER CONCRETE MATERIALS

6.1 Water. Water shall be clean and free from harmful amounts of deleterious matter, either

in suspension or in solution.

6.2 Admixtures. The composition and use of admixtures, including calcium chloride, shall
follow the recommendations of 6.1.5 of MS 1195 : Part 1.

7. CONCRETE

7.1 Cement content. The fully compacted concrete shall contain not less than 360 kg of
cement per cubic metre and shall have a maximum water/cement ratio of 0.45.

7.2 Design mix (monolithic bends and junctions cast as one piece). For monolithic
bends and junctions cast as one piece, the 28-day characteristic strength of the concrete shall
be not less than 30 N/mm?, assessed in accordance with the requirements of BS 5328.

NOTE. Cube tests for the concrete used in pipes, polygonal bends and built-up junctions are not required because the
concrete used in the manufacture of these units is generally compacted in quite a different way from the method specified in
MS 26 : Part 3. '

For each mix design, samples of freshly made concrete shall be taken from not less than 2%
of the total number of batches of concrete. Sampling shall be at a rate of notless than one
sample per 20 m® of fresh concrete taken daily.

7.3 Chloride content. The total chloride ion content of the concrete mix shall follow the
recommendations of 6.2.5.2 of MS 1195 : Part 1.
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8. STEEL REINFORCEMENT

8.1 Materials and arrangement. Longitudinal bars, main reinforcement and reinforcement
for handling purposes shall comply with the requirements of one of the following standards.

Type of cement ' Standard to be complied with
Hot rolled steel bars for the reinforcement of concrete MS 146
Cold worked steel bars for the reinforcement of concrete BS 4461
Cold reduced mild steel wire for the reinforcement of concrete MS 144
Steel fabric for the reinforcement of concrete MS 145
Austenitic stainless steel BS 970 : Part 4,
Grade 320817

Reinforcement shall be free from loose rust, scale, oil, grease or any other deleterious matter.

Main reinforcement in the form of hoops, either hooked, butt welded or lap welded, or in the
form of a continuous helix or fabric, suitably welded shall be permitted. Longitudinal bars or
wires or any other method to control spacing and shape and to ensure safe handling shall also
be permitted.

The clear space between circumferential bars shall be not less than 12 mm.

8.2 Protection for reinforcement. The concrete cover over all steel reinforcement shall be
such that in any finished unit it is nowhere less than 12 mm.

An effective means shall be provided for maintaining the reinforcement in position and for
ensuring correct cover during manufacture of the unit. Spacers for this purpose shall either be
of rust proof material or be of steel protected against corrosion, except that only stainless
steel shall be permitted within 12 mm of the internal surface of a unit. Rust marks onthe concrete
originating from the steel within a unit shall signify that it does not comply with the requirements
of this Part.

9. NOMINAL SIZE (DN)

The nominal sizes (see 3.6) of units shall be those shown intable 1.

Pipes with nominal sizes halfway between those shown in column 1 for the range DN 1200 to
DN 1800 shall be permitted, provided the tolerances on diameter and wall thickness are those
relating to the next highest nominal size.

10. MANUFACTURING DIAMETER AND ACTUAL DIAMETER

The manufacturing diameter (see 3.7) shall not be outside the limits shown in column 2 of table 1.

The actual diameter (see 3.8) shall not deviate from the manufacturing diameter by an amount
greater than that given in column 3 of table 1.



MS 881 : Part 3: 1991

11. PERMISSIBLE VARIATION IN THE THICKNESS OF WALL

The radial thickness of the wall of any unit shall not vary by more than the amount stated in
column 4 of table 1 for the appropriate nominal size.

12. SQUARENESS OF ENDS

The ends of each unit (except splayed end pipes) shall be square with its longitudinal axis, or,
for a bend, the tangent to it, within the manufacturer’s stated tolerances.

NOTE. In practice, methods of computing and measuring any variation differ for pipes of different sizes, lengths and wall

thicknesses.

13. PERMISSIBLE DEVIATION FROM STRAIGHTNESS

When measured as described in appendix C, the maximum permissible deviation from straightness
shall be 3.5 mm per metre of the total effective length (see 3.9) of the pipe.

14. PERMISSIBLE IRREGULARITY OF INTERNAL SURFACE

After testing in accordance with the procedure given in appendix G, the internal surface of the
pipe shall not retain irregularities which cause either of the 2 mm rims of the gauge to lose contact
with the surface.

Stoning off isolated protuberances in order to secure compliance with this clause shall be permitted.

NOTE. The requirement for checking surface irregularity inside (but not outside) pipes is to resolve differences of opinion
on site regarding whatis an acceptable finish. It is recognized that minor variations of surface finish arising from the
manufacturing process (but not from subsequent-physical damage) have no practical significance as regards the long-term
hydraulic performance of the pipeline.
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Table 1. Nominal sizes and permissible tolerances for units

1 2 3 4
Nominal size of units . Permissible limits of Permissible deviation of Permissible
manufacturing diameter actual dismeter variation of
(see clause 10) {plus or minus) wall thickness
from manufacturing {see clause 11)
‘Land ‘Sewerage’ Maximum Minimum diameter {see clause 10)
dra.inage’ units diamster diameter
units
DN DN mm mm mmi) mm
1 50 150. 155 150 5 6
225 225 230 225 5 6
300 300 - 3056 300 5 6
375 375 385 365 6 6
450 450 460 440 6 6
525 525 535 515 6 6
600 600 : 610 590 6 6
675 675 695 655 6 6
750 750 770 730 [{] [¢]
825 825 845 805 6 6
900 800 920 880 [ 6
975 975 9985 955- 6 6
1050 1050 1070 1030 6 6
1125 1125 1145 1105 6 6
1200 1200 1220 1180 10 10
1350 1350 1380 1330 10 10
1500 1500 1530 1480 10 10
1650 1650 1680 1630 10 10
1800 1800 1830 1780 10 10
15. JOINTS

The dimensions of internal flush joints should conform to the proportions indicated in fig. 2(a).
The dimensions of external flush joints should conform to the proportions indicated in fig. 2(b).

16. MARKING OF UNITS
16.1  Requirements for marking ‘Land drainage’ units.

16.1.1 Units of nominal size greater than DN 600.

Each ‘Land drainage’ unit of nominal size greater than DN 600 shall be clearly marked with the
following information : .

) the number of this Malaysian Standard i.e. MS 881 : Pt. 3;

(o) the letter ‘R’, if the unit is reinforced;

(¢) where higher crushing test loads than those given in clause 18 for a given nominal
size of pipe have been specified, the works proof and maximum crushing test loads in

kilonewtons per metre of effective length;
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Figure 2. Typical ogee joints for pipes

(d) a blue coloured mark where sulphate-resisting Portland cement has been used;

(e the day, month and year of manufacture;

U] the manufacturer's mark and works identification mark;

(9) where tests as described in 22.2 and 22.3 have been successfully carried out on the unit;

(1) the words ‘Hyd’ or ‘Proof’, as appropriate;
@ a reference symbol after the words in (1) above to identify the results of the tests inthe
manufacturer’'s quality control records.

Bends shall additionally be marked externally with indelible stripes at least 25 mm wide and
225 mmiong at each end of the two springing lines (see fig. 5) to denote the longest and

AlnmrtAaed larmeative AlAarmea bl Ao i Al AL 3 2 1on
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16.1.2 Units of nominal size DN 600 or less. Each unit of nominal size DN 600 or less shall
be clearly marked with the following information :

(@ a blue coloured mark where sulphate-resisting Portland cement has been used;

(b) where crushing test loads higher than those given in clause 18 for a given nominal
size of pipe have been specified, the works proof and maximum crushing test loads in
kilonewtons per metre of effective length;

(c) where tests as described in 22.2 and 22.3 have been successfully carried out on the unit;

¢)) the words "Hyd’ or ‘Proof’, as appropriate;

@ a reference symbol after the words in (1) above to identify the results of the tests inthe
manufacturer’s quality control records.

16.2 'Requirements for marking ‘Sewerage’ units. Each ‘Sewerage’ unit shall be clearly
marked with the following information :

(a) the number of this Malaysian Standard, i.e. MS 881: Pt. 3;
(b) the letter ‘R’ if the unit is reinforced;

(c) an indication of the crushing test load(s), which normally consists of the letter ‘L.’, ‘M’ or
‘H' to denote ‘light’, ‘'medium’ or ‘heavy’ class pipes, as shown in table 2;

However, where higher crushing test loads thanthose given in table 2 for a given nominal size
of pipe have been specified, the pipe shall be marked with the works proof and maximum
crushing test loads in kilonewtons per metre of effective length and the letters ‘SEW’;

(d) the letter ‘S’ where sulphate-resisting Portland cement has been used;

(e) the day, mbnth and year of manufacture;

) the manufacturer’'s mark and works identification mark;

(9 where tests as described in 22.2 and 22.3 have been successfully carried out on the unit;

m the words ‘Hyd' or ‘Proof’, as appropriate;

@ areference symbol after the words in (1) above to identify the results of thetests inthe
manufacturer’s quality control records.

Bends shall additionally be marked externally with indelible stripes at least 256 mm wide and
225 mmlong ateach end of thetwo springing lines to denote the longest and shortest lengths
along the outside of the unit.
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16.3 Examples of marking

16.3.1 ‘A'X
MS 881 : Pt. 3 R 32/40
2.5.82 + Blue mark
‘Proof' ‘2’

The above marking on a concrete pipe shall signify :

‘claimed by manufacturer ‘A’ to have been made at his works ‘X' and to comply with the
requirements of MS 881 : Part 3 for ‘Land drainage’ units; to be reinforced and made with sulphate-
resisting cement; to resist works proof and maximum crushing test loads of 32 kN and 40 kN
per metre of effective length respectively; to have been made on 2 May 1982, and to have been
successfully subjected to the works proofload test, as specified in 22.3, with results recorded
in the manufacturer's quality control records ‘Z’.

16.3.2 'B'Y
MS 881 : Pt 3R MS
3.6.82
‘HYD' T’

The above marking on a concrete pipe shall signify :

‘claimed by manufacturer ‘B’ to have been made at his works ‘Y’ and to comply with the
requirements of MS 881 ; Part 3 for ‘Sewerage’ units; to be reinforced, of class M and made
with sulphate-resisting cement; to have been made on 3 June 1982, and to have been successfully
subjected to the hydrostatic test, as specified in 22.2 with resuits recorded in the manufacturer’s
quality control records ‘T,

16.4  Method of marking. Units shall be marked with either :

(a) indelible paint, applied by stencil brush or spray as soon as possible after removal from.
the moulds;

or

(b) impressed characters approximately 2 mm deep. All marks shall be visible and legible.

For units of nominal size DN 675 and above, marking shall be on the internal surface of the unit.

17. EFFECTIVE LENGTHS OF PIPES
Effective lengths of pipes (see 3.9) shall be from 0.45 m to 2.5 minclusive.

NOTE. Manufacturers should advise purchasers which effective lengths in a given nominal size can be supplied (see A1.).

18. CRUSHING TEST LOADS FOR PIPES

For ‘Land drainage’ pipes the works proof load and the maximum load shall be not less than
20 kN and 25 kN per metre of effective length respectively.
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For ‘Sewerage’ pipes, the crushing test loads shall be notless than those shownintable 2. For
nominal sizes halfway between those shown in the range DN 1200 to DN 1800 (see clause 9),
the crushing test loads shall be obtained by interpolation.

Pipes with greater crushing strengths shall be permitted, provided the works proof load is not
less than 80% of the maximum load after rounding off both values to the nearest kilonewton per

metre. ’

Pipes shall be marked as specified in clause 16 and sampled and tested in accordance with the
appropriate requirements given in table 6.

NOTE 1. Works proof loads are 80% of maximum loads for each size and class of pipe. However, for ease of use, values in
the table have been rounded off to the nearest kilonewton per metre of effective length.

NOTE 2. Unreinforced pipes are not normally available in nominal sizes greater than DN 600,

NOTE 3. For information on the application of the pipe crushing test loads in table 2 to design of pipelines, reference sho'uld
be made to ‘Simplified tables of extemal loads on buried pipelines (revised edition)’ published by Her Majesty’s Stationery
Office (HMSO).

It should be noted that the terms ‘proof load’ and ‘ultimate load’ in those tables correspond to the terms ‘works proof load’

and ‘maximum load' respectively in table 2 of this standard.

Table 2. Crushing test loads for ‘Sewerage’ pipes
Kilonewtons per metre of effective length.

Nominat
si.ze of |ClassL ] ClassM Class H
pipe
DN Works | Maxi- Works | Maxi- Works | Maxi-
proof mum proof mum proof mum
load load load load load load
150 20 25
225 20 25
300 20 25 23 29
375 20 25 31 39 36 45
450 20 25 35 44 41 52
525 20 25 38 48 46 58
600 20 25 46 58 54 68
675 20 25 50 63 60 75
750 |38 48 53 67 65 81
825 41 52 58 72 69 86
900 46 58 67 84 85 106
875 48 60 72 920 91 114
1050 51 64 76 95 96 120
1125 53 67 82 103 106 133
1200 58 72 87 109 110 138
1350 63 79 96 120 122 153
1500 69 87 104 130 132 165
1650 75 94 116 145 146 183
1800 82 103 124 155 158 198
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19. BENDS

Bends shall be either monolithic (cast as one piece) or polygonal (fabricated using sections of
pipe and adhesive) (see appendix A).

The minimum effective lengths and permissible angles of bends, measured as shown in fig. 3,
shall be as given in table 3. '

NOTE 1. Typical bends are shown in fig. 3.

NOTE 2, For guidance on use of adhesives, see CIRIA Report 69. ‘Effective use of epoxy and polyester resins in civil
engineering structures' published by the Construction Industry Research and Information Association (CIRIA)*,

Permissible
angle

Permissible
angle

Permissible
angle

{c} Polyganal three-piece

Figure 3. Types of bend

Table 3. Minimum effective lengths and permissible angles of bends

Nominal size Minimum effective Permissible
length angles
DN mm
150to0 225 300 450, 22'/°, 111/ °,
300 to 600 450 450, 22,0, 111/ 2,
675 and upwards 500 221f0, 111/ 2,

*Obtainable from CIRIA, 6 Storey's Gate, London SW1P 3AU.
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NOTE 1. Bends should have the same manufacluring diameter and wall thickness as the corresponding straight pipes with
which they are to be laid.

NOTE 2. Bends may not necessarily have the same loadbearing capacity as the pipes with which they are to be laid.

Bends shall be marked as specified in ‘clause 16 and sampled and tested in accordance with the
appropriate requirements given in table 6.

Polygonal bends shall be made from pipes selected from a batch that complies with the
requirements of this standard. '

20. JUNCTIONS
The nominal sizes and dimensions of junctions shall be as shown in tables 4 and 5.

NOTE 1. The main pipes should have the same manufacturing diameter and wall thickness as the corresponding straight
pipes with which they are to be laid.

NOTE 2. Typical junctions are shown in fig. 4.

The junction shall be either cast as one piece or built up by inserting a branch pipe in the main
concrete pipe. Where the branch is built up by using a length of vitrified clay pipe, this shall
comply with the requirements of MS 622. Concrete pipes used for built-up junctions shall be
selected from a batch that complies with the requirements of this standard.

When built up, the branch shall be secured with adhesive material. Where sand: cement
mortar is used, it shall follow the recommendations for pipes in table 2 of CP 2005 : 1968.

NOTE 3. For guidance on use of adhesives, see CIRIA Report 69. ‘Effective use of epoxy and polyester resin in civil
engineering structures’ published by the Construction Industry Research and Information Association (CIRIA).

The internal surface at the intersection of the branch pipe and the main pipe shall have a flush and
fair finish.

Junctions shall be marked as specified in clause 16 and sampled and tested in accordance with
the appropriate requirements given in table 6.

NOTE 4. Junctions may not necessarily have the same loadbearing capacity as the pipes with which they are 1o be laid.

Table 4. Right angled junctions

Nominal size
A B
D D, (mm) {mm)
See To be the same Not more See
table 1 size as D or any than 375 clause 17
nominal size less
than D
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Table 5. Oblique angled junctions

Nominal size
A B
D D, (mm) {mm)
See To be the same The length of See
table 1 size as D or any the oblique branch | clause 17
nominal size less shall not extend
than D beyond the end
of the main pipe
by

Angle of
junction

g—y [ro—
_—

(a) Right angled junctions {b) Oblique angled junctions

Figure 4. Typical junctions
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SECTION TWO : TESTS
21, COMPLIANCE REQUIREMENTS
21.1 General compliance

21.1.1 Inorder to claim compliance with this standard, units shall comply with the relevant test
requirements given in table 6, using the appropriate inspection procedures (see clauses 23 to 25).

NOTE. The sampling plans in this standard are based on the recommendations of MS 567 : Pt 1.

21.1.2 For inspection purposes, the manufacturer shall be permitted to include flexibly jointed
pipes complying with the requirements of MS 881 : Part 1* in the continuing series of batches of
‘Sewerage’ units produced at a particular works.

21.1.3 Type tests shall be carried out to prove the design of a unit, They shall be undertaken
wherever thereis a change in design, type of material or method of manufacture.

21.1.4 Records of all tests and inspection procedures shall be kept by the-manufacturer.

21.2 Test equipment and facilities. The manufacturer shall either :

(@ provide in his own works suitable equipment and facilities for sampling and testing the
units before delivery;

or :

(b) make arrangements for the provision of suitable equipment and facilities elsewhere for

the same purpose.

The manufacturer shall provide certification to show that all test equipment is calibrated at least
annually.

21.3  Acceptance of units. Units shall be considered ready for acceptance only after the
design has been proved by type tests and the batch of which the units form part has been tested
and shown to comply with the requirements of 22.2 and 22.3. _ !

All units within any batch shall be cured and matured under similar conditions. They shall not
be dispatched until they are at least 10 days old.

Reinforced units that have passed the appropriate works proof load test and have cracked under
load within the limits specified in 22.3.2, shall be marked ‘Proof’ and be accepted by the
purchaser as part of his order.

21.4  Facilities for purchasers. The manufacturer shall provide the purchaser or his representative
free access at all reasonable times to the place where the units are manufactured and/or
tested, for the purpose of examining quality control procedures and records and of witnessing the
testing and marking of units.

*MS 881 : PL.1, 'Precast concrete pipes, fitlings for drainage and sewerage: Pt. 1 : Specification for pipes and fittings with
flexible joints and manholes'.
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Table 6. Summary of test requirements and inspection procedures

Unit Nominat size | Test Compliance | Test Required as | Required as | Inspection
and category require- method | type test routine test | procedures;
ments given | given in | (see 21.1.1) given in
in clause clause
Pipe All Water absorption 221 App.D |V N 24.3
All ‘Sewerage’ Hydrostatic 22.2 App.E | J 24.1
and reinforced
‘Land drainage’
All Works proof load 22.3 App. F {V N 24.1
All Maximum load 22.4 App.F |V v 24.2
All reinforced Cover to reinforcement 8.2 22.5 v v 282
Al Straightness 13 App.C See note 1
All Surface irregularity 14 App. G See note 1
Bend All Water absorption 22.1 App.D |V v 253
{monolithic) ‘Sewerage’ and Hydrostatic 22.2 App.E |/ NS 24.1
reinforced ‘Land
drainage’ << DN 300
Bend All Water absorption See note 2
{polygonal) ‘Sewerage’ and Hydrostatic 22.2 App. E |V N 24.1
reinforced ‘Land
drainage’ <<DN 300
Junction All Water absorption 22.1 App.D |V N 25.3
lcast as ‘Sewerage’ and Hydrostatic 22,2 App.E |V v 24.1
one piece) reinforced ‘Land
drainage’ << DN 300
Junction All Water absorption See note 2.
(built up) ‘Sewerage’ and Hydrostatic 22.2 App.E |V J 24.1
reinforced ‘Land
drainage’ < DN 300

NOTE 1. These tests are carried out as and when required {see note to clause 14}.

NOTE 2, Polygonal bends and built-up junctions are made from sections of pipe and do not require separate testing and inspection for

water absorption.

If the manufacturer is not covered by a scheme of third party certification acceptable to the
purchaser, he shall permit the purchaser to select samples for test, using the appropriate
inspection procedures specified by this standard.

21.5  Manufacturer's certificate. If required [see A2.(1)], the manufacturer shall furnish a
certificate confirming that the units supplied to the purchaser's order comply in all relevant
respects with the requirements of this Part for the appropriate category of pipe. The certificate
shall be inthe form set out in appendix B.

22, TEST REQUIREMENTS

221  Water absorption test. All units except polygonal bends and built-up junctions shall be
sampled and tested in accordance with the procedure described in appendix D. The increase in
the dry mass of a single test piece by absorption of water shall not exceed :

(@)
(b)

3.6% after 30 min;
6.5% after 24 h.
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22,2 Hydrostatic test

22.2.1 Reinforced ‘Land drainage’ units. Reinforced ‘Land drainage’ pipes of all nominal sizes,
bends up to and including DN 300 and junctions up to and including DN 300 shall be sampled and
tested in accordance with the procedure described in appendix E. The unit shall withstand an
internal hydrostatic pressure of 0.07 MPa (7 m head) for a period of 1 min without cracking,
leaking or showing other signs of distress. However, moisture appearing on the surface in the
form of patches or beads adhering to the surface shall be permitted.

Prior to testing, the units shall not be treated with any coating or lining.

22.2.2 ‘Sewerage’ units. Sewerage' pipes of all nominal sizes, bends up to and including
DN 300 and junctions up to and including DN 300 shall be sampled and tested in accordance
with the procedure described in appendix E. The unit shall withstand an internal hydrostatic
pressure of 0.14 MPa (14 m head), ifitis a pipe, or 0.07 MPa (7 m head), if it isabend ora
junction, for a period of 1 min without cracking, sweating (see note 1) or showing other signs of
distress.

Prior to testing, th_e units shall not be treated with any coating or lining.

NOTE 1. 'Sweatling’ means the appearance of a damp patch on the outside of the unit during the test, due to the internal
hydrostatic pressure.

NOTE 2. The use of a test pressure of 0.14 MPa for 1 min is to provide a rapid indication of the impermeability of the pipes.
The value of internal pressure specified for testing bends and junctions is less than that specified for pipes because these
unjts should be strengthened in service by the sumrounding concrete and because of the difficulty of clamping units for the
test. :

NOTE 3. The permeability of concrete is such that, in service, the surface of a pipe may be expected to be cold and damp to
the touch, but there should be no sign of water passing through the pipe wall.

22.3 Crushing test: works proof load test

22.3.1 Unreinforced pipes. When tested in accordance with the procedure described in
appendix F, an unreinforced pipe shall sustain for at least 1 min the appropriate works proof
load specified in clause 18 without cracking or showing signs of distress.

22.3.2 Reinforced pipes. When tested in accordance with the procedure described in appendix F,
areinforced pipe shall sustain for at least 1 min the appropriate works proof load specified in
clause 18 without developing a crack of width greater than 0.25 mm, running generally parallel
to the longitudinal axis of the pipe and located only at the crown, invert or springing line of the
pipe (see fig. 5). The width of the crack shall be measured using a feeler gauge, as described in
F4, and shall be taken to be greater than 0.25 mm when the point of the gauge will, without
forcing, penetrate the crack 2 mm at close intervals over a length of 300 mm or more, After the
initial 1 min, a reasonable period of time shall be allowed for inspection of the pipe and
measurement of the cracks.

Cracks other than those described above shall not be permitted, whether caused by testing or
not.
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Springing
line

Nominal zone where cracks are permitted
Figure 5. Nominal zones where cracks are permitted
) during works proof load test

22.4 Crushingvtest: maximum load test

22.4.1 Unreinforced pipes. When tested in accordance with the procedure described in
appendix F, an unreinforced pipe shall sustain, without showing signs of distress, the maximum
test load specified in clause 18.

22.4.2 Reinforced pipes. When tested in accordance with the procedure described in
appendix F, a reinforced pipe shall sustain, with no limit on crack width but without collapse, the
maximum test load as specified in clause 18.

22,5  Test for depth of cover to reinforcement. Reinforced units tested in accordance with
22.4.2 shall be sampled and tested for compliance with 8.2, either by making a channel at least

300 mm long and 25 mm wide, to expose the reinforcement on all surfaces of the unit, or by taking
cores or cut sections, and measuring the depth of cover.

NOTE. For units not forming part of the sample, an electromagnetic cover measuring device complying with BS 4408 : Part 1
and suitably calibrated for size of reinforcement and curved surfaces may be used.

23. TYPE OF INSPECTION AND BATCH SIZE
23.1 Type of inspection

23.1.1 Normal inspection. Normal inspection shall be used when a process has been in operation
long enough to be in a state of control.

23.1.2 Tightened inspection. Tightened inspection shall be used :

(@) when inspecting a new product, a redesigned product or a new production line
or
(b) when two batches have been rejected in not more than five consecutive batches when

using normal inspection (see 23.2.2).
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23.1.3 Reduced inspection. Reduced inspection shall only be substituted for normal inspection
when permitted by the switching rules givenin 23.2.4,

23.2 Switching rules
23.2.1 Introduction. Changes from one inspection type to another shall be in accordance with
the following switching rules. The rules given in 23.2.2, 23.2.5 and 23.2.6 shall apply in all cases

whereas the rules given in 23.2.3 and 23.2.4 shall apply at the discretion of the manufacturer.

23.2.2 Normal to tightened inspection. When using normal inspection, switch to tightened inspection
if two in not more than five consecutive batches have been rejected.

23.2.3 Tightened to normal inspection. When using tightened inspection, switch to normal inspection
only when five consecutive batches have been accepted.

23.2.4 Normal to reduced inspection (hydrostatic or works proof load crushing test)
23.2.4.1 When using normal inspection, switch to reduced inspection only if :

(2 the preceding number of batches given in table 7 have been subject to normal inspection

and have all been accepted
and
(b) the total number of defectives in samples taken from the preceding number of batches

given intable 7 is less than or equal to the corresponding number in column 2 of that table. When
double sampling is used, all samples inspected shall be included, i.e. not the first samples only.

Table 7. Maximum number of individual defectives in preceding
10 batches permitted for switching to reduced inspection
(hydrostatic or works proof load crushing test)

Number of units sampled from Total number of defectives
preceding 10 batches in last 10 batches on
normal inspection K

20 to 29 See 23.2.4.2
30 to 79 0
80 to 129 2
130 to 199 4
200 to 318 8
320 to 499 14
500 to 799 25
800 to 1249 42

NOTE. The values in the table are consistent with those in table Vill of
MS 567 : Pt.1 for a target acceptable quality level (AQL) of 6.5%.
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23.2.4.2 Where the sample consists of less than 30 units, more batches shall be used, provided
that the batches used are the most recent ones in sequence, that they have all been or normal
inspection, and that none has been rejected.

NOTE. A total of less than 30 units sampled is not sufficient for switching to reduced inspection.

23.2.,5 Reduced to normal inspection (hydrostatic and works proof load crushing tests). When
using reduced inspection, switch to normal inspection if :

(a) a batch is rejected;
or
(b) a batch is accepted where the acceptance number given in column 3 or column 5 of

table 8 or table 9, as appropriate, has been exceeded but the rejection number in column 4 or
column 6 has not been reached;

or

(c) production becomes irregular or delayed.

23.2.6 Tightened inspection to stopping production. When using tightened inspection, stop
production if it is not possible to switch to normal inspection (see 23.2.3) after 10 consecutive
batches.

Investigate the cause of failure and take any necessary remedial action. Resume production using
tightened inspection., :

23.3  Size of batch. When inspecting units, it is permissible to choose any size of batch
(see 3.11), provided that:

€)] the requirements given in 21.3 are complied with;
and
(b) where a batch of ‘Sewerage’ units exceeds 150, it is produced within a 24 h period.

24. INSPECTION PROCEDURES FOR PIPES

241 Inspection procedure for the hydrostatic or works proof load crushing test. When
carrying out the hydrostatic or works proof load crushing test, the inspection procedure for each
batch shall be as follows :

(a) Determine the appropriate inspection type (see 23.1).
(b) Select the batch size (see 23.3)

For the hydrostatic test only, grouping together of ‘Sewerage’ pipes of different specifications
shall be permitted, provided all the following conditions are met :

0} all pipes in such a batch are produced by the same manufacturing process;

(i) the ratio of the largest to the smallest nominal size in the batch is not greater than 1.5;
(ii) the production period is not more than one week;

(iv) the size of the batch does not exceed 150 units;

(

V) any subsequent acceptance or rejection applies to all units in the batch.
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)] Take a random sample of the size given in column 2 of table 8 or table 9, for the
appropriate category of pipe, inspection type and size of batch.

(d) Subject the sample to the appropriate hydrostatic test specified in 22.2 or the works proof
load test specified in 22.3.

(e) Assess the acceptability of the batch, as follows :

M For batches with single sampling, if the number of defectives is nil (see ‘Accept’
number in column 3 of table 8 or table 9), accept the batch. If the number of defectives is one or
more (see ‘Reject’ number in column 4 of table 8 or table 9), reject the batch.

@ For batches with double sampling, if the number of defectives is equal to or less than
the ‘Accept’ number in column 3 of table 8 or table 9, accept the batch, with the exception of any
defectives. If the number of defectives is equal to or greater than the ‘Reject’ number in
column 4 of table 8 or table 9, reject the batch. However, if the number of failures is greater than
the ‘Accept’ number in column 3 but less than the ‘Reject’ number in column 4, take a second
random sample of the same size as the first one. Then if the cumulative number of defectives for
both samples is less than the second ‘Reject’ number in column 6, accept the batch, with the
exception of any defectives [see also 23.2.5 (b)]. f the cumulative number of defectives is equal
to or greater than the second ‘Reject’ number in column 6, reject the batch.

® Record the results.

Where abatch has been rejected during the inspection for the hydrostatic test, the manufacturer
shall be permitted to test all pipes in that batch except those that have already failed and claim
compliance for those pipes passing the tests.

Where a batch of ‘Sewerage’ pipes has been rejected during the inspection for the works proof
load crushing test, the manufacturer shall be permitted to reclassify the remaining pipes in the
batch in a lower strength class appropriate to the failure load measured for the pipe that failed the
test. In such a case, the marking on the remaining pipes shall be amended accordingly.

24.2 Inspection procedure for the maximum load crushing test and test for depth of
cover to reinforcement.

When carrying out the maximum load crushing test and the test for depth of cover to reinforcement,
the inspection procedure shall be as follows :

(a) Select one pipe at random from each 30 pipes of a given specification selected for the
works proof load crushing test in accordance with 24.1, provided that not more than one pipe is
selected from consecutive batches comprising a total of 600 pipes or less of the given specification.

If no pipe has been selected during a period of 1 month, select one pipe of any specification at
random from each manufacturing process, provided that the pipes selected withina 12 month
period are representative of the full range of nominal sizes produced during that period.

(b) Subject the pipe to the maximum load crushing test specified in 22.4 and, if reinforced, the
depth of cover to reinforcement test specified in 22.5.

(c) If the pipe fails, record the result, discontinue the manufacturing process, investigate
the cause of failure and take any necessary remedial action.
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Table 8. Inspection plans for hydrostatic and works proof load
crushing tests on ‘Land drainage’ pipes

Inspection Batch size Sample size Accept Reject Accept Rejact
type
1 2 3 4 5 6
Numbers of failures
Normal 2to 50 2 (single) 0 1
5t{to 500 5 {(double} 0 2 1 2
501 to 3200 8 (double) |0 3 3 4
3201 to 10 000 13 (double) |1 4 4 5
Tightened 2 to 50 3 (single} |0 1
51to 3200 8 (double} |0 2 1 2
3201 to 10 000 13 {double) {0 3 3 4
Reduced 2t0 50 | 2(single) |0 1
51t0 500 - 2 {double) {0 2 0 2
501 to 3200 3 (double) {0 3 0 4
3201 to 10 000 5 (doubte} (O 4 1 5

NOTE. The above table is based on tables in MS 567 : Pt. 1 and is consistent with
a target acceptable quality level (AQL) of 6.5% at Special Inspection Level 1.

Table 9. Inspection plans for hydrostatic and works proof load
crushing tests on ‘Sewerage’ pipes

Inspection Batch size Sample size Accept Reject Accept Reject
type
1 2 3 4 5 6
Numbers of failures
Normal 2to 25 2 (single) 0 1
26 to 150 5 (double) {0 2 1 2
151 to 280 8 (double} [0 3 3 4 See
281 to 500 13 {(double) |1 4 4 5} 23.3(b)
501 to 1200 20 (double) }2 5 6 7
Tightened 2to 25 3 (single} 0 1
26 to 150 8 (double) |O 2 1 2
151 to 280 8 (double} O 2 1 2} See
281 to 500 13 (double} |0 3 3 4} 23.3(b)
501 to 1200 20 (double) |1 4 4 5
Reduced 2to 25 2 {single) 0 1
26 to 150 2 {(double} {0 2 0 2
151 to 280 3 (double) |0 3 0 4] See
281to 500 5 {doubie} |0 4 1 5 l 23.3(b)
501 to 1200 8 {double) |0 4 3 6

NOTE. The above table is based on tables in MS 5§67 : Pt. 1 and is consistent with
atarget acceptable quality level (AQL) of 6.5% at General Inspection Level 1.

(d Restart the process and test the first three pipes made.

(e If all three pipes pass the test, resume production and inspection, using the tightened
rate of inspection for the works proof load test (see 23.1.2).
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However, if any pipe fails, discontinue the manufacturing process and carry out further investigations
and remedial action.

U] Repeat (d) and (e) until satisfactory results have been obtained.

Where a pipe fails the depth of cover to reinforcement test, the batch from which it was selected
shall be rejected but the manufacturer shall be permitted to subject remaining pipes in the batch to
the test. Only those that pass the test shall be accepted, subject to making good before dispatch.

Where a pipe fails the maximum load crushing test, the batch from which it was selected shall be
rejected. However for ‘Sewerage’ pipes the manufacturer shall be permitted to reclassify the
remaining pipes in the batch in a lower strength class appropriate to the failure load measured for
the pipe that failed the test. In such a case, the marking on the remammg pipes shall be
amended accordingly.

24.3 Inspection procedure for the water absorption test. When carrying out the water
absorption test, the inspection procedure shall be as follows :

(@ From each manufacturing process, select one in 500 or two pipes per week, whichever is
the greater, and take specimens as described in appendix D. The same type of specimen shall be
used for all tests on a given product.

(b) Subject the specimens to the water absorption test specified in 22.1.

(c). If the specimens pass the test, accept the pipes in the batch or batches from which they
were taken. However, if any of these specimens fail, proceed as follows.

1 Reject the batch or batches. However, it is permissible to take specimens from all the
remaining pipes and subject them to the test. Only those pipes that pass the test shall be
accepted.

@ Investigate the cause of failure and take any necessary remedial action.

(3 Increase the rate of inspection to one in 250 or four pipes per week, whichever is the
greater.

4 Resume the rate of inspection given in (a) only after all samples taken during a

production period of five consecutive weeks have passed the test.

25, INSPECTION PROCEDURES FOR BENDS AND JUNCTIONS

25.1  General. Unless otherwise required by this clause, inspection procedures for bends and
junctions shall be the same as those for pipes given in clause 24. For guidance, see table 6.

25.2 Inspection procedure for the water absorption test. The specimens shall be either :

(@ as specified in 24.3(a); or
(b) one test cube per 500 units or two test cubes per week, made as described in appendix D.

The inspection procedure shall be the same as that specified in 24.3(b) to (d).
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Appendix A

Information to be given in connection with an enquiry or order

Al. INFORMATION TO BE SUPPLIED BY A MANUFACTURER

Prior to an order being placed, the manufacturer should give the foliowing information to prospective
purchasers :

(a) manufacturing diameters of units (see clause 10);
(b) effective lengths of pipes (see clause 17);
(c) type of bend manufactured (see clause 19).

A2, INFORMATION TO BE SUPPLIED BY A PURCHASER

The following pamculars cover essential details to be given to the manufacturer by a purchaser 1]
that an enquiry or order may be fully understood.

(8 quantity, category and nominal sizes of units (see clause 9);
(b) whether any restriction of effective length is to apply (see clause 17);
(c) crushing test loads to be sustained by units and whether units are required to be reinforced

(see clause 18); if crushing test loads greater than those given in clause 18 are required, the
maximum load test strength required;

(d) type of cement to be used (see clause 4);

(e whether a typical sample of aggregates and/or evidence of satisfactory performance of
concrete made with such aggregates are required (see 5.1);

® whether admixtures are permitted (see 6.2);

(@) whether additional concrete cover is required (see foreword);

{(h) whether details of the outside diameter of units are required;

) type of bend required (see clause 19);

(k) dimensions and materials of branch pipes for junctions (see clause 20);

M the number and type of tests to be witnessed and whether any additional tests are

required (see 21.4);
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(m) whether certificates of compliance with the requirements of this standard are required
(see 21.5 and appendix B);

(n) whether the products are to be covered by a third party certification scheme.

10 fee— 10 :
' ' Mark on |
() :

A = (3.5 x effective length of the pipe in metres) mm + 5%
L = (effective length of the pipe - 10) mm (to the nearest mm)

NOTE. The studs should be detachable from the basic straight edge to facilitate checking and replacement.

Figure 6. Gauge for measuring deviation
from straightness as described in appendix C
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Appendix B

Certificate of compliance with MS 881 : Part 3

hereby certify that the concrete units supplied by us to your order no. .......ccccccevveeennn have been
sampled and tested in accordance with the requirements of MS 881 : Part 3. The last batch tested

for each product supplied is as follows :

Product Batch number Date tested

These batches comply with all the requirements of MS 881 : Part 3.

(Signed & DesigNation) ...cciviciierieieiierreenirinesesnsesees e ssaesssesereesassseasanes
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Appendix C

Method of measurement of deviation from straightness

The deviation from straightness of pipes shall be measured in the following manner.

(@) Place a rigid straightedge, made into a gauge of the form and dimensions shown in fig. 6,
inthe bore of the pipe with edge X in contact with the pipe and on aline parallel to the pipe axis.
Hold the plane of the gauge in a radial plane.

If both ends of the gauge, when so placed, are in contact with the internal surface of the pipe, the
deviation from straightness is excessive. -

If this condition occurs at any one of four or more different positions of the gauge, the pipe
does not comply with this particular requirement.

(b) If both ends of the gauge, when used as described in (a) above, are not in contact with
the internal surface of the pipe, reverse the gauge so that edge Y, placed as in (a) above, is
adjacent to the internal surface of the pipe. '

If the two studs in edge Y cannot be made to touch the surface of the pipe simultaneously, the
deviation from straightness is excessive.

If this condition occurs at any one of four or more positions of the gauge approximately equally
spaced around the pipe circumference, the pipe does not comply with this particular requirement.
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Appendix D

Water absorption test

Specimens shall be either ;

(@) a specimen of the full thickness of the unit, taken from each unit, that is either
approximately 100 mm square or a core approximately 75 mm in diameter; or

(b) alternatively, for all units other than pipes, polygonal bends and built-up junctions, a
concrete test cube compacted in the same way as the concrete in the unit.

Dry the specimen at a temperature of 100 + 5°C for not lessthan 72 h in a ventilated drying
oven that complies with the requirements of BS 2648. On removal from the oven, allow to cool
to room temperature, weigh and immediately submerge in potable water at a temperature of
27 + 2°C, '

After half an hour, remove the specimen and immediately wipe with a dry towel for a total period of
half a minute to remove surface water and reweigh.

After weighing, re-immerse the specimen in water for 23'/, h. Then remove, dry and weigh as
before.

Calculate the % absorption after '/,h and the % absorption after 24 h from the formula :
wet mass - dry mass

Absorption (percentage of dry mass) = x 100%
dry mass
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Appendix E

Hydrostatic test

Carry out the test using expanding end stoppers or other suitable equipment.

Apply the hydrostatic pressure to the whole unit.

NOTE. It may be necessary to protect the ogee ends.

Take care to remove all air from the unit before the pressure is applied.

Apply internal hydrostatic pressure to the unit at a rate not exceeding 0.07 MPa in 5 s for
‘Sewerage’ pipes or 0.035 MPa in5s for ‘Sewerage’ bends and junctions and reinforced ‘Land

drainage’ pipes. ‘

After 1 min, reduce the pressure to just above atmospheric pressure and inspect the unit for signs
of [eakage.
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Appendix F

Crushing strength tests for pipes

F1. TESTING MACHINE

F1.1  Atesting machine having a device that will apply the load at a uniform rate of about 20
kN per metre per minute, or in increments of not more than 1.5 kN/m at the same rate, shall be
used for making the test.

F1.2 Ensure that the testing machine is substantial and rigid throughout so that the
distribution of the load will not be affected appreciably by the deformation or yielding of any part
and that, under the maximum load, the deflection of the unit is uniform throughout its length.
The bearings shall be as specified in F1.3 and shall be attached to the machine so as to receive
and transmit uniformly the maximum loads required in the tests without lost motion, vibrations
or sudden shock: The machine and bearings shall be designed to transmit the load in a vertical
plane through the longitudinal centre lines of the bearings and unit,. Where the testing machine
is so constructed that instead of a single load a number of equal individual loads, equally spaced,
are applied along the bearer, ensure that the resultant of all such individual loads acts at the
centred of the overall length of the unit. The loaded length of the unit used in this test may extend
over the joint, at the discretion of the manufacturer.

F1.3  The bearings shall consist of a lower member, being a rigid beam, on which two bearing
strips are symmetrically disposed parallel to a vertical plane passing through the longitudinal
axis of the pipe, and an upper member, also being a rigid beam, on which one bearing strip is
centred and disposed so that it lies in the vertical plane passing through the longitudinal axis of
the pipe.

It is permissible to interpose a timber packing strip between the beam and the rubber bearing strip
as shown in fig. 7.

NOTE. The machine may apply the testload either upwards or downwards on the unit under test. For convenience, the
description given here is for top loading.

F2. METHOD

F2.1 The unitto be tested shall be supported in a horizontal position on two bearings parallel
toits longitudinal axis. Apply the load to it along the length of the unit through a third bearing on
top of the unit.

F2.2 Use alow carbon steel plateto face the upper flange of the bottom beam. Ensure that
the facing is straight and free from warping or twisting and is centrally and permanently located on
the flange of the beam. The cross section of the facing shall be rectangular, 330 mm x 25 mm
minimum, without a joint and with the addition of steel wedge strips attached to it as shown in

fig. 7.
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F2.3 The bearing strips shall consist of rubber cut or formed from material having a hardness
between 501RHD and 60 IRHD measured in accordance with 1SO 48-1979(E). The top bearing
strip shall be of rectangular cross section having a width of 150 mm and a thickness of not less
than 25 mm and not more than 40 mm. The two bottom bearing strips shall be of equal thickness:
150 mm wide and 25 mm thick.

Use the single top bearing strip with the 150 mm face in contact with the unit. 1t may be positioned
on the bearing by the use of wood or metal strips along its outside edges " provided the
thickness of each positioning strip does not exceed one half the thickness of the rubber bearing
strip.

Lay the lower bearing strips onthe 150 mm face. They may be positioned on the bearing with
wood or metal strips between them and adjacent to their outside edges, provided the thickness
of each positioning strip does not exceed one half the thickness of the rubber bearing strips.
Ensure that the two strips are parallel and 25 mm apart for all nominal sizes of unit,

The rubber bearing strips may be attached to the facings or, in the case of the single upper strip,

directly to the upper beam, by adhesive if desired, provided such method of attachment results
in the strip remaining firmly in position when carrying the maximum load.

F3. LOAD

F3.1  Apply the load to the top bearing at a point distant from the male end of the unit equal to
one half of the overall length of the unit. Apply the testload to the top bearing in such away that
the bearing is freeto rotate in a vertical plane through the longitudinal centre lines of the top

and bottom bearings.

F3.2 Ensure that the loading of the unit is a continuous operation and that the unit is not
under load longer than is required to apply the load.

F3.3 Inspect the unit and measure any cracks as described in F4.

F4. MEASURING OF CRACK (REINFORCED UNITS)

Measure the width of crack by means of the feeler gauge illustrated in fig. 8 and complying
with the requirements of BS 957 : Part 2,
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Overall length of pipe

— 3

A —==] Test load

Equally | spaced arigid beam
-t b timber packing
c rubber strip 160 x (25 to 40)
d steel wedge strips
& 330 x 25 low carbon steel plate

f rigid beam

Y

(et f - DZZrra, aerrZ217 7

' : 1in12 slope]

Section A-A Detail of steel wedge strips

All dimensions are in millimetres

Figure 7. Testing arrangement for the crushing test
described in appendix F

————— 1in 4 slope ‘
< =l

Thickness 0.25 2

All dimensions are in millimetres

Figure 8. Dimensions of feeler gauge for measuring
crack widths in reinforced units
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Appendix G

Method of measurement of surface irregularity

Place the gauge (see fig. 9) in the pipe so thatits axis is parallel with the longitudinal axis of the
pipe.

Roll the gauge around the inside of the pipe, taking care to ensure that its axis remains parallel
to the pipe axis at all times.

Ascertain that the gauge rolls over any part of the internal surface without the central portion of
the gauge contacting the pipe.

== Hinsine

B I @%{1

l
L 1
. Sali

250

Elevation Section A-A
All dimensions are in millimetres

Figure 9. Gauge for measuring surface irregularity
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Appendix H

List of references

Standards referred to are as follows :

MS 26:Pt. 3 Methods of testing concrete : Part 3: Methods of making and curing tests
specimen (Under revision)

MS 26 : Pt. 4 Methods of testing concrete : Part 4: Methods of testing concrete for
strength (Under revision)

MS 28 Specification for tests for water for making concrete (First revision)

MS 29 Specification for coarse and fine aggregates from natural sources

MS 144 ' Specification for cold reduced mild steel wire for the reinforcement

of concrete (First revision)

MS 145 Specification for steel fabric for the reinforcement of concrete
(First revision)

MS 146 Specification for hot rolled steel bars for reinforcement of concrete
(First revision)

MS 522 : Pt. 1 Specification for portland cement (Ordinary and rapid hardening) :
Part 1: Standard specification (First revision)

MS 567 . Pt. 1 Code of practice for sampling procedures and tables for inspection
by attributes: Part 1: Establishers sampling plans and procedures
for inspection by attributes

MS 567 : Pt. 2 Code of practice for sampling procedures and tables for inspection by
attributes : Part 2: Guide to Part 1

MS 622 Specification for vitrified clay pipes for fittings with rigid joints '
(First revision)

MS 1195 : Pt. 1 Code of practice for structural use of concrete :
Part 1: Design and construction

ISO 48 : 1979(E) Vulcanized rubber - Determination of hardness
(Hardness between 30 and 85 IRHD)

BS 146: Pt. 2 Portland - blastfurnace cement (Metric units)
1973



BS 812
Pt.1:1975
Pt.3:1975

BS 957 :Pt.2:
1969

BS 970:Pt. 4.
1970

BS 1881
Pt. 204 : 1988

BS 2648 : 1955
BS 4461 : 1978
*BS 5328 : 1976

BS CP 2005 : 1968

MS 881 : Part 3 : 1991

Methods of sampling and testing of mineral aggregates sands and fillers
Sampling, size, shape and classification

Mechanical properties

Feeler gauges (Metric units)

Specification for wrought steels for mechanical and allied engineering

purposes : Part 4: Valve steels

Testing concrete
Recommendations on the use of electromagnetic covermeters

Performance requirements for electrically heated laboratory drying ovens
Specification for cold worked steel bars for the reinforcement of concrete
Methods of specifying concrete, including ready-mixed concrete

Code of practice for séwerage

* The corresponding MS is under revision.






TANDA-TANDA STANDARD SIRIM

Tanda-tanda Standard SIRIM seperti yang tertera di bawah adalah tanda-tanda pengesahan dagangan
berdaftar. Tanda-tanda ini hanya boleh digunakan oleh mereka yang dilesenkan di bawah skim tanda
pengesahan yang dijalankan oleh SIRIM mengikut nombor Standard Malaysia yang berkaitan. Kewujudan
tanda-tanda ini pada atau berkaitan dengan sesuatu barangan adalah sebagai jaminan bahawa barangan
tersebut telah dikeluarkan melalui satu sistem penyeliaan, kawalan dan ujian, yang dijalankan semasa
pengeluaran. Initermasuk pemeriksaan berkala kerja-kerja pengeluar menurut skim tanda pengesahan SIRIM
yang dibentuk untuk menentukan bahawa barangan tersebut .menepati Standard Malaysia.

Keterangan-keterangan lanjut mengenai syarat-syarat lesen boleh didapati dari:

Ketua Pengarah,

Institut Standard dan Penyelidikan Perindustrian Malaysia,
Persiaran Dato' Menteri, Seksyen 2, Peti Surat 7035,
40911 Shah Alam,

Selangor .

SIRIM STANDARD MARKS

The SIRIM Standard Marks shown above are registered certification trade marks. They may be used only
by those licensed under the certification marking scheme operated by SIRIM and in conjunction with the relevant
Malaysian Standard number. The presence of these Marks on or in relation to a product is an assurance that
the goods have been produced under a system of supervision, control and testing, operated during production,
and including periodical inspection of the producer's works in accordance with the certification marking scheme
of SIRIM designed to ensure compliance with a Malaysian Standard.

Further particulars of the terms of licence may be obtained from:

Director-General,

Standards and Industrial Research Institute of Malaysia,
Persiaran Dato' Menteri, Section 2, P.O. Box 7035,
40911 Shah Alam,

Selangor .



INSTITUT STANDARD DAN PENYELIDIKAN PERINDUSTRIAN MALAYSIA

Institut Standard dan Penyelidikan Perindustrian Malaysia (SIRIM) telah ditubuhkan hasil dari cantuman Institut
Piawaian Malaysia (SIM) dengan Institut Negara bagi Penyelidikan Sains dan Perusahaan (NISIR) di bawah
Undang-Undang Malaysia Akta 157 pada 16hb. September 1975:Akta Institut Standard dan Penyelidikan
Perindustrian Malaysia (Perbadanan) 1975. Institut ini diletakhak dengan kuasa untuk memamju dan
menjalankan penyelidikan perindustrian dan untuk menyedia dan memajukan standard-standard bagi barangan-
barangan, proses-proses, amalan-amalan dan perkhidmatan-perkhidmatan; dan bagi mengadakan peruntukan
bagi perkara-perkara yang bersampingan atau berkaitan dengan maksud-maksud itu.

Satu daripada tugas-tugas Institut ini adalah menyediakan Standard-Standard Malaysia dalam bentuk
penentuan-penentuan bagi bahan-bahan, keluaran-keluaran, kaedah-kaedah ujian, kod-kod amalan yang
sempurna dan selamat, sistem penamaan dan lain-lain. Standard-Standard Malaysia disediakan oleh
jawatankuasa-jawatankuasa perwakilan yang menyelaras keupayaan pengilang dan kecekapan pengeluaran
dengan kehendak-kehendak yang munasabah dari pengguna. la menuju ke arah mencapai kesesuaian bagi
maksud, memudahkan pengeluaran dan pengedaran, kebolehsalingtukaran gantian dan pelbagai pilihan yang
mencukupi tanpa pembaziran.

Standard-Standard Malaysia disediakan hanya setelah penyiasatan yang lengkap menujukkan bahawa sesuatu
projek itu disahkan sebagai yang dikehendaki dan berpadanan dengan usaha yang terlibat. Hasil ini berasaskan
persetujuan sukarela dan memberi pertimbangan kepada kepentingan pengeluar dan pengguna. Standard-
Standard Malaysia adalah sukarela kecuali is dimestikan oleh badan-badan berkuasa melalui peraturan-
peraturan, undang-undang persekutuan dan tempatan atau cara-cara lain yang sepertinya.

Institut ini beroperasisemata-mata berasaskan tanpa keuntungan. la adalah satu badan yang menerima bantuan
kewangan dari Kerajaan, kumpulan wang dari bayaran keahlian, hasil dari jualan Standard-Standard dan
terbitan-terbitan lain, bayaran-bayaran ujian dan bayaran-bayaran lesen untuk mengguna Tanda Pengesahan
SIRIM dan kegiatan-kegiatan lain yang berhubung dengan Penstandardan, Penyelidikan Perindustrian dan
Khidmat Perunding.

STANDARDS AND INDUSTRIAL RESEARCH INSTITUTE OF MALAYSIA

The Standard and Industrial research Institute of Malaysia (SIRIM) is established with the merger of the
Standards Institution of Malaysia (SIM) and the National Institute for Scientific and Industrial Research (NISIR)
under the Laws of Malaysia Act 157 on 16™. September 1975: Standards and Industrial Research Institute of
Malaysia (Incorporation) Act 1975. The Institute is vested with the power to provide for the promotion and
undertaking of industrial research and for the preparation and promotion of standards for commodities,
processes, practices and services; and to provide for matters incidental to or connected with those purposes.

One of the functions of the Institute is to prepare Malaysian Standards in the form of specifications for materials
and products, methods of testing, codes of sound and safe practice, nomenclature, etc. Malaysian Standards are
prepared by representative committees which co-ordinate manufacturing capacity and production efficiency with
the user’s reasonable needs. They seek to achieve fitness for purpose, simplified production and distribution
replacement interchangeability, and adequate variety of choice without wasteful diversify.

Malaysian Standards are prepared only after a full enquiry has shown that the project is endorsed as a desirable
one and worth the effort involved. The work is based on voluntary agreement, and recognition of the community
of interest of producer and consumer. The use of Malaysian Standards is voluntary except in so far as they are
made mandatory by statutory authorities by means of regulations, federal and local by-laws or any other similar
ways.

The Institute operates entirely on a non-profits basis. It is a grant aided body receiving financial aid from the
Government, funds from membership subscriptions and proceeds from sales of Standards and other
publications, fees and licence fees for the use of SIRIM Certification Mark and other activities associated with
Standardization, Industrial Research and Consultancy Services.



