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Vitrified clay pipes and fittings and pipe joints for drains and 
sewers: Part 3: Test methods 

(First revision) 
 
 

1 Scope 
 
This part of this Malaysian Standard specifies requirements for the test methods. 
 
 

2 Normative references  
 
The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated reference, only the edition cited applies. 
For undated reference, the latest edition of the normative reference (including any 
amendments) applies. 
 
MS 1061-1, Vitrified clay pipes and fittings and pipe joints for drains and sewers: Part 1: 

Requirements 

 

MS 1271, Plastics and ebonite - Determination of indentation hardness by means of a 

durometer (Shore hardness) 

 

MS ISO 37, Rubber, vulcanised or thermoplastic - Determination of tensile stress-strain 

properties 

 
MS ISO 527, Plastics - Determination of tensile properties — Part 1: General principles 

 

MS ISO 815, Rubber, vulcanised or thermoplastic - Determination of compression set at 

ambient, elevated or low temperatures 

 

MS ISO 4648, Rubber, vulcanised or thermoplastic - Determination of dimensions of test pieces 

and products for test purposes’ 
 

MS EN 295-7, Vitrified clay pipe systems for drains and sewers - Part 7: Requirements for pipes 

and joints for pipe jacking 

 

ISO 1133, Plastics - Determination of melt mass flow rate (MFR) and the melt volume flow rate 

(MVR) of thermoplastics 

 

ISO 1431: Part 1, Rubber, vulcanised or thermoplastic- Resistance to ozone cracking - Part 1: 

Static strain test 

 

BS EN 10002-2, Tensile testing of metallic materials — Part 2: Verification of the force 

measuring system of the tensile testing machine 

 

CEN/TR 14920:2005, Jetting resistance of drain and sewer pipes — Moving jet test method 
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3 Terms, definitions and symbols 
 

3.1 Terms and definitions 
 
No terms and definitions are listed in this document 
 
3.2 Symbols 
 

Table 1. Symbols and term 

 

Symbol Term 

A Outside diameter of spigot moulding, in millimetres (invert conformity 
test), a minimum overall length of sample, in millimetres (tensile strength 
and elongation at break polypropylene sleeve couplings) 

α Lever arm length, in metres (bending moment resistance test) 

αM Measurement from inside of pipe barrel to mid point of inside of socket 
fairing, in millimetres (invert conformity test) 

αp Width of pressure beam, in millimetres (crushing strength test and 
bending tensile strength test) 

αsp Measurement from inside of pipe barrel to outside of spigot moulding, in 
millimetres (invert conformity test) 

B Nominal length of external barrel of pipe unobstructed by socket shape 
and/or jointing configuration, in millimetres (crushing strength test) 

Be Width at ends, in millimetres (tensile strength and elongation at break - 
polypropylene sleeve couplings) 

Bt Distance from the outside surface of the spigot moulding to the internal 
bore of the pipe at one point at which the outside diameter of the spigot 
moulding (A) was measured, in millimetres (invert conformity test) 

b Specimen width, in millimetres (fatigue strength test) 

b3 Specimen width, in millimetres (bending tensile strength test) 

C Length of narrow parallel portion of sample, in millimetres (tensile 
strength and elongation at break for polypropylene sleeve couplings) 

CR Resistance index for jointing material 

Ct Distance from the outside surface of the spigot moulding to the internal 
bore of the pipe at the opposite end to B~of the diameter measured as 
the outside diameter of the spigot (A), in millimetres (invert conformity 
test) 

C1 Distance between seal and load application line for F~,in metres (shear 
resistance test). 

C2 Distance between right hand support and load line for FE, in metres 
(shear resistance test) 

c Concentration of solution, in moles per litre (chemical resistance tests) 

ci Factor for the upper (0.4) or lower (0.1) limit of the load (fatigue strength 
test) 

D Inside diameter of socket moulding, in millimetres (invert conformity test) 

DN Nominal size - a numerical designation of size which is a convenient 
round number equal to or approximately equal to the bore, in millimetres 
(bending moment resistance test) 

Ds Deviation from straightness of a pipe barrel, in millimetres (straightness 
test) 
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Table 1. Symbols and term (continued) 

 

Symbol Term 

DW Width of narrow parallel portion of sample, in millimetres (tensile 
strength and elongation at break) 

d Distance between centres of bottom bearing strips, in metres (bending 
moment resistance test) 

di Average internal diameter of pipeline, in metres (hydraulic roughness 
determination) 

d50 

d80 

d20 

Particle size not exceeded by 50 %, 80 % or 20%, by mass of the 
material, in millimetres (abrasion resistance test) 

d1 Barrel internal diameter, in millimetres (bending tensile strength test) 

E Small radius of sample, in millimetres (tensile strength and elongation 
at break) 

Et Distance from the internal surface of the socket moulding to the internal 
bore of the pipe at one point at which the inside diameter of the socket 
moulding (D) was measured, in millimetres (invert conformity test) 

F Large radius of sample, in millimetres (tensile strength and elongation 
at break) 

FB Force at failure, in kilonewtons (bending tensile strength test) 

FE Nominal self weight of stopper, in kilonewtons (shear resistance test) 

Fi Force for upper and lower limit, in kilonewtons (fatigue strength test) 

FN Crushing strength, in kilonewtons per metre 

FR Nominal self weight of pipe, in kilonewtons (shear resistance test) 

FS Shear load, in kilonewtons (shear resistance test) 

Ft Distance from the internal surface of the socket moulding to the internal 
bore of the pipe at the opposite end to Et of the diameter measured as 
the inside of the socket moulding (D), in millimetres (invert conformity 
test) 

Fw Weight of water in pipe, in kilonewtons (shear resistance test) 

FZ Applied load, in kilonewtons (shear resistance test) 

G Distance between reference lines, in millimetre (tensile strength and 
elongation at break) 

Gm Mean annular gap, in millimetres (invert conformity test) 

g Acceleration due to gravity, in metres per second squared (hydraulic 
roughness determination) 

hx Pressure head at point x, in metres (hydraulic roughness determination) 

hy Pressure head at point y, in metres (hydraulic roughness determination) 

IRHD International Rubber Hardness Degrees of bearing strips/facings, in 
degrees IRHD (crushing strength test) 

ks Hydraulic roughness, in millimetres (hydraulic roughness determination) 

LH Length between x and y, in metres (hydraulic roughness determination) 

LN Nominal length of pipe, in millimetres (straightness test) 

LT Test length of pipe, in millimetres (straightness test) 

L3 Centre line distance between supports, in millimetres (bending tensile 
strength test) 

I4 Centre line distance between supports, in millimetres (fatigue strength 
test) 

M Bending moment resistance, in kilonewton metres (bending moment 
resistance test) 
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Table 1. Symbols and term (continued) 

 

Symbol Term 

Mb Bending moment, in newton millimetres (bending tensile strength test) 

Mp Mean particle size, in millimetres (abrasion resistance test) 

M1 Required bending moment resistance, in kilonewton metres (bending 
moment resistance test) 

M1 Test piece mass before treatment, in grammes (chemical resistance 
test) 

M2 Test piece mass after treatment, in grammes (chemical resistance test) 

m0 Mass of test piece prior to conditioning, in grammes (resistance index 
test) 

Pb Total applied load, in kilonewtons (bending moment resistance test) 

Q Flow rate, in cubic metres per second (hydraulic roughness 
determination) 

S Support span, in metres (bending moment resistance test) 

Sf Specimen wall thickness, in millimetres (fatigue strength test) 

Sh0 Shore hardness of test piece prior to conditioning, in degrees (resistance 
index test) 

Smin & Smax Extreme values of difference in invert, in millimetres (invert conformity 
test) 

Ss Distance between seal and right hand support, in metres (shear 

resistance test) 
st Standard deviation, in millimetres (invert conformity test) 

sf Specimen wall thickness, in millimetres (fatigue strength test) 

S1 Specimen wall thickness, in millimetres (bending tensile strength test) 

t Test times, in minutes (polyurethane relaxation test) 

U Degree of nonuniformity of particles (abrasion resistance test) 

V0 Volume of test piece prior to conditioning, in cubic millimetres 
(resistance index test) 

W Section modulus, in cubic millimetres (bending tensile strength test) 

W15 Water addition in 15 minutes, in litres per square metre (watertightness 
test) 

αk Correction factor (bending tensile strength test) 

αkf Correction factor (fatigue strength test) 

Β Half the depth of a socket fairing, in millimetres (invert conformity test) 

∆α Measurement of difference in invert levels, in millimetres (invert 
conformity test) 

∆m14 Difference between m0 and the mass 14 days after conditioning, in 
grammes (resistance index test) 

∆Sh Difference between Sh0 and the Shore hardness after conditioning, in 
degrees (resistance index test) 

AϬi-j Stress relaxation at t = 10i and t = 10j min, in newtons per square 
millimetre (polyurethane relaxation tests) 

∆V Difference between V0 and the volume after conditioning, in cubic 
millimetres (resistance index test) 

λ Resistance coefficient (hydraulic roughness determination) 

Ϭi & oj Restoring stress at times t = 10i minutes and t = 10j minutes, in newtons 
per square & c~ millimetre (polyurethane relaxation tests) 

Ϭbz Bending tensile strength, in newtons per square millimetre (bending 
tensile strength test) 
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4 Test for squareness of ends 
 

A whole pipe is placed horizontally on two supports, situated 75 mm from each end of the barrel. 

 

The deviation from squareness is measured as the maximum difference, at either end, between 

distances from any point on the end of the barrel to a plane rectangular to the line joining the 

points of support. Any suitable apparatus may be used. An example is given in Figure 1. 

 
 

 
 

Figure 1. Measurement of squareness of ends  
 
 

5 Straightness test 
 
The deviation from straightness of a pipe barrel is the maximum distance from the centre of a 
straight line equal to the test length spanning any concave curve on the outside of a pipe barrel 
to the pipe surface (Ds) as shown in Figure 2. It is permissible to test for straightness using any 
suitable apparatus. 
 
The test length shall be 150 mm less than the nominal length of the pipe to allow for clearance 
at the shoulder of any socket and at any jointing material at the spigot end. 
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LN  is the nominal length of the pipe 
 
LT  is the test length 
 
DS  is the deviation from straightness 
 
LT = LN  -1 150 mm 
 
 
 

 
 

 
Figure 2. Straightness test method 

 

 

6 Crushing strength test 
 

6.1 General 
 

6.1.1 Preconditioning 
 

Prior to crushing strength tests, sample pipes or pipe sections shall be preconditioned. 

 

This shall be effected by either; 

 

a) complete immersion in water at ambient temperature for the minimum times given in 
Table 2. The wall thickness is the mean wall thickness of the batch, 

 

Table 2. Preconditioning time for strength tests 

 

Wall thickness  
(mm) 

Minimum preconditioning time 

Unglazed, glazed only on 
interior or exterior surface, 

salt glazed (h) 

Ceramic glazed  
(h) 

Up to 20 18 42 

 20 ≤ 42 66 

 35 66 90 

 

Or 

 

b) by complete immersion in a water pressure tank at ambient temperature for 24 h at a 
pressure of 250 kPa (2.5 bar). 

 
An example of the pressure tank is given in Figure 3. 
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Figure 3. Example of pressure tank for preconditioning 

 

6.1.2 Testing machine 
 
The testing machine for crushing shall be capable of applying compressive loads and shall be 
substantial and rigid throughout, so that the distribution of the load will not be affected by the 
deformation or yielding of any part. The machine and bearers shall be designed to transmit the 
load in a vertical plane through the longitudinal centre lines of the bearers and pipe.  
 
The load shall be applied to the top bearer in such a way that the combination of support, 
bearers and bearing strips is free to rotate in a vertical plane through the longitudinal centre 
lines of the top and bottom bearers.  
 
The testing machine load shall be verified by calibration to an accuracy of 1% by an approved 
agency at intervals of not more than 12 months.  
 
6.1.3 Loading  

 
Place the pipe or pipe section not less than 300 mm long between the bearer strips.  
 
When using the rigid system described in 6.3.3 the plane of any permitted longitudinal curvature 
shall be approximately horizontal.  
 
Apply the load to the pipe or pipe section without vibration or sudden shock, at a uniform rate 
between 0.40 kN per metre of pipe per second and 0.60 kN per metre of pipe per second, or in 
increments of not more than 0.50 kN per metre at the same rate, up to the point of failure or, in 
the case of acceptance (proof) testing, to the load corresponding to the required strength.  
 
6.2 Bearers and bearing strips/facings  
 
6.2.1 Bearers  
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The bearers shall consist of metal, teak or similar hard wood, be straight and free from knots, 
warping or twisting, and shall be centrally located on their supports.  
 
The top and bottom bearers shall both have a minimum thickness of 25 mm. When bearing 
strips are used the widths of the bearers shall be not less than those of the corresponding 
bearer strips, see Figure 4a.  
 
When bearing facings are used the widths shall be not less than those required to support the 
pipe and the width of the top bearer is given in Table 3, see Figure 4b.  
 
The cross-sectional shape of the bearers shall be in accordance with Figure 4. The slope of the 
V surface of the bottom bearer shall be between 0° and 5°. 
 

Table 3. Width αp of the top bearer for when bearing facing are used 
 

DN 100-
200 

225 
and 
250 

300 350 400 450 500 600 700 800 900 1000 >1000 

αp 25 30 35 45 50 55 60 75 85 95 105 115 DN/9 

 
Bearing strips shall consist of elastomeric material having a hardness of (55 ± 10) IRHD. 
 
Strips shall be of rectangular cross section having a width of (50 ± 5) mm and a thickness of 
not less than 25 mm or more than 40 mm. The 50 mm dimension shall be in contact with the 
pipe.  
 
The top bearing strip shall be concentric with the top bearer.  
 
The bottom bearing strips shall be symmetrically disposed on the bottom bearer, of equal 
thickness and parallel to one another at a distance apart of (25 ± 5) mm. 
 
Facings shall be either; 
 
a) of elastomeric material of thickness not less than 15 mm nor more than 30 mm and of 

hardness (55 ± 10) IRHD;  
 
or 
 

b) of felt of thickness (20 ± 2) mm and a density of (0.3 ± 0.025) g/cm3. 
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6.3 Support systems 
 
6.3.1 Flexible hose system (for use with any length of pipe, or pipe section not less 
than 300 mm in length)  
 
The overall bearer length shall be B - 50 mm for pipes up to and including 1500 mm nominal 
length and B - 100 mm for pipes greater than 1500 mm nominal length, where B is the nominal 
length (in millimetres) of the external barrel unobstructed by socket shape and/or jointing 
configuration at either end (see Figure 5).  
 
The top and bottom bearers shall be divided, along their length, into separate segments. These 
segments shall be supported by flexible high pressure hoses which are closed at each ends. 
These hoses shall be filled with liquid and carried in U shaped channels below the bottom 
bearers and above the top bearers. Each segment shall be of the same length which shall not 
be greater than 300 mm except for individual shorter sections used to make up the overall 
bearer length. Alternatively, any excess of bearer length over the total length of segments may 
be distributed evenly as gaps between the segments. No gap shall be great than one third of 
the length of a bearer segment. The length of each bearing strip or facing may be equal to the 
length of its appropriate segment. 
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Figure 4a. Bearer shape for bearing strips 

 

 

Figure 4b. Bearer shape for bearing facings 

 
Figure 4. Bearer shape 
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Figure 5a. Example pipe length ≤ 1.5 m 
 

 
 

 
 

Figure 5b. Example pipe length ≥ 1.5 m 
 
NOTE. Segmented bearers may be used for all nominal pipe lengths. Rigid bearers may only be used for 
pipes of nominal length < 1.1 m. 

 
Figure 5. Typical arrangement for crushing strength test 
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6.3.2 Common hydraulic manifold system (for use with any length of pipe, or pipe 
section not less than 300 mm in length) 
 
The overall bearer length shall be B - 50 mm for pipes up to and including 1500 mm nominal 
length and B - 100 mm for pipes greater than 1500 mm nominal length, where B is the nominal 
length (in millimetres) of the external barrel unobstructed by socket shape and/or jointing 
configuration at either end of the pipe (see Figure 5). 
 
The top and bottom bearers shall be divided along their length into separate segments. Each 
segment shall be supported by a common hydraulic system to provide uniform load along the 
length of the pipe barrel. The segments shall be of the same length which shall not be greater 
than 300 mm. 
 
The length of each bearing strip or facing shall be equal to the length of each bearer segment. 
 
The distance by which the overall bearer exceeds the total length of the bearer segments shall 
be distributed evenly as gaps between the segments. No gap shall be greater than one third of 
a bearer segment. 
 
No part of any bearer segment shall overhang either end of the pipe. 
 
6.3.3 Rigid systems (restricted to use with pipes or pipe sections from 300 mm to 
1100 mm nominal length) 
 
The overall length of each bearing strip/facing shall be B - 50 mm, where B is the nominal length 
(in millimetres) of the external barrel unobstructed by socket shape and/or jointing configuration 
at either end (see Figure 5). 
 
The overall bearer length shall not be less than the length of the bearer strip/facing. 
 
No part of any bearing strip or facing shall overhang either end of the pipe. 
 
6.4 Test load application 
 
6.4.1 Plain ended pipes 
 
The test load shall be applied at the longitudinal centre of the overall bearer length for the 
systems described in 6.3.1 and 6.3.2, and at the longitudinal centre of the overall bearing 
strip/facing length for the system described in 6.3.3.  
 
6.4.2 Socketed pipes 
 
The test load for the systems described in 6.3.1 and 6.3.3 shall be applied at the positions given 
in 6.4.1. For the system described in 6.3.2 the position of the application of the test load may 
be adjusted to maintain horizontal stability.   
 
6.4.3 Loading 
 
The loading of the pipe shall be a continuous operation. The pipe shall not be allowed to stand 
under load longer than is required to apply the load and to record the results when proof tests 
are being conducted. 
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6.5 Results and reporting 
 
6.5.1 Acceptance (proof) tests 
 
For tests on pipes sampled for testing by attributes the total test load to be applied in kN is 
calculated by multiplying the required crushing strength in kN/m by the nominal inside length of 
the barrel in m. 
 
6.5.2 Ultimate tests 
 
For tests on pipes sampled for testing by variables the crushing strength in kN/m is calculated 
by dividing the ultimate applied load at failure by the nominal inside length of the barrel in m.  
 
If the bending tensile strength σbz is required, it can be calculated from the following formula 
using the symbols from Clause 7.2; 
 

 
 
6.5.3 Disputes 
 
Where any dispute over the verification of crushing strength arises, the tests shall be carried 
out using the same test method as the manufacturer. 
 
6.5.4 Test records 
 
As well as the test results and other relevant details, the record shall contain the following 
additional information: 
 
a) method of preconditioning; 
 
b) stated angle of slope of the lower support bearer; 
 
c) whether bearing strips or facings were used; if the latter whether elastomeric material or 

felt; and 
 
d) type of support system, 6.3.1, 6.3.2 or 6.3.3; if 6.3.1 or 6.3.2; the nominal segment length. 
 
 

7 Bending tensile test 
 

7.1 Preconditioning 
 
Prior to bending tensile tests, test pieces shall be preconditioned by complete immersion in 
water for the minimum times given in 6.1.1. 
 
7.2 Test procedure 
 
The bending tensile test shall be carried out on ten specimens having parallel surfaces, sawn 
from broken pieces distributed over the length and circumference of a pipe. The dimensions 
shall be selected so that their length is approximately five times their wall thickness and their 
width approximately three times the wall thickness.  
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The long sides of the specimens shall be at right angles on the pipe axis. The specimens shall 
be supported so that free movement of one bearer is ensured. The force shall be applied 
centrally by means of a steel pressure beam with a rubber facing (Shore A hardness: (60 ± 5); 
thickness 3 mm). The width, α of the pressure beam shall correspond to one tenth of the wall 
thickness of the specimen (see Figure 6) with a minimum of 2.5 mm. 
 
 

 
Figure 6a. Elevation 

 
 

 
 

Figure 6b. Cross-section X – X  
 

Figure 6. Test arrangement for bending tensile strength 
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The test force shall be increased steadily and smoothly until the specimen fails. The bending 
tensile strength determined from the force at failure can be calculated from the following 
formula: 
 

 
 

 
The corresponding crushing strength shall be calculated from the following formula: 
 

 
where 

 
 
 
 
 

 

 

 

 

 

The testing machine load shall be verified by calibration to an accuracy of 1 % by an approved 

agency at intervals of not more than 12 months.  

 

 

8 Bending moment resistance (BMR) test  
 

8.1 General  
 

8.1.1 Preconditioning  
 
Prior to BMR tests sample pipes or pipe sections shall be preconditioned by complete 

immersion in water for the minimum times given in 6.1.1.  

 

8.1.2 Testing machine  
 

The testing machine shall be substantial and rigid throughout, so that the distribution of the load 

will not be affected appreciably by the deformation or yielding of any pan. The method of support 

Sbz   is the bending tensile strength, in N/mm2;  

Fb 
is the force at failure, in kN; 
 

L is the centre line distance between supports, in mm; 
b3 is the specimen width, in mm; 
d1 is the barrel internal diameter, in mm; 
s1 is the specimen wall thickness, in mm; 
αk is a correction factor; 
FN  is the crushing strength in kN/m; 

Mb  is the bending moment, in N.mm; and 
W  is the section modulus, in mm3. 
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and loading for the pipe shall be as specified in either 8.2 or 8.3 and the load shall be applied 

to the pipe without vibration or sudden shock. 

 

The testing machine load shall be verified by calibration to an accuracy of I % by an approved 

agency at intervals of not more than 12 months.  

 

8.1.3 Loading  
 

Apply the load at a uniform rate (in kN/s) of between 0,04 DN/S0 and 0,06 DN/S0 or in 

increments of not more than 0,05 DN/S0 at the same rate, where DN is the nominal size of the 

pipe or pipe section in millimetres, up to the point of failure or to the load corresponding to the 

required BMR.  

 

The loading of the pipe shall be a continuous operation. The pipe shall not be allowed to stand 

under load longer than is required to apply the load and to record the results when proof tests 

are being carried out. 

 

8.2 Four point loading test 
 

8.2.1 Test procedure 
 

A whole pipe or a shorter piece with or without a socket and with a nominal length not less than 

1100 mm shall be used in the test. 

 

Support the pipe in a horizontal position on two slings. Each sling shall be perpendicular to the 

axis of the pipe and symmetrical about the centre of its length.  

 

The two supporting slings shall be separated by a minimum support span of 900 mm (see 

Figure 7). Apply the load to the pipe through two further slings, also perpendicular to the axis 

of the pipe. These loading slings shall be placed on top of the barrel symmetrical about the 

centre of the gap between the support slings with a distance between centres fixed at 300 mm. 

 

Each sling shall be 150 mm wide and shall be so designed that there is a contact angle of at 

least 120° around the pipe circumference. At no time during the test shall the pipe make contact 

with anything other than the four slings. 

 

8.2.2 Testing by attributes 
 

For tests on pipes sampled for testing by attributes the total test load to be applied in kN is 

calculated by multiplying the required bending moment resistance in kN.m by two and dividing 

by the lever arm in m. 

 

  



MS 1061-3:2022 

© STANDARDS MALAYSIA 2022- All rights reserved   17 

 
where 

 

M1 is the required BMR (kN.m); 
 
Pb is the applied load (kN); 
 
a is the lever arm length = ½ (S- 0.3) (m); and 
 
S is the support span (m). 
 

8.2.3 Testing by variables 

 

For tests on pipes sampled fortesting by variables the bending moment resistance in kN.m is 

calculated by multiplying the ultimate applied load at failure by the lever arm divided by two.  

 

 
 

  
 

  
 

 

  

 

 

 

 

 

  

 

 

 

 

 

 

 

 

 

 

  
 

 

 

 

 

8.3

 

Three point loading test

8.3.1

 

Test procedure

A

 

whole pipe or shorter piece with or without a socket and with a nominal length not less than 

1100 mm shall be used in the test.

Support the pipe to be tested on two bearing strips in a horizontal position so that the concave 

side of any permitted longitudinal curvature faces upwards. The distance between the centres 

of the bottom bearing strips shall be 150 mm less than the external length of the pipe barrel 

and they shall be placed symmetrically about the centre of its length. Apply the load vertically 

to the top centre of the pipe barrel through a similar bearing strip (see Figure 8).

Bearing strips shall each be at least 75 mm long, the pipe lying at right angles to the length

 

and 

shall be made from elastomeric material having hardness of (55 + 10)

 

IRHD. They shall

 

be of 

rectangular cross section having a thickness of

 

(30,

 

-5 +10)

 

mm and a width of (50 ± 5) mm.

The two lower bearing strips shall be of equal thickness.

Place the lower bearing strips on a firm unyielding horizontal support which may be a flat or 

angled shape and apply the load to the upper bearing strip through a rigid backing having an 

area at least as great as the bearing strip beneath it.

8.3.2

 

Testing by attributes

For tests on pipes sampled for testing by attributes the total test load to be 

 

applied 

 

in kN is 

calculated by multiplying the required bending moment resistance in kN.m by four and

 

dividing 

by the distance between the centres of the bottom bearing strips in m.
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where 

 

M1 is the required BMR (kN.m); 
 
Pb is the applied load (kN); and 
 
d is the distance between the centres of the bottom bearing strips (m). 
 

8.3.3 Testing by variables 
 

For tests on pipes sampled for testing by variables the bending moment resistance in kN.m is 

calculated by multiplying the ultimate applied load at failure by the distance between the centres 

of the bottom bearing strips in m and dividing by four. 

 

 
where 

 

M is the BMR (kN.m); 
 
Pb is the applied load (kN); and 
 
d is the distance between the centres of the bottom bearing strips (m). 
 
NOTE. The test method specified in 8.3 is suitable where the mode of any failures produced in pipe 

samples is clearly one of beam fracture. If it is clear that such fractures are not being induced (e.g. if end-

crushing is evident than the test specified in 8.2 shall be used. 

 

 
 

Figure 7. Diagrammatic arrangement of the four point loading test method 
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Figure 8. Diagrammatic arrangement of the three point loading test method 

 

 

  
 

 

 

 

10 Tests for fatigue strength 
 

10.1 Preconditioning 
 

Prior to fatigue strength tests, which may be carried out according to either 10.2 or 10.3, sample 

pipes, pipe sections or test pieces, shall be preconditioned by complete immersion in water for 

the minimum times given in 6.1.1. 

 

10.2 Test using a pipe or pipe section 
 

A pipe or pipe section shall be tested as in Clause 6 for crushing strength, but with the load 

cycling between 0.1 FN and 0.4 FN with a maximum frequency of 12 Hz. 

 

10.3 Test using sawn test specimens 
 

The fatigue strength test shall be carried out on ten specimens having parallel surfaces, sawn 

from one pipe and distributed over the length and circumference of the pipe. The dimensions 

shall be selected so that their length is approximately three times the wall thickness. 

 

For support the test pieces shall be ground at both ends so that the bearing strips with a width 

of about one third of the wall thickness form one single plane. 

 

The long sides of the specimens shall be at right angles to the pipe axis. The specimens shall 

be supported so that free movement of both bearers is ensured. The force shall be applied by 

means of a steel pressure beam. See Figure 9. 

9

 

Bond strength of adhesive

The test piece having a bonded face of at least 100 mm2 shall be fabricated with the adhesive 

from two pieces of fired clay

 

and allowed to cure under the same conditions as the fitting(s).

The test piece shall then be subjected to a loading test in such a way that the maximum stress 

imposed at the adhesive joint shall increase at a rate not exceeding 50 N/mm2/min.
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The pulsating test force shall be increased and decreased steadily between minimum and 

maximum values with a maximum frequency of 12 Hz.  

 

The total loads shall be calculated as 

 

 
 

where 

 

bz is the bending tensile strength, in N/mm2 calculated from crushing strength, by 
 

 
 

d1 is the barrel internal diameter in mm; 
 
FN is the crushing strength in kN/m; 
 
Fi is the force (upper and lower limit), in kN; 
 
l4 is the centre line distance between supports, in mm; 
 
b is the specimen width, in mm; 
 
sf is the specimen wall thickness, in mm; 
 
αkf is a correction factor (see clause 5); and  
 
ci is the factor for the upper (0,4) or lower (0,1) limit of the load. 
 

 

 
 

Figure 9. Test arrangement for the fatigue strength test when carried out to 8.3 
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12 Tests for resistance to high pressure jetting 
 

12.1 General 
 

12.1.1 Water source 
 

The water shall be in accordance with drinking water quality standards in respect of chemicals 

and particulates. 

 

12.1.2 Pressure measurement 
 

A pressure measurement device capable of pressure measurement with an accuracy of ± 1 % 

shall be connected to the water supply no more than 1 m from the nozzle. The pipe between 

the position where the pressure is measured and the nozzle shall have an unrestricted bore of 

diameter of no less than 15 mm. 

 

12.1.3 Test temperature 
 

The tests shall be carried out at an ambient air temperature of (25 15 ± 10) °C with water at a 

temperature of (2515 ± 10) °C near the pump inlet. 

 

12.2 Moving jet test 
 

The moving jet test shall be carried out at a pressure of 12 MPa using the test method described 

in CEN/TR 14920:2005. 

 

12.3 Stationary jet test 
 

12.3.1 General 
 

The stationary jet test shall be carried out at a pressure of 28 MPa. 

 
NOTE. This test is not representative for cleaning practices but relates to material properties. 

 

11

 

Test

 

for watertightness of pipes

The 

 

watertightness 

 

test 

 

shall 

 

be 

 

carried 

 

out 

 

on 

 

individual 

 

pipes 

 

or 

 

pipe 

 

sections 

 

at 

 

ambient 

temperatures.

The 

 

specimens, 

 

with 

 

flat 

 

sealing 

 

faces, 

 

shall 

 

be 

 

clamped 

 

into 

 

a 

 

suitable 

 

watertight 

 

test 

apparatus. They shall be

 

filled slowly with water and completely vented. They shall either be 

preconditioned 

 

in 

 

accordance 

 

with 

 

the 

 

test 

 

method 

 

in 

 

6.1.1 

 

(a) 

 

or 

 

(b), 

 

or 

 

pretreated 

 

by 

maintaining the test pressure for one hour prior to the test period.

The test period shall be 15 mm. During this time the water addition required to maintain the 

pressure 

 

head 

 

shall 

 

be 

 

measured 

 

and 

 

W15 

 

the 

 

volume 

 

added 

 

per 

 

square 

 

metre 

 

of 

 

wetted 

internal pipe surface area, shall be calculated.
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12.3.2 Apparatus 
 

12.3.2.1 Pump unit 
 

The pump unit shall be capable of delivering water at a pressure of at least the test pressure 

and at a flow rate of at least 10 l/min. A means of controlling the pressure variation shall be 

provided to control the pressure to ± 1 %. 

 

12.3.2.2 Guard plate  
 

A removable metal guard plate having a similar curvature to the inside wall of the test pipe shall 

be used to protect the pipe material from the jet until the operating pressure and flow have been 

attained. 

 

12.3.2.3 Nozzle 
 

The nozzle shall have an orifice diameter of (10−0+0.05) mm and all dimensions according to 

Figure 12. The orifice diameter shall be measured to an accuracy of ± 0,01 mm. 

 

 
 

Figure 12. Nozzle geometry 

 

12.3.2.4 Flow rate accuracy 
 

A means of measuring flow rate to an accuracy of ± 0,1 l/min shall be used. 

 

12.3.2.5 Test rig 
 

The test rig shall be capable of supporting the test piece and holding the nozzle at an angle of 

(30 ± 1)° to the test piece axis, at vertical distance of (5 ± 0,5) mm measured to the centre of 

the orifice, from the internal test piece surface. There shall be a means of moving the jet 
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longitudinally through the test piece and a means of ensuring that this longitudinal traverse is 

parallel to the test piece axis. 

 

12.3.3 Test pieces 
 

The test pieces shall be at least 1 m in length and shall be marked on the outside surface to 

identify 10 equally spaced segments. The wall thickness shall be measured once in each 

segment. The interior surface of the test piece shall be inspected prior to testing and any 

imperfection shall be recorded. 

 

12.3.4 Procedure 
 

12.3.4.1 Pretest procedure 
 

Start the pump unit with the flow running to dump, then divert the flow to the nozzle and adjust 

the test pressure at the transducer to 28 MPa. Confirm that the flow rate is between 6,15 l/min 

and 8,25 l/min. If the flow rate is not in this range, then check the nozzle orifice diameter/ 

conditions and all connections. Repeat the pretest procedure until the unit is running at a steady 

flow rate within the range. 

 

Place the test piece in the rig with a segment marker at the pipe crown and adjust to level. The 

nozzle shall be fixed at an angle of (30 ± 1)° to the test piece in a position 250 mm along the 

test piece axis with the centre of the nozzle orifice at (5 ± 0,5) mm vertically above the test piece 

invert. Insert a metal guard plate between the test piece surface and the jet. 

 
NOTE. 1 MPa = 10 bar = 145 psi, 28 MPa is approximately 4 000 psi. 

 

12.3.4.2 Test procedure 
 

With the unit running at the test pressure, simultaneously remove the guard plate and start the 

stopwatch to measure the time. Continue the jetting for the full 3 minute test period and then 

divert the flow to dump. 

 

Move the jet forward by 50 mm and rotate the test piece to the next marked segment. Insert 

the guard plate and repeat the jetting test sequence. Continue this until 10 tests have been 

carried out. After completion of the 10 tests, remove the test piece carefully from the test rig. 

Examine the test piece for damage to interior surface. Evaluate surface damage, if any. 

 

12.3.4.3 Recording results 
 

Any imperfection noticed before testing shall be recorded. 

 

The following parameters shall be recorded: 

− clear identification of test pieces; 

− ambient temperature, water inlet temperature; 

− test pressure; 

− nozzle orifice diameter; 

−  flow rate; and 

−  calculated Cd. 
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The arithmetic mean of three determinations shall be taken as the value of Cd for the nozzle, 

 

where 

 

Cd is the coefficient of discharge of the nozzle; 
 
Q flow rate in l/min; 

 
d orifice diameter of the nozzle insert in mm; and 
 
p pressure measured not more than one metre upstream of the nozzle in MPa. 
 

 

13 Chemical resistance test for pipes and fittings 
 

Test pieces shall be freshly broken pieces of pipe, each 5 x 104 mm3 to 9 x 104 mm3 in volume, 

free from cracks or shattered edges. Clean and dry them thoroughly at a temperature of not 

less than 150 °C until no further loss of mass is noted on successive weighing. Immerse the 

test pieces for 48 h in 500 ml of the test solutions at a temperature of (20 ± 5) °C. 

 

The test solutions shall be: 

 

a) Sulphuric acid solution c (H2SO4) = 0.5 mol/L prepared by adding 28.5 ml of concentrated 
acid (1.84 g/ml) to 971.5 ml distilled water to produce 1 L of solution. 

 

b) Sodium hydroxide solution, c(NaOH) = 1.0 mol/L taken as containing 40 g of sodium 
hydroxide per litre. 

 

The weighing apparatus used shall be accurate to within 0.01 g when loaded with 200 g. 

 

On removal from the solution, carefully and thoroughly wash each test piece with hot distilled 

water and then boil in 500 ml of distilled water for 1/2 h. Thereafter boil it in a further 500 ml of 

distilled water for another 1/2 h. Then dry the test piece at a temperature of not lower than 150 

°C until no further loss of mass can be noted on successive weighing. Calculate the loss of acid 

or alkali soluble matter in the test piece as a percentage of the dry mass as follows. If the mass 

The coefficient of discharge of the

 

nozzle (Cd) is calculated as follows:

−

 

measure the diameter of the nozzle;

−

 

collect and measure the volume of the jet outflow for a measured period of time at the

  

test pressure;

−

 

measured at the transducer; and

−

 

Calculate Cd from the equation
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in grams if the test piece before treatment is M1 and the mass in grams of the test piece after 

treatment is M2, then: 

 

% loss in dry mass = 
(𝑀1−𝑀2) 𝑀1  𝑋 100 

 

 

14 Determination of hydraulic roughness 
 

The wall roughness shall be determined hydraulically. For this purpose, determine the pressure 

losses occurring on a test pipe line between a point x and a point y for various flow rates, and 

calculate the resistance coefficient from these as: 

 

 
 

where 

 

λ is the resistance coefficient; 
 
g is the acceleration due to gravity, in m/s2   

 
di is the average internal diameter of the pipeline, in m; 
 

Q is the flow rate, in m3/s; 
 
hx is the pressure head at point x, in m; 
 
hy is the pressure heat at point y, in m; 
 

LH is the length between x and y, in m; and 
 

ks is the hydraulic roughness, in mm. 
 

The parameter d/k5 for which the calculated values fulfil the Prandtl-Colebrook equation for 
Reynolds number Re > 105 shall be established by representing the values calculated from the 
measurements as a function of the Reynold’s number. The effect of losses in addition to that of 
the wall friction shall be eliminated beforehand. Determine the hydraulic roughness ks, in mm, 
from the values di/ks resulting. Typical values of hydraulic roughness are from 0.02 mm to 0.05 
mm. 
 

 

15 Abrasion resistance test 
 

Close off a semicircular channel pipe, (1000 ± 10) mm long, by end plates, fill with a 

sand/grave/water mixture (test material) and cover with a further plate. Tilt this channel pipe 

alternately in the longitudinal direction through ± 22.5° in order to produce the abrasive action 

to be tested by the movement of the test material (see Figure 10). The test material used shall 

be natural, unbroken round-grained quartz gravel with the following characteristics: 
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Mp = d50 = 6 mm 

d80 = 8.4 mm 

d20 = 4.2 mm 

U = d80/d20 = 2 

 

where 

 

Mp is the mean particle size, in mm; 
 
U is the degree of nonuniformity; and 
 
d80 / d50/ d20  is the particle size, in mm, not exceeded by 50 or 80 or 20 % by mass of the 

material. 

 

Place the quantity of test material specified in Table 3 in the channel pipe and fill up with water 

up to a level of (38 ± 2) mm. 

 

 
Figure 10. Test apparatus for the abrasion test 

 

Pipes of sizes listed in Table 4 from the same production batch shall be tested in the place of 

pipes with nominal sizes greater than 500. 

 

The channel pipe shall be subjected to 100 000 load cycles (abrasion from sliding in the tilt 

process). The tilt process shall be sinusoidal at a frequency of about 20 cycles per minute. 

 

The depth of abrasion along the invert shall be determined over a test length of 700 mm omitting 

150 mm at each end of the channel. Measurements shall be taken at least every 10 mm and 

the mean depth of abrasion calculated. This value is the average abrasion. 

 

Typical values of average abrasion resistance for vitrified clay pipes are from 0.2 mm to 0.5 

mm. 
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Table 4. Quantity of test material 

 

 

 

 

16 Impermeability test for fittings 
 

16.1 Water test 
 

Clamp the fitting or short length of pipe made for test purposes using the same material and 

firing process in a suitable apparatus and close the ends with watertight seals. Fill it slowly with 

water, and vent the air completely. Apply the test pressure at a rate not exceeding 10 kPa (0.1 

bar) in I s and maintain 50 kPa (0.5 bar) for 5 min. 

 

16.2 Air pressure test 
 

Close the ends of the fitting or short length of pipe made for test purposes using the same 

material and firing process with air tight seals. Connect a suitable measuring apparatus, with 

an accuracy of 2 mm water gauge, to one of the air tight seals and a means of applying the air 

pressure to another air tight seal. Apply pressure to achieve a value of slightly more than 100 

mm water gauge for the impermeability test and allow 5 mm for stabilisation of the air 

temperature. Adjust air pressure to 100 mm water gauge at the commencement of the test. 

 

During stabilisation and testing the ambient temperature and atmospheric conditions of the test 

should, as far as possible, remain constant. 

 

 

17 Ozone resistance test 
 

This test shall be carried out as specified in ISO 1431: Part 1. Procedure A with an ozone 

concentration of 50 pphm in a test atmosphere of (30 ± 2) °C and (55 ± 5) % relative humidity 

on strip test pieces between 5 mm and 10 mm in width, at least 2 mm thick (one side unworked) 

and with a free clamped length of at least 40 mm in the unextended condition. The test pieces 

shall be clamped with an extension of 20 %. The test shall last 48 h.  

 

 

DN Quantity of test material, in kg 

100 2.8 

125 3.1 

150 3.4 

200 4.0 

250 4.5 

300 5.0 

400 5.8 

500 6.5 
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18 Tests for polyurethane 
 

18.1 Test pieces 
 

In order to exclude the influence of surface discontinuities as far as possible, test pieces shall 

be cut from the inside of the sealing elements or from cast panels. The material should be 7 

days old. The test pieces may be obtained by grinding, cutting or slitting; it shall be ensured 

however that no change which might affect the measurement occurs in the surface structure. 

 

18.2 Tensile strength and elongation at break 
 

The tensile strength and the elongation at break shall be determined in accordance with MS 

ISO 37 using a tensile testing machine complying with BS EN 10002-2, meeting the 

requirements of class 1. The following conditions shall be observed: 

 

rate of feed  
type of specimen  

number of specimens  
 

18.3 Hardness 
 

The Shore A hardness shall be determined in accordance with MS 1271 on 4 test pieces of 

each type, with the following dimensions, in mm: 

 

cylinder (13 ± 0.5) x (6.3 ± 0.3) 

                  (diameter x height); 

 

The Shore A hardness shall only be measured using vertically mounted machine and shall be 

read after 3 s. The measurement shall be taken at three points on the two flat surfaces of each 

test piece. 

 
18.4 Drop in restoring stress (relaxation) 
 
18.4.1 General 
 
Relaxation gives an indication of the change in the restoring forces of a material under constant 
deformation. 
 
Stress relaxation is a time-dependent parameter which indicates how much of the initial stress 
during a specific loading period is compensated for by changes in the material. The drop in 
stress at time t caused by constant deformation is related to the initial stress. The initial stress 
is defined as the stress occurring within a period of 10 mm after deformation. With a, as the 

restoring stress at time t =10i min and  as the restoring stress at time t = 1i min, the stress 
relaxation is defined as: 
 

 
 
 
 

: 200 mm/mm;
: S2 standard bar; and 
: not less than 4.
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18.4.2 Test pieces 
 
Relaxation shall be determined on at least three test pieces with the following dimensions in 
mm: 
 

cylinder (13 ± 0.5) x (6.3 ± 0.3) 
(diameter) x (height) 

 
18.4.3 Test equipment 
 

The following test equipment shall be used. Thickness measuring gauge: as specified in MS 

ISO 4648. Tensile testing machine: as specified in BS EN 10002-2, with electronic load and 

extension measurement; class 1. Force and extension measurements shall be recorded on an 

x-y plotter. Test apparatus: the apparatus illustrated in Figures 11 and 12 are given as 

examples. Other suitable test apparatus is also permitted. 

 
18.4.4 Test procedure 
 
Place the measured test piece in the machine and apply the force. Increase the loading until 
the following values of deformation, Ɛ, are reached: Elastomeric sealing and compensating 
material: 25 %; 
 
 

 
 

Figure 11. First example of apparatus for testing the stress relaxation in compression 
 



MS 1061-3:2022 

30  © STANDARDS MALAYSIA 2022- All rights reserved 

 
 

Figure 12. Second example of apparatus for testing the stress relaxation in 
compression 

 
This process shall be completed within a minute. Once this deformation is achieved (final 
deformation), the advance mechanism on the machine is to be switched off (t = 0). The stress 
relaxation taken placed in the testing machine over the subsequent 10 mm period. The restoring 
stress is to be read after this period. The machine shall then be so readjusted that the 
deformation of the test piece is maintained. The apparatus may be removed from the machine 
after the load is fully removed. The residual stress shall be measured at approximate intervals 
of powers of ten. Not less than five measurements shall be taken at the following times after 
force application: 
 

10 mm; 100 mm; (22 ± 2) h; 
7 days; 70 days. 

 
18.5 Compression set 
 
The compression set shall be determined in accordance with MS ISO 815 on 4 test pieces each 
for each test temperature. The deformation shall be 25 %. The height of the test piece after 
recovery shall be measured 30 mm after removal of the load. 
 
18.6 Resistance to ageing 
 
The resistance to ageing shall be determined by conditioning in air at (70 ± 2) °C at least three 
test pieces with the following dimensions, in mm: 
 

cylinder (13 ± 0.5) x (6.3 ± 0.3) 
(diameter x height); 

 



MS 1061-3:2022 

© STANDARDS MALAYSIA 2022- All rights reserved   31 

The test period shall be 7 days + 2 hours. The Shore hardness shall be determined in 
accordance with 17.3 both before and after conditioning. 
 
18.7 Behaviour at low temperatures 
 
Low temperature behaviour shall be determined by conditioning in air at (10 ± I) °C using four 
test pieces with the following dimensions, in mm: 
 

cylinder (13 ± 0.5) x (6.3 ± 0.3) 
(diameter x height); 

 
The test shall be carried out for 5 h. The Shore hardness shall be determined in accordance 
with 17.3 after conditioning. 
 
 

19 Tests for polypropylene sleeve couplings made by coupling 
manufacturers who hold a certification mark licence 
 
19.1 Melt flow index 
 
The melt flow index of material taken from the coupling body shall be determined in accordance 
with the procedures given in, and using Condition 12 in Tables A.I and A.2 of ISO 1133. 
 
19.2 Tensile strength and elongation at break  
 
Tests for tensile strength and elongation at break shall be conducted on samples (avoiding 
engraving weld lines and split lines) prepared from coupling bodies. The shape of the test 
specimen shall be as given for Type 2 in MS ISO 527-1 Where the presence of engraving 
and/or weld lines and/or split lines prevents this shape being taken a smaller shape shall be 
used in accordance with the following sizes (using nomenclature as in Figure 2 MS ISO 527). 
 

 
The specimens shall be conditioned for at least 3 h at (23 ± 2) °C before testing. The tests shall 
be conducted in accordance with the procedures given in MS ISO 527-11, with the rate of grip 
separation being Speed C (50 mm/mm + 10 %). The tensile stress at yield shall be expressed 
in MPa. 
 
19.3 Elevated temperature test 
 
The sampling coupling body shall be stored horizontally on a flat surface in an oven at (150 ± 
3) °C for I h. After this period, it shall be removed from the oven and allowed to cool at room 
temperature. 
 
The sample coupling body shall be checked for any blisters, cracks or delaminations. Any of 

AL   -Overall length minimum  
-  

- 75 mm 
-  

Be 
 

Width at ends  
-  

(12.5 ± 1) mm 
-  

C - Length of narrow parallel portion (25 ± 1) mm 

D Width of narrow parallel portion (4 ± 0.1) mm 
E  Small radius  (8 ± 0.5) mm 
F  Largeradius (12.5±I) mm 
G Distance between reference lines (20 ± 0.1) mm 
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these shall be considered as defects. 
 
 

20 Test for polypropylene sleeve couplings purchased from an outside 
supplier 
 
A line displacement test shall be conducted on a rig which has two mandrels each representing 
the spigot end of a pipe. The outside diameter of one mandrel shall be within the upper quartile 
of the dimensional range. The outside diameter of the other mandrel shall be within the lower 
quartile of the dimensional range detailed. After jointing the coupling onto the mandrel ends to 
form a joint assembly they shall be axially aligned and then a line displacement of not less than 
6 mm shall be applied. 
 
 

21 Mechanical test methods for joint assemblies 
 
21.1 General 
 
The apparatus shall accommodate two pipes, flexibly jointed and supported in such a way that 
they can move in relation to each other to the limits required by the tests. 
 
With the pipes closed by watertight seals, fill the pipes with water at a temperature not 
exceeding 30 °C; expel all air before the test pressure is applied. 
 
NOTES: 

 
1. Owing to the requirements for the test rigs, these tests are only applicable to pipes over 800 mm 
in length. 

 
2. If it is not practicable to apply precisely the deflection, pressure, load or separation required, a joint 
assembly shall be deemed to satisfy the test requirements provided that the levels applied are greater 
than those specified. 

 
21.2 Deflection test 
 
Deflection is defined as the distance from the extended longitudinal axis of one pipe to the 
longitudinal axis of the other pipe at its free end. Fully engage the pipes in the joint, axially align 
them and then separate them on the longitudinal axis with their ends restrained to prevent 
further longitudinal movement. The separation shall be 5 mm for pipes of less than 300 DN. For 
pipes of 300 DN and larger, the separation shall be the minimum to permit the deflection given 
in Table 9 of MS 1061-1, to be applied. 
 
Deflect to the test requirement one pipe angularly with respect to the other with the fulcrum on 
the longitudinal axes of the pipes and within the joint (see Figure 13). 
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NOTE. Figure is diagrammatic only and not meant to represent any particular joint designs. 

 
Figure 13. Deflection test 

 
21.3 Loading arrangements for shear and creep resistance 
 
The pipes shall be fully engaged in the joint, axially aligned and then separated by 5 mm on the 
longitudinal axis with their ends restrained to prevent further longitudinal movement (see Figure 
14). 
 
The pipe having the socket of the joint assembly or other pipe in a sleeve joint assembly shall 
be firmly supported and restrained from movement. The second pipe shall be supported at a 
suitable distance s from the joint under tests. 
 
The shear load on the joint seal is produced by the externally applied loading as well as by the 
self-weight of the inserted pipe and the associated water content. 
 

 
 
Figure 14a. Shear resistance test for pipes where the joint cannot move up to the full 6 

mm vertical movement 
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Figure 14b. Shear resistance test for sleeve-jointed pipes where the joint can move the 

full 6 mm vertical movement 
 

Figure 14. Shear resistance test 
 
The level of external loading to be applied is determined amongst other things by the distance 
of the load application point from the pipe joint and by the length of the free, inserted pipe 
between pipe joint and support. 
 
The additional external load to be applied, FL is calculated using the following equation: 
 

 
 
where 
 
FE  Nominal self weight of stopper, in kN; 
FR  Nominal self weight of pipe (which may be obtained by calculation - volume and density), 

in kN; 
FS  Shear load in kN; 
FW  Weight of water in pipe, in kN; 
FZ  Applied load in kN; 
SS  Distance between seal and right hand support, in m; 
C1  Distance between seal and load application line for FZ, in m; and 
C2  Distance between right hand support and load line for FE’ in m. 
 
The vertical movement of the free pipe of the joint shall be restricted to a maximum of 6 mm 
by a stop of suitable dimensions to prevent damage to the pipe. 
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21.4 Short term shear resistance test 
 
Test for shear resistance of joint assemblies which do not undergo the full 6 mm vertical 
movement shall be conducted in accordance with the procedures given in 21.3, with the load 
being applied for a period of 15 mm. 
 
For joint assemblies which undergo 6 mm vertical movement the following additional test shall 
be carried out. The load shall be applied with the pipes set up as before but with the underside 
of the joint assembly supported on a firm flat surface and restrained from movement (see Figure 
15). 
 

 
 

  
 

  
 

 
  

 
 

 
 

 
 

  
 

 
 

  
  

 
 

  
 

  
  

   
 

 
  

 
 

 

Figure 15.

 

Arrangement with coupling laid on a support

21.5

 

Long term shear resistance test

Test 

 

for 

 

shear 

 

resistance 

 

of 

 

joint 

 

assemblies 

 

which 

 

do 

 

not 

 

undergo 

 

the 

 

full 

 

6 

 

mm 

 

vertical 
movement in the type test shall be conducted in accordance with the procedures

 

given in

 

21.3,
with the load being applied for a period of 3 months.

If the joint assembly undergoes 6 mm vertical movement during the long term shear

 

resistance 
test, an additional test shall be carried out with the underside of the joint assembly

 

supported 
on a firm flat surface and restrained from movement (see Figure 15).

21.6

 

Long term creep resistance test

For joint assemblies which undergo 6 mm vertical movement in the short term shear

 

resistance 
test the long term creep resistance test shall be carried out and shall be in

 

accordance with the 
procedures

 

given in

 

21.3

 

but with the underside of the joint assembly

 

supported on a firm flat 
surface and restrained from movement (see Figure 15) for a period of

 

3 months.

22

 

Invert conformity test

22.1

 

Test methods

For

 

socketed

 

pipes (and fittings) which are marked to show the top of the pipe, the test

 

method 
given

 

in

 

22.2 if appropriate

 

shall be used. For

 

socketed

 

pipes (and fittings) which are

 

randomly 
jointed, the test method given in 21.3 if appropriate shall be used.

22.2

 

Pipes and fittings with top marking

The 

 

difference 

 

in 

 

invert 

 

levels ∆a 

 

for 

 

joint 

 

assemblies 

 

shall 

 

be 

 

determined

 

asp 

 

and 

 

a~(see 
Figure 16):
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∆a = αSp – αM  - 1 
 

 
 

Figure 16. Invert conformity (top marked pipes) 
 
22.3 Pipes and fittings randomly jointed 
 
22.3.1 Sampling and dimensions 
 
Select 20 jointed pipes or fittings at random. For each pipe measure the following at a random 
position (see Figure 17): 
 
i. the outside diameter of the spigot moulding – A, and at the same position the distance 

from the outside diameter of the spigot moulding to the internal bore of the pipe on both 
sides – Bt and Ct. 

 
ii. the internal diameter of the socket moulding D, and at the same position the distance 

from the internal diameter of the socket moulding to the internal bore of the pipe on both 
sides – Et and Ft 

 
22.3.2 Derived values 
 
From the mean values of A and D (Am and Dm respectively) the mean annular gap Gm will be 
calculated as; 
 
Gm 1/2(Dm - Am) 
 
Depending on joint system, this value will be either positive or negative. From the combined 
values of Bt and Ct and Et and Ft, the mean (Bt and Ct) m and (Et  and Ft)m and the corresponding 
standard deviations will be calculated: 
 

S (Bt and Ct) and S (Et and Ft) 
 
22.3.3 Calculations 
 
The mean difference in invert Sm is 
 

Sm = (Bt and Ct) m + Gm - (Et and Ft) m 
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The combined standard deviation S~of the values (Bt and Ct) and (Et and Ft) is  
 

 
 
The extreme values (5 % and 95 % fractile) for the difference in invert are  
Smin = Sm - 1.68 x St 
 
Smax = Sm  + 1.68 x St 
 
 

 
 

Figure 17. Invert conformity (randomly jointed pipes) 
 
22.3.4 Evaluation 
 
None of the calculated values (Smin; Smax) shall be higher than the values given in MS 1061-1, 
Clause 5.6 for the nominal diameter which is checked. 
 
 

23 Chemical resistance test for joint assemblies 
 
23.1 Test solutions 
 
The test solutions shall be: 
 
a) sulphuric acid solution, c(H2SO4) = 0.005 mol\l (pH = 2.0 approx); 
 
b) nitric acid solution, c(HNO3) = 0.01 mol/l (pH = 2.0 approx); 
 
c) sodium hydroxide solution, c(NaOH) = 0.01 mol/l (pH = 12.0 approx); and 
 
d) sodium hypochlorite solution, c(NaOCI) = 0.01 mol/l stabilised with sodium hydroxide to 

pH = 12.0 approx. 
 
23.2 Procedure 
 
Flexibly joint two sections of pipe, of length sufficient to enable an internal pressure test to be 
carried out on the joint when the immersion period is completed. 
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Immerse the assembly in the solution by standing it in a suitable vessel, such that the solution 
comes into contact with the joint from both inside and outside. Keep the solution at a 
temperature of (20 ± 5) °C for 168 h. At the end of this time remove the assembly and rinse it 
in water. (see Figure 18) 
 
Then fill the assembly with water; expel all the air and apply the test pressure. A joint assembly 
tested with one of the solutions shall not be used for another chemical resistance test. 
 

 
 

Figure 18. Arrangement for tests for chemical resistance 
 
 

24 Thermal stability 
 
24.1 Thermal cycling stability 
 
The complete joint assemblies shall be subjected to the following thermal cycle (in air): 
 
a) ambient temperature; 
 
b) 4 times; 
 

i) 8 hours at (-10 ± 2) °C 
 

ii) 16 hours at (+70 ± 2) °C 
 
c) 8 hours at (-10 ± 2) °C; and 
 
d) ambient temperature. 
 
The sealing and bonding faces shall be visually examined for defects. Finally, tightness tests 
as specified in clause 5.3.1 of MS 1061-1:2022, shall be carried out. 
 
The tests shall be carried out on DN 150 pipes as representative of the nominal size group DN 
100 to DN 150 and on DN 225 or DN 250 pipes representing larger nominal sizes. 
 
24.2 Long-term thermal stability 
 
Join two full length or cut pipes horizontally, seal the ends and fit with an inlet and overflow. 
The inlet at one end and the overflow at the other end shall be connected to a separate 
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container in which the water is kept at a constant temperature. The water shall be fed through 
the pipes at a constant rate by means of a pump. 
 
 

25 Resistance Index CR 
 
In order to determine the resistance index CR of a jointing material it shall be conditioned for 4 
months in various media at ambient temperature. The resistance index can be calculated from 
the following formula using a selection of parameters which change in a defined manner after 
the conditioning in various media; 
 

 
 
where 
 
Sho is the Shore hardness of test piece prior to conditioning; 
 
Vo is the volume of test piece prior to conditioning; 
 
mo is the mass of test piece prior to conditioning; 
 
∆Sh is the difference between Sho and the Shore hardness after conditioning; 
 
∆V is the difference between Vo and the volume after conditioning; and 
 
∆m14 is the difference between mo and the mass 14 days after conditioning.  
 
The mathematical relationship between the various parameters has been established in the 
basis of a limit value consideration. 
 
If there is no effect, i.e 
 

∆Sh = 0 and ∆V = 0, then CR =  
 
If the material dissolves completely, i.e. 
 
∆m14 = mo, then CR= 0 
 
The CR scale covers the range between these two limit values (see Table 5). 

 
Table 5. CR scale 

 

CR index Degree of chemical resistance 
0 to 0,1 

0,1 to 1 

Destroyed 

Non-resistant 

1 to 2 

Above 2 

Partly resistant Resistant 
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