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FOREWORD

This Malaysian Standard was developed by the Working Group on Plastics Films and
Lamination under the authority of the Plastics and Plastics Products Industry Standards
Committee. Development of this standard was carried out by the Malaysian Plastics
Manufacturers Association which is the Standards-Writing Organisation (SWO) appointed by
SIRIM Berhad to develop standards for plastics products.

MS 1772 consists of the following parts, under the general title Flexible packaging material —
Determination of residual solvents by static headspace gas chromatography —

— Part 1: Absolute methods
— Part 2: Industrial methods

Compliance with a Malaysian Standard does not of itself confer immunity from legal
obligations.
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FLEXIBLE PACKAGING MATERIAL - DETERMINATION OF RESIDUAL
SOLVENTS BY STATIC HEADSPACE GAS CHROMATOGRAPHY -
PART 2: INDUSTRIAL METHODS

1. Scope

This Malaysian Standard specifies rapid methods as commonly used in quality control for
monitoring the level of residual solvents used in the production of flexible packaging materials
by static headspace chromatography. The test method described in this standard involve one
single injection of the headspace which implies an incomplete extraction of the solvent. The
values obtained may be lower than the absolute content which should be determined
according to MS 1772: Part 1. Residues from thermal decomposition products are not within
the scope of this standard.

The method is applicable to flexible packaging materials that may consist of mono- or multi-
layer plastic films, paper or board, foil or combinations thereof.

This method does not apply to residual solvents with amounts lower than 0.5 mg/mz.

2. Normative references

The following normative references are indispensable for the application of this standard. For
dated references, only the edition cited applies. For undated references, the latest edition of
the normative references (including any amendments) applies.

MS ISO 2859-1, Sampling procedures for inspection by attributes — Part 1: Schemes indexed
by acceptance quality limit (AQL) for lot-by-lot inspection

MS ISO 2859-2, Sampling procedures for inspection by attributes — Part 2: Sampling plans
indexed by limiting quality(LQ) for lot-by-lot inspection

3. Principle

Specimens of the flexible packaging material are placed in a hermetically closed vial and
heated under closely controlled conditions of time and temperature to vaporise solvents into
the headspace. The amount of solvent released into the headspace is determined by
transferring an aliquot of the headspace into a gas chromatograph for analysis.

The transfer may be performed:

a) by specific semi-automatic or automatic systems which allow pressurisation of the heated
vials (pressure balance headspace sampler); and

b) manually or automatically by using a heated gastight syringe or a loop without
pressurisation of the heated vials.
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The relative amount of residual solvent is determined by single headspace extraction using
external or internal standards.

NOTE. For reproducibility the same incubation conditions should be used for each single analysis. During the
analysis there could be interferences from possible products of thermal decomposition. Additional peaks due to
these products should not be considered for evaluation of residual solvents.

4. Reagents

4.1 General

All reagents shall be of a recognised analytical reagent grade.

NOTE. Grades stated as being suitable for chromatography may be commercially available and are recommended
for use as reference for standard calibration solutions. Appropriate safety precaution should be used when handling
toxic and/or flammable solvents.

4.2 Reference solvents, for the preparation of standard calibration solutions.

4.3 Dilution solvent, with a retention time different from those of residual solvents in the
sample.

NOTE. Solvents such as hexane, cyclohexanaone, acid amides and glycerol triacetate (triacetin) are appropriate.

5. Apparatus

5.1 Glass vials, of capacity 6 ml, 8 ml, 20 ml, 50 ml or 100 ml depending upon the specific
requirements of accessory equipment, for example, the headspace sampler, fitted with an
inert septum seal and aluminium crimp tops. The septum seal shall neither absorb or release

volatile components, shall be gas-tight during incubation and shall permit samples of the
headspace gas to be withdrawn by syringe for subsequent analysis.

NOTE. Elastomers lined with polytetrafluoroethylene (PTFE) are suitable materials for septum seals.
5.2 Crimping tool, for sealing the vials with the aluminium crimp tops.

5.3 Seal removing tool

5.4 Analytical balance, capable of weighing to the nearest 0.1 mg.

5.5 Template, for cutting samples. The dimensions of this template shall be matched to the
vial volume used.

5.6 Scalpel, or sharp knife
5.7 Syringes(e.g. 1, 10 pi)

5.8 Gas chromatograph, having a flame ionisation detector or equivalent for the solvents
to be determined.
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5.9 Gas chromatographic column, either packed or capillary, that will give good
resolution of the solvents to be determined from any other components that might be injected
with the specimen of the headspace.
Examples for suitable columns and operation conditions are:
a) Packed column:

- length: 3 m;

- internal diameter: 3.2 mm;

- column filling: from 80/120 mesh graphitised carbon, deactivated with
polyethyleneglycol;

- carrier gas: nitrogen (N2), 20 ml/min;
- injector temperature: 220 °C; and

- temperature programme: 80 °C; raised to 160 °C at 6 °C/min; raised to 225 °C at
1.5 °C/min; held for 16 min.

NOTE. A corresponding chromatogram obtained for a mixture of solvents is shown in Figure 1.
or
b) Capillary column (fused silica):

- length: 30 m;

- internal diameter: 0.32 mm;

- stationary phase: poly(dimethylsiloxane) film thickness 3 pm;

- carrier gas: helium 1.7 ml/min;

- carrier gas split ratio: 1:20;

- injector temperature: 230 °C;

- detector (flamer ionisation) temperature: 280 °C; and

- temperature programme: 50 °C held for 5 min; raised to 100 °C at 5 °C/min; raised to
250 °C at 10 °C/min.

NOTE. A corresponding chromatogram is shown in Figure 2.
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Figure 2. Example of chromatogram obtained with a capillary column

NOTE. Other apparatus which is more specific to the alternative methods is identified under the relevant clauses.
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6. Sampling
Sampling shall be in accordance with internal quality control procedures.
Sampling shall follow MS I1SO 2859-1 and MS ISO 2859-2.

Samples of packaging materials that are to be analysed shall be handled and stored carefully
to prevent either loss of volatile solvents or contamination by absorption of volatile solvents
that may be present in the surrounding atmosphere.

Considering the low concentrations of the quantified residual solvents, the problem of
contamination from surrounding contamination is particularly important. Sampling and
analysis shall be done in a place where the air is solvent-free.

If samples need to be stored they should be in tightly packed roll form if possible.

Sheet samples may be prepared from the roll by cutting out a square window (several layers
of sheets) with a knife.

When in form of sheets they should be stacked tightly together to form a compact "block" and
wrapped tightly in a barrier material, preferably aluminium foil with a thickness of 30 pm to 40
pum. For storage periods of more than a few hours the wrapped samples should be stored at
temperatures below 5 °C and in an atmosphere free of volatile contaminants.

7. Test specimens
7.1 Specimen area in relation to vial volume

The specimen area to be cut out depends on the vial volume and the level of residual
sol\2/ents to be determined in the material. Usually the ratio between the specimen area (in
cm®) and the vial volume (in ml) shall be between 3 to 5. The specimens are cut out using an
appropriate template. As an example for a vial with a volume of 6 ml to 9 ml, a specimen of
30 cm? (2 cm x 15 cm) may be used or proportional dimensions for other volumes.

7.2 Test specimens

From a representative sample (see Clause 6), cut a specimen using a template. The
specimen is rapidly coiled and immediately put into the vial. The vial is immediately crimped.

The following precautions shall be taken:

- The different steps of the preparation shall be done very rapidly to avoid evaporation of
the solvents.

- The specimens have to be cut always at a defined place e.g. on the same drawing printed
on the same place in the width and the template for cutting is placed always in the same
manner.
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8. Incubation of the test specimens

The incubation conditions of 110 °C for 20 min is recommended. Depending on the materials
being tested and the solvents likely to be present other conditions may be preferable.

Conditions used shall be included in the test report.

In order to compare results, conditions used shall be the same. To ensure repeatability
temperature shall be accurate to £+ 2 °C and time shall be accurate to £ 0.5 min.

9. Test method

Quantitative analysis of residual solvents shall be carried out using one of the two methods of
static headspace chromatography described in this clause, as appropriate. The methods are:

a) semi-automatic or automatic injection (see 9.1); and

b) manual injection (see 9.2).

9.1 Semi-automatic or automatic injection

This method shall be used where a semi-automatic or automatic headspace sampler is
available which has an integrated system to heat the sample vials before automatic

withdrawal and injection of an aliquot of the headspace.

NOTE. The advantage of this method is a high precision determination of residual solvents with a relatively low work
load.

9.1.1  Apparatus (additional to Clause 5)

9.1.1.1 Automatic or semi automatic headspace sampler
9.1.1.2 Syringe, 0.5 pl

9.1.2 Preparation of standard solutions

Prepare a mix of reference solvents (4.2) of same quantities by mass.

NOTE. If necessary the mixture can be diluted. Care should be taken when weighing solvents because of loss by
evaporation.

9.1.3 Chromatographic parameters

Parameters shall be selected to suit the type of column and the specific equipment used for
the determination.

NOTE. Examples of suitable parameters are given in 5.9.
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9.1.4 Determination with an external standard
9.1.4.1 Analysis of the standard solution

Incubate a vial containing 1.0 pl of standard solution at a time and temperature determined in
accordance with Clause 8.

Withdraw a part of the headspace from the vial and inject into the chromatographic column.

NOTE. For equipment using pressurisation, a pressurisation time of 3 min and an injection time of 0.1 min are typical
settings.

9.1.4.2 Determination with the specimen

With a vial containing the specimen prepared in accordance with Clause 7, perform the
analysis as in 9.1.4.1.

9.1.5 Determination with an internal standard

9.1.5.1 Determination of response factors

Using a syringe (5.7), inject 1.0 pl to 10 pl of standard solution (see 9.1.2) in a crimped vial
(5.1) and using another syringe (9.1.1.2) inject a volume of 0.2 pl to 0.5 pl of a solvent used
as internal standard. Perform analysis as in 9.1.4.1.

NOTE. Internal standard solvent should never be present in the tested sample. The volume injected should be
completely volatilised under the conditions of the analysis. The chemical character of the internal standard should be
the same as the solvent to be determined.

9.1.5.2 Determination with the specimen

In a crimped vial containing the specimen prepared as in accordance with Clause 7, inject
through the septum, using a syringe, the same volume of internal standard as in 9.1.5.1 and
proceed as in 9.1.4.1.

9.1.6 Results

9.1.6.1  External standard method

The quantityzof one residual solvent, Q, in the sample, expressed in milligrams per square
metre (mg/m°), is given by the equation:

where,

a is the area of peak on chromatogram for this solvent;

p is the mass of the same solvent in standard solution expressed in milligrams (mg);
e is the peak area of the same solvent in standard solution; and

. . . 2
S is the area of specimen expressed in square metres (m°).

8
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9.1.6.2 Internal standard method

The response factor, C, of one solvent is given by the equation:

Si-y
S, .0,

C =
where,
S is the peak area on the chromatogram for the same solvent in the standard solution;
y is the mass of the same solvent in the vial expressed in milligrams (mg);
S is the peak area on chromatogram for internal standard; and

pc is the mass of internal standard injected in the vial expressed in milligrams (mg).

The quantity of one residual solvent, Q, expressed in milligrams per square metre (mg/mz) of
packaging material, is given by the equation:

a.C.pq
e.S

Q =

where,

a is the peak area for this solvent on chromatogram;

pqy is the mass of internal standard injected in the vial expressed in milligrams (mg);
e is the peak area of internal standard on chromatogram; and

S is the surface area of specimen expressed in square metres (m2).

9.2 Manual injection

This method involves manual injection with a pre-heated syringe from vials incubated in an
oven or a metal heating block.

9.2.1 Apparatus (additional to Clause 5)
Additional apparatus required is as follows.
9.2.1.1 Thermostatically controlled oven, capable of maintaining a constant temperature

in the range of 50 °C £ 2 °C to 150 °C + 2 °C or equivalent metal heating block thermostat,
which is suitable to hold the vials tightly.
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9.2.1.2 2 ml syringe, gas-tight, designed with minimum deadspace, and able to withstand
the high pressure developed when injecting a sample, without leakage. The plunger tip shall
be made from PTFE with an internal O-ring to prevent loosening of the seal caused by cold
flow of the PTFE. Needles shall be non-coring and of side port type.

9.2.2 Preparation of standard solutions

Prepare a mix of standard solvents (4.2) of the same quantities by mass.

NOTE. If necessary the mixture can be diluted. Care should be taken when weighing solvents because of loss by
evaporation.

9.2.3 Chromatographic parameters

Chromatographic parameters shall be selected to suit the type of column and the specific
equipment used for the determination.

NOTE. Examples of suitable parameters are given in 5.9.

9.2.4 Determination

Sample the headspace using the gas-tight syringe (9.2.1.2) preheated preferably to the vial
temperature but to at least 50 °C in the oven (9.2.1.1). For handling the heated equipment

use gloves.

To determine the level of residual solvents in the packaging material using this apparatus
follow steps 9.1.3 to 9.1.4.2 as per automatic injection.

9.2.5 Results

Calculate the quantity Q of each residual solvent in accordance with 9.1.5.

10. Precision data

Repeatability and reproducibility should be determined according to ISO 5725-2, within each
laboratory.

NOTE. Precision is not known because inter laboratory data is not available.

11. Test report

The test report shall include the following information:

a) the list of solvents and their amounts determined, ignoring amounts < 0.5 mg/mz;
b) reference to this standard and indication of the method used;

c) the date of the test;

d) type of instrument used and operating conditions;

10



a description of the material tested;

sample area and vial volume;

the time and temperature for incubation of test specimens;
the composition of standards used;

any unusual features noted during the determination; and

any deviation from the method.

11

MS 1772: PART 2:2004



Acknowledgements

Technical Committee on Plastics Products members:

Encik BK Goh (Chairman)
Cik Shannen Looi (Secretary)

Encik Lai Kok Hwa

Dr Loo Koi Sang

Ir Low Poh Fee

Encik Vincent KC Ling
Encik Woo Khye Thye
Dr George Fernandez
Puan Zarina Rasmin

Puan Azlina Abd Latif

Dr Isa Mohd. Tan
Prof Dr Jaafar Sahari

Guppy Plastics Industries Sdn Bhd
Malaysian Plastics Manufacturers
Association

Federation of Malaysian Manufacturers
Institut Kimia Malaysia

Jabatan Kerja Raya

Malaysia Packaging Industry Berhad
Malaysian Petrochemical Association
Persatuan Perubatan Malaysia

SIRIM Berhad (Plastics and Ceramics
Programme)

SIRIM Berhad (Standards Management
Department)

The Institution of Engineers, Malaysia
Universiti Kebangsaan Malaysia

Working Group on Plastics Films and Lamination members:

Encik Kong Hon Poh (Chairman)
Cik Shannen Looi (Secretary)

Encik Mohd Aini Mustari
Cik Wee Ching Yun

Puan Nor Azina Yahya
Encik Norazmi Abdul Rahim
Cik Lok Mei Mei

Cik Zuhaida Yusoff

Encik Razman Che Lah
Encik Chuan Teik Boon

ExxonMobil Chemical Sdn Bhd
Malaysian Plastics Manufacturers
Association

Advanced Packaging Technology (M) Sdn Bhd
Chong Wah Plastics Sdn Bhd

Great Wall Plastic Industries Berhad
Nordenia Thong Fook (M) Sdn Bhd
Packaging Research Centre
Polyethylene (M) Sdn Bhd

Polymal Corporation Sdn Bhd
Tomypak Bhd



