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FOREWORD

This Malaysian Standard was developed by the Technical Committee on Continuous Mill Flat
Rolled Products under the authority of the Iron and Steel Industry Standards Committee.

This standard corresponds to ISO 6317:2000, Hot-rolled carbon steel strip of commercial and
drawing qualities, published by the International Organization for Standardization (ISO) with
the following modifications:

a) the definition of “Hot-rolled steel sheet” has been added as Clause 3.3;

b) the words “heat analysis” have been changed to “ladle analysis” in 4.3.1;

c) “Ceqv ” has been added in Table 1;

d) the words of “designation” and “name” have been replaced by “grade” and “intended
application” in Table 1;

e) the grade of “HR1, HR2 and HR 3” have been replaced by “SPHC, SPHD and SPHE”
respectively;

f) the grade “HR4” has been excluded from Tables 1 and 4;

g) the formula of “Ceqv ” has been added in Clause 4.4;

h) the first paragraph of Clause 5 has been replaced with “Dimensional tolerances

applicable to hot-rolled strip of commercial and drawing qualities shall be as given in
Tables 3 to 5 a). It has not been found practicable to formulate flatness tolerances for
hot-rolled steel strip”;

i) the phrase of “Restrictive thickness tolerances are given in Table 4” has been excluded;

j) an additional paragraph, “Dimensional tolerances applicable to hot-rolled steel sheet
shall be given in Tables 3 to 8 [except Table 5 a)]” has been added in Clause 5; and

k) Tables 3 to 8 have been replaced with new tables.

Compliance with a Malaysian Standard does not of itself confer immunity from legal

obligations.

NOTE.  MOD on the front cover indicates a modified standard i.e. a standard adapted from an International Standard
with permitted technical deviations, which are clearly identified and explained. The changes in structure are permitted
provided that the altered structure permits easy comparison of the content of the two standards. Modified standards
also include the changes permitted under identical correspondence.
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HOT- ROLLED CARBON STEEL STRIP AND SHEET OF COMMERCIAL
AND DRAWING QUALITIES

1. Scope

This Malaysian Standard applies to hot-rolled carbon steel strip and sheet of commercial and

drawing qualities.

Hot-rolled steel strip and sheet are suitable for many applications where the presence of

oxide or scale, or normal surface imperfections disclosed after removal of oxide or scale, are
not objectionable. They are not suitable for applications where surface is of prime importance.

NOTES:

1. Hot-rolled sheet of up to but not including 3 mm in thickness is commonly known as 'sheet'. Hot-rolled sheet of 3
mm and above in thickness is commonly known as either 'street' or 'plate'.

2. Steel strip and sheet that are to be subjected to subsequent rerolling are not covered by this standard.

2. Normative reference

The following normative reference is indispensable for the application of this document. For
dated reference, only the edition cited applies. For undated reference, the latest edition of the
normative reference (including any amendments) applies.

MS ISO 6892, Metallic materials - Tensile testing at ambient temperature

3. Terms and definitions

For the purposes of this standard, the following terms and definitions apply.

3.1 Aluminium-killed steel

Steel which has been deoxidised with aluminium sufficient to prevent the evolution of gas
during solidification.

3.2 Hot-rolled steel strip

A product obtained usually by rolling heated steel (slab) through a continuous-type mill to the
required strip thickness and tolerances.

NOTE.  The product has a surface covered with oxide or scale resulting from the hot-rolling operation.

3.3    Hot-rolled steel sheet

Product obtained by rolling heated steel through a compact strip production to the required
sheet thickness and tolerances, the product having a surface covered with oxide or scale

resulting from the hot-rolling operation.
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3.4 Hot-rolled descaled steel strip or sheet

Hot-rolled steel strip or sheet from the surface of which oxide or scale has been removed,
commonly by pickling in an acid solution.

NOTE.  Descaling may also be performed by mechanical means such as grit blasting. Some increase in hardness
and some loss of ductility may result from descaling.

3.5 Skin pass

A light cold rolling of the product.

NOTES:

1. The purpose of skin passing is one or more of the following:

a) to minimise the appearance of coil breaks, stretcher strains and fluting;

b) to control the shape; and/or

c) to obtain the required surface finish.

2. Some increase in hardness and some loss in ductility will result from skin passing.

3.6 Mill edge

A normal side edge produced without any definite contour in hot rolling.

NOTES

1. Mill edges may contain some irregularities such as cracked or torn edges or thin (feathered) edges.

2. A square mill edge can be produced by hot-edge rolling (with the corners not as square as a square-edge bar).

3.7 Sheared edge

A normal edge obtained by shearing, slitting or trimming a mill-edge product.

NOTE.  Normal processing does not necessarily provide a definite positioning of the slitting burr.

4. Conditions of manufacture

4.1 Steel making

The processes used in making the steel and in manufacturing hot-rolled strip or sheet are left
to the discretion of the manufacturer. Upon request, the purchaser shall be informed of the
steelmaking process being used.

4.2 Chemical composition

The chemical composition (ladle analysis) shall be as agreed upon between the interested
parties at the time of ordering. The ranges or limits shall be in accordance with the
requirements of Table 1 for the designation specified.
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Table 1. Chemical composition (ladle analysis)

Grade Intended
application

Ceqv

% max

C

% max

Mn

% max

P

% max

S

% max

SPHC Commercial 0.150 0.600 0.050 0.050

SPHD Drawing 0.100 0.500 0.040 0.040 0.420

SPHE Deep drawing 0.100 0.500 0.030 0.035

4.3 Chemical analysis

4.3.1 Ladle analysis

A ladle analysis of each heat of steel shall be made by the manufacturer to determine

compliance with the requirements of Table 1. When requested at the time of ordering, this
analysis shall be reported to the purchaser or his representative.

4.3.2 Product analysis

A product analysis may be made by the purchaser to verify the specified analysis of the semi-
finished or finished steel and shall take into consideration any normal heterogeneity. For killed

steels, the sampling method and deviation limits shall be agreed upon between the
manufacturer and purchaser at the time of ordering.

4.4 Weldability

This product is normally suitable for welding if appropriate welding conditions are selected.

For undescaled steel, it may be necessary to remove the scale or oxide, depending on the
welding method.

A maximum value of the carbon equivalent (Ceqv ), expressed as a percentage by mass, based
on MS 1492 formula, i.e.:

Ceqv = C + 
6

Mn
+ (

5

VMoCr ++ )+(
15

CuNi + )

May be agreed upon ordering (where C, Mn, Cr, Mo, V, Ni and Cu are the contents,

expresses as percentage by mass, of the respective elements).

4.5 Application

It is desirable that hot-rolled steel strip or sheet be identified for fabrication by name of the
part or by the intended application. Hot-rolled steel strip or sheet (SPHC, SPHD, and SPHE)

may be produced to make an identified part within a properly established breakage allowance
which shall be previously agreed upon between the interested parties. In this case, part
name, details of fabrication and special requirements such as freedom from stretcher strains

or from fluting shall be specified and the mechanical properties in Table 2 do not apply.
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4.6 Mechanical properties

Except when ordered to make an identified part, as explained in 4.5, at the time that the steel
is made available for shipment, the mechanical properties shall be as given in Table 2 when
they are determined on test pieces obtained in accordance with the requirements of

Clause 6. Prolonged storage of the strip can cause a change in the mechanical properties
(increase in hardness and a decrease in elongation), leading to a decrease in drawability. To
minimise this effect, the grade SPHE should be specified.

4.7 Surface condition

Oxide or scale on hot-rolled steel strip or sheet is subject to variations in thickness,
adherence and colour. Removal of the oxide or scale by pickling or blast cleaning may
disclose surface imperfections not readily visible prior to this operation. Also, after drawing,

imperfections may be visible which were not apparent in the flat strip.

4.8 Oiling

Hot-rolled steel strip or sheet may be supplied in rolled form or descaled and oiled depending
on the agreement between purchaser and supplier during ordering.

The purpose of skin passing is one or more of the following:

a) to temporarily minimise the appearance of coil breaks, stretcher strains (Luder's
lines) or fluting during fabrication of finished parts;

b) to obtain the required surface finish suitable for ordinary decorative painting; and/or

c) to control the shape.

Some increase in hardness and some loss of ductility will result from skin passing. The
purchaser should state whether skin passing is required.

Table 2. Mechanical properties

Elongation, A (%), min. Bendability

Thickness, e (mm) Inside radius

Grade Tensile
strengt

h
Rm,  min.
(N/mm2) 1.2  ≤≤  e < 1.6 1.6 ≤≤  e < 2.0 2.0 ≤≤  e < 2.5 2.5 ≤≤  e < 3.2 3.2 ≤≤  e < 4.0 4.0 ≤≤  e

Bending

angle e < 3.2 3.2 ≤≤  e

SPHC 270 27 29 29 29 31 31 180° Flat on
itself

0.5e

SPHD 270 27 30 32 33 35 37

SPHE 270 27 31 33 35 37 39

−

−

−

−

−

−

Rm = tensile strength

A  = percentage elongation after fracture

Lo  = gauge length on test piece

So = original cross-sectional area of gauge length

e  = thickness of steel strip, in millimetres

1 N/mm
2
 = 1 MPa

NOTE.  The values given in Table 2 are not applicable to the irregular portions at either end of the steel strip.
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5. Dimensional tolerances

Dimensional tolerances applicable to hot-rolled strip of commercial and drawing qualities shall

be as given in Tables 3 to 5 a). It has not been found practicable to formulate flatness
tolerances for hot-rolled steel strip.

Dimensional tolerances applicable to hot-rolled steel sheet shall be as given in Tables 3 to 8
[except Table 5 a)].

6. Sampling

One representative sample for the tensile test required in Table 2 shall be taken from each lot
of strip or sheet for shipment. A lot consists of 50 t or less of strip or sheet of the same grade,

rolled to the same thickness and condition.

7. Mechanical property tests

The tensile test shall be carried out in accordance with MS ISO 6892. Longitudinal test pieces

shall be used.

8. Retests

8.1 Machining and flaws

If any test piece shows defective machining or develops flaws, it shall be discarded and
substituted with another test piece.

8.2 Elongation

If the percentage elongation of any test piece is less than that specified in Table 2 or if any
part of the fracture is outside the middle half of the gauge length as scribed before the test,
the test shall be discarded and a retest shall be carried out.

8.3 Additional tests

If a test does not give the specified results, two more tests shall be carried out at random on
the same lot. Both retests shall conform to the requirements of this standard; otherwise, the
lot may be rejected.

9. Resubmissions

9.1 The manufacturer may resubmit for acceptance the products that have been
rejected during earlier inspection because of unsatisfactory properties, after he has subjected

them to a suitable treatment (selection, heat treatment) which, upon request, will be indicated
to the purchaser.

In this case, the tests shall be carried out as if they are applied to a new batch.

9.2 The manufacturer has the right to present the rejected products to a new

examination for compliance with the requirements for another grade.
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10. Workmanship

The surface condition shall be that normally obtained in a hot-rolled or hot-rolled descaled
product.

The steel strip or sheet in cut lengths shall be free from amounts of laminations, surface flaws
and other imperfections that are detrimental to subsequent appropriate processing.

Processing for shipment in coils does not afford the manufacturer the opportunity to observe
readily or to remove imperfect portions as can be carried out on the cut length product.

11. Inspection and acceptance

11.1 While not usually required for products covered by this standard, when the purchaser

specifies that inspection and tests for acceptance be observed prior to shipment from the
manufacturer's works, the manufacturer shall afford the purchaser's inspector all reasonable
facilities to determine that the steel is being furnished in accordance with this standard.

11.2 Steel that is reported to be defective after arrival at the user's works shall be set
aside, properly and correctly identified and adequately protected. The supplier shall be
notified in order that he may properly investigate.

12. Coil size

When hot-rolled steel strip or sheet are ordered in coils, a minimum inside diameter (ID) or

range of acceptable inside diameters shall be specified. In addition, the maximum outside
diameter (OD) and the maximum acceptable coil mass shall be specified.

13. Marking

Unless otherwise stated, the following minimum requirements for identifying the steel shall be
legibly stencilled on the top of each lift or shown on a tag attached to each coil or shipping
unit:

a) the manufacturer's name or identifying brand;

b) the number of this Malaysian Standard;

c) the grade;

d) the product dimensions;

e) the lot number; and

f) the mass.
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14. Certification mark

Each product, may by arrangement with a recognised certification body, be marked with the
certification mark of that body, provided the product conforms to the requirements of this
Malaysian Standard.

15. Information to be supplied by the purchaser

To specify requirements adequately in accordance with this Malaysian Standard, inquiries

and orders may include the following information:

a) reference to this Malaysian Standard, i.e. MS 1705;

b) the name and grade of the material (for exampIe, hot-rolled steel strip or sheet,
SPHE);

c) the dimensions of the product and the quantity required;

d) the intended application if possible;

e) for drawing qualities SPHD and SPHE, whether ordered to mechanical properties
or to fabricate an identified part (see 4.5 and 4.6);

f) whether pickling or descaling by grit or shot blasting is required (material so
specified will be oiled unless ordered not oiled) (see 3.4 and 4.8);

g) the type of edge (see 3.6 and 3.7);

h) whether skin passing is required (see 3.5);

i) the report of the ladle analysis, if required (see 4.3.1);

j) limitations on mass and dimensions of individual coils or bundles, if applicable (see
Clause 12); and

k) inspection and tests for acceptance prior to shipment from the manufacturer's
works, if required (see 11.1).

NOTE. Typical ordering descriptions are as follows:

EXAMPLE.   MS 1705, hot-rolled steel strip, commercial grade SPHC, 3 mm x 200 mm x 1 600 mm, 10 000 kg, to be
used for warehouse resale, edge trimmed, furnish report of ladle analysis, maximum lift mass 1 000 kg.

EXAMPLE.  MS 1705, hot-rolled steel strip, deep-drawing grade SPHD, 2.5 mm x 300 mm x coil, 50 000 kg, ordered
to mechanical properties, pickled and oiled, mill edge, coils 600 mm minimum ID, 1 500 mm maximum OD, maximum
coil mass 3 000 kg.

EXAMPLE.   MS 1705, hot-rolled steel sheet, commercial grade SPHC, 3 mm x 1 200 mm x 2 440 mm, 10 000 kg, to
be used for warehouse resale, edge trimmed, furnish report of ladle analysis, maximum lift mass 4 000 kg.

EXAMPLE.  MS 1705, hot-rolled steel sheet, deep drawing grade SPHD, 2.5 mm x 1 200 mm coil, 50 000 kg,
ordered to mechanical properties, pickled and oiled, mill edge, coils 600 mm minimum ID, 1 500 mm maximum OD,
maximum coil mass 15 000 kg.
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Table 3. Thickness tolerances for hot-rolled steel strip or sheet (including descaled
strip), coils and cut length

Units in millimetres

Width, w
Thickness, e

w < 1 200 1 200 ≤≤  w < 1 500 1 500 ≤≤  w < 1 800 1 800 ≤≤  w ≤≤  2 300

e < 1.60 ± 0.14 ± 0.15 ± 0.161) −

1.60 ≤ e < 2.00 ± 0.16 ± 0.17 ± 0.18 ± 0.212)

2.00 ≤ e < 2.50 ± 0.17 ± 0.19 ± 0.21 ± 0.252)

2.50 ≤ e < 3.15 ± 0.19 ± 0.21 ± 0.24 ± 0.26

3.15 ≤ e < 4.00 ± 0.21 ± 0.23 ± 0.26 ± 0.27

4.00 ≤ e < 5.00 ± 0.24 ± 0.26 ± 0.28 ± 0.29

5.00 ≤ e < 6.00 ± 0.26 ± 0.28 ± 0.29 ± 0.31

6.00 ≤ e < 8.00 ±  0.29 ± 0.30 ±  0.31 ±  0.35

8.00 ≤ e < 10.0 ± 0.32 ± 0.33 ± 0.34 ± 0.40

10.00 ≤ e < 12.50 ± 0.35 ± 0.36 ± 0.37 ± 0.45

12.50 ≤ e < 14.00 ± 0.38 ± 0.39 ± 0.40 ± 0.50

NOTES:

1)     The values shall be applied to the steel sheet and coil up to and excluding 1 600 mm in width.

2)     The values shall be applied to the steel sheet and coil up to and excluding 2 000 mm in width.

Remarks:

1. The thickness shall be measured at any point on the steel sheet and coil not less than 20 mm from a side edge.
For the steel sheet and coil under 40 mm in width, measurement shall be made at the mid-width thereof.

2. The values specified in the above table shall not be applied to the irregular portions of both ends of the steel
coil.

3. The tolerance on thickness of the steel sheet which is not manufactured from the steel coil shall be agreed
between the purchaser and supplier.
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Table 4. Width tolerances for hot-rolled steel strip and sheet (including descaled strip),

mill edge and cut edge

Units in millimetres

Tolerance

Mill edge Cut edge

A
Normal cut edge

B
Resheared or fine

cut edge

Width, w Thickness, e

Steel strip and
cut lengths
therefrom

C
Slitted
edge

e < 3.15 5 2.00 ± 0.30

3.15 ≤ e < 6.00 5 3.00 ± 0.50

6.00 ≤ e < 20.00 10 4.00w < 160

20.00 ≤ e

± 2

10

0

−

0

−
e < 3.15 5 2.00 ± 0.40

3.15 ≤ e < 6.00 5 3.00 ± 0.50

6.00 ≤ e < 20.00 10 4.00

160 ≤ w < 250

20.00 ≤ e

± 2

15

0

−

0

−
e < 3.15 5 2.00 ± 0.50

3.15 ≤ e < 6.00 5 3.00 ± 0.50

6.00 ≤ e < 20.00 10 4.00

250 ≤ w < 400

20.00 ≤ e

± 5

15

0

−

0

−
e < 3.15 10 3.00 ± 0.50

3.15 ≤ e < 6.00 10 3.00 ± 0.50

6.00 ≤ e < 20.00 10 5.00

400 ≤ w < 630

20.00 ≤ e

+20
0

15

0

−

0

−
e < 3.15 10 −

3.15 ≤ e < 6.00 10 −
6.00 ≤ e < 20.00 10 −

630 ≤ w < 1 000

20.00 ≤ e

+25
0

15

0

−

0 −

e < 3.15 10 −
3.15 ≤ e < 6.00 10 −
6.00 ≤ e < 20.00 15 −

1 000 ≤ w < 1 250

20.00 ≤ e

+30
0

15

0

−

0 −

e < 3.15 10 −
3.15 ≤ e < 6.00 10 −
6.00 ≤ e < 20.00 15 −

1 250 ≤ w < 1 600

20.00 ≤ e

+35
0 15

0

−

0 −

e < 3.15 10 −
3.15 ≤ e < 6.00 10 −
6.00 ≤ e < 20.00 1.20 % w −

1 600 ≤ w

20.00 ≤ e

+40
0 1.20 % w

0

−

0 −

NOTE.  For the mill edge steel strip less than 400 mm in width and cut lengths therefrom, the width tolerance on minus
side may be limited to zero. In this case, the tolerances on plus side shall be twice the values given in the above table.
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Table 5 a) Camber tolerances for hot-rolled steel strip (including descaled strip)

Units in millimetres

Width, w Maximum value

w < 250 8 in any 2 000 length

250 ≤ w 5 in any 2 000 length

NOTE.  The application of camber of the steel strip shall be in accordance with Figure 1.

Figure 1. Measurement of camber steel strip

Table 5 b) Camber tolerances for hot-rolled steel sheet

Units in millimetres

Width, w
Length, L

250 ≤≤  w < 630 630 ≤≤  w < 1 000 1 000  ≤≤  w
L < 2 500 5 4 3

2 500 ≤ L < 4 000 8 6 5

4 000 ≤ L < 6 300 12 10 8

6 300 ≤ L < 10 000 20 16 12

10 000 ≤ L 20 in any 10 000
length

16 in any 10 000
length

12 in any 10 000
length

NOTES:

1. For the tolerance on camber of the steel sheet less than 250 mm in width, Table 5 a) shall be applied.

2. This table shall not be applied to the steel sheet as rolled (with untrimmed edge).

3. For determination of camber of the steel sheet, it shall be in accordance with Figure 2.
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Figure 2.  Measurement of camber of steel sheet

Table 6. Length tolerances for hot-rolled steel sheet

Units in millimetres

ToleranceLength, L Thickness, e
Normal cutting Reshearing or

fine cutting

e < 6.00 + 25

0

+ 5

0
L < 6 300

6.00 ≤ e + 25

0

+ 10

0

e < 6.00 + 0.50 %L

0

+ 10

0
6 300 ≤ L

6.00 ≤ e + 0.50 %L

0

+ 15

0

NOTE.  Tolerance for reshearing or fine cutting does not apply to hot-rolled steel sheet of 20 mm and above in width.

Table 7. Out-of-square 
1)

 tolerance for hot-rolled steel sheet for cut lengths (including
descaled sheet), not resquared

Units in millimetres

Dimensions Out-of-tolerance

All thicknesses and all sizes A/W ≤ 1.00 %

NOTE.  A is the measured value and W is the nominal width.

1)  The out-of-square for cut length from cut edge steel strip shall be expressed in A/W (see Figure 3) and shall not
exceed 1.00 %
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Figure 3. Measurement of out-of-square tolerance for hot-rolled steel sheet for cut length

Table 8. Standard flatness tolerances 
1)

 for hot-rolled steel sheet (including descaled
sheet), for cut length

Units in millimetres
Specified thickness Specified width Flatness tolerance 2)

≤ 2 ≤ 1 200
Over 1 200 ≤ 1 500

Over 1 500

21
25
30

> 2 ≤ 1 200
>1 200 ≤ 1 500

> 1 500

18
23
28

1)  These tolerances are only applicable to sheet of up to 5 000 mm in length when their thickness is 6 mm or less.
Tolerances for sheet having a thickness above 6 mm and a length exceeding 5 000 mm are subject to agreement.
This table also applies to sheet cut to length from coil by the purchaser when adequate flattening procedures are
performed.

2)  Maximum deviation from a flat horizontal surface. With the sheet Iying under its own mass on the flat surface, the
maximum distance between the lower surface of the sheet and the flat horizontal surface is the maximum deviation
from flatness (see Figure 4).

D Maximum deviation from flatness

Figure 4.  Measurement of flatness
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