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DEVELOPMENT OF MALAYSIAN STANDARDS 

 

The Department of Standards Malaysia (STANDARDS MALAYSIA) is the national 

standardisation and accreditation body. 

 

The main function of the Department is to foster and promote standards, 

standardisation and accreditation as a means of advancing the national economy, 

promoting industrial efficiency and development, benefiting the health and safety of 

the public, protecting the consumers, facilitating domestic and international trade and 

furthering international cooperation in relation to standards and standardisation. 

 

Malaysian Standards are developed through consensus by committees which 

comprise of balanced representation of producers, users, consumers and others with 

relevant interests, as may be appropriate to the subject in hand. To the greatest 

extent possible, Malaysian Standards are aligned to or are adoption of international 

standards. Approval of a standard as a Malaysian Standard is governed by the 

Standards of Malaysia Act 1996 (Act 549). Malaysian Standards are reviewed 

periodically. The use of Malaysian Standards is voluntary except in so far as they are 

made mandatory by regulatory authorities by means of regulations, local by-laws or 

any other similar ways. 

 

The Department of Standards appoints SIRIM Berhad as the agent to develop 

Malaysian Standards. The Department also appoints SIRIM Berhad as the agent for 

distribution and sale of Malaysian Standards. 

 
For further information on Malaysian Standards, please contact: 
 
Department of Standards Malaysia OR SIRIM Berhad 
Century Square, Level 1 & 2 (Company No. 367474 - V) 
Blok 2300, Jalan Usahawan  1, Persiaran Dato’ Menteri 
63000 Cyberjaya  P.O. Box 7035, Section 2 
Selangor D.E.  40911 Shah Alam 
MALAYSIA  Selangor D.E. 
 
Tel:  60 3 8318 0002  Tel:  60 3 5544 6000 
Fax: 60 3 8319 3131  Fax: 60 3 5510 8095 
 
http://www.standardsmalaysia.gov.my    http://www.sirim.my  
 

E-mail: central@standardsmalaysia.gov.my 

L
ic

e
n
s
e
d
 t
o
 S

T
A

N
D

A
R

D
S

 M
A

L
A

Y
S

IA
 /
 S

in
g
le

 u
s
e
r 

lic
e
n
s
e
 o

n
ly

, 
c
o
p
y
in

g
 a

n
d
 n

e
tw

o
rk

in
g
 p

ro
h
ib

it
e
d



MS 133: PART G5:2008 

© STANDARDS MALAYSIA 2008 – All rights reserved i

 
 
 
 

CONTENTS 
 
 

Page 
 
 
Committee representation.....................................................................................................  ii 
 
National foreword..................................................................................................................  iii 
 
Foreword ...............................................................................................................................  v 
 
 
1 Scope .......................................................................................................................  1 
 
2 Normative references...............................................................................................  1 
 
3 Principle ...................................................................................................................  1 
 
4 Apparatus.................................................................................................................  2 
 
5 Test liquids ...............................................................................................................  2 
 
6 Sampling ..................................................................................................................  2 
 
7 Test pieces...............................................................................................................  2 
 
8 Procedure ................................................................................................................  3 
 
9 Evaluation ................................................................................................................  4 
 
10 Precision ..................................................................................................................  4 
 
11 Test report................................................................................................................  5 
 
 
Annex A (informative)   Examples of test liquids ..................................................................  6 
 
 
Bibliography ..........................................................................................................................  7 

 

L
ic

e
n
s
e
d
 t
o
 S

T
A

N
D

A
R

D
S

 M
A

L
A

Y
S

IA
 /
 S

in
g
le

 u
s
e
r 

lic
e
n
s
e
 o

n
ly

, 
c
o
p
y
in

g
 a

n
d
 n

e
tw

o
rk

in
g
 p

ro
h
ib

it
e
d



MS 133: PART G5:2008 

© STANDARDS MALAYSIA 2008 – All rights reserved ii 

 
 
 
 

Committee representation 
 
 
The Chemical and Materials Industry Standards Committee (ISC B) under whose authority this Malaysian Standard 
was developed, comprises representatives from the following organisations: 
 
Department of Mineral and Geoscience Malaysia 

Department of Standards Malaysia 

Malaysian Association of Standards Users 

Malaysian Ceramic Industry Group 

Malaysian Institute of Chemistry 

Malaysian Paint Manufacturers Association 

Malaysian Pulp and Paper Manufacturers Association 

Ministry of Agricultural and Agro-based Industry (Department of Agriculture) 

Ministry of Defence (Science and Technology Research Institute for Defence) 

Ministry of International Trade and Industry 

Ministry of Science, Technology and Innovation (Department of Chemistry, Malaysia) 

SIRIM Berhad (Secretariat) 

Universiti Malaya 

Universiti Sains Malaysia 
 
 
The Technical Committee on Paints and Varnishes which developed this Malaysian Standard consists of 
representatives from the following organisations: 
 
ICI Paints (Malaysia) Sdn Bhd 
 
IKRAM QA Services Sdn Bhd 
 
Malaysian Paint Manufacturers Association 
 
Revertex (M) Sdn Bhd 
 
Science and Technology Research Institute for Defence 
 
Seamaster Paint (Manufacturing) Berhad 
 
SIRIM Berhad (Secretariat) 
 
SIRIM QAS International Sdn Bhd (Chemical Testing Section) 
 
SIRIM QAS International Sdn Bhd (Product Certification Section) 
 
Universiti Kebangsaan Malaysia 
 
Universiti Teknologi Malaysia 
 
Universiti Teknologi MARA 
 
Co-opted member: 
 
Jotun Paint (M) Sdn Bhd 
 
 

 
 
 
 
 

L
ic

e
n
s
e
d
 t
o
 S

T
A

N
D

A
R

D
S

 M
A

L
A

Y
S

IA
 /
 S

in
g
le

 u
s
e
r 

lic
e
n
s
e
 o

n
ly

, 
c
o
p
y
in

g
 a

n
d
 n

e
tw

o
rk

in
g
 p

ro
h
ib

it
e
d



MS 133: PART G5:2008 

© STANDARDS MALAYSIA 2008 – All rights reserved iii

 
 
 
 

NATIONAL FOREWORD 

 
 
This Malaysian Standard was developed by the Technical Committee on Paints and 
Varnishes under the authority of the Chemical and Materials Industry Standards Committee. 
 
This Malaysian Standard is the first revision of MS 133: Part G5, Methods of test for paints 
and varnishes: Part G5: Resistance to liquids. 
 
This Malaysian Standard is a modified adoption of ISO 2812-1:2007, Paints and varnishes - 
Determination of resistance to liquids - Part 1: Immersion in liquids other than water, 
published by the International Organization for Standardization (ISO) with the following 
modifications: 
 
a) in the source text, “this International Standard” should read “this Malaysian Standard”; 
 
b) the comma which is used as a decimal sign (if any), to read as a point; 
 
c) the title of the standard has been amended to "Paints and varnishes - Determination of 

resistance to liquids - Part 1: Immersion in liquids other than water"; 
 
d) Clause/Subclause 
 

Modifications 

8.1  Conditioning of the test panels or rods 
 

Replace “(23 ± 2) °C” with “(27 ± 2) °C” and 

“(50 ± 5) %” with “(65 ± 5) %” 
 

Explanation: This standard modifies the requirements for temperature and relative humidity to 
reflect better the local weather conditions of high temperatures and humidity. 

 
e) reference(s) to International Standards should be replaced by equivalent Malaysian 

Standards as follows: 
 
Referenced International Standards Corresponding Malaysian Standards 

 
ISO 1513:1992, Paints and varnishes -
Examination and preparation of samples for 
testing  
 

MS 133: Part A2, Methods of test for paints 
and varnishes: Part A2: Examination and 
preparation of samples for testing  
 

ISO 1514, Paints and varnishes - Standard 
panels for testing  
 

MS 133: Part A3, Methods of test for paints 
and varnishes: Part A3: Standard panels for 
testing  
 

ISO 2808:1991, Paints and varnishes - 
Determination of film thickness  
 

MS 133: Part C5, Methods of test for paints 
and varnishes: Part C5: Determination of 
film thickness  
 

ISO 3270, Paints and varnishes and their raw 
materials - Temperatures and humidities for 
conditioning and testing 
 
 
 
 

MS 133: Part A14, Paints and varnishes 
and their raw materials: Part A14: 
Temperatures and humidities for 
conditioning and testing 
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NATIONAL FOREWORD (continued) 
 
 
ISO 4628-1, Paints and varnishes - 
Evaluation of degradation of coatings - 
Designation of quantity and size of defects, 
and of intensity of uniform changes in 
appearance: Part 1: General introduction and 
designation system 
 

MS 133: Part H1, Paints and varnishes - 
Evaluation of degradation of coatings - 
Designation of quantity and size of defects, 
and of intensity of uniform changes in 
appearance: Part H1: General introduction 
and designation system 
 

ISO 4628-2, Paints and varnishes - 
Evaluation of degradation of coatings - 
Designation of quantity and size of defects, 
and of intensity of uniform changes in 
appearance - Part 2: Assessment of degree 
of blistering 

MS:133: Part H2, Paints and varnishes - 
Evaluation of degradation of coatings - 
Designation of quantity and size of defects, 
and of intensity of uniform changes in 
appearance - Part H2: Assessment of 
degree of blistering 

 
This Malaysian Standard cancels and replaces MS 133: Part G5:1975, Methods of test for 
paints and varnishes: Part G5: Resistance to liquids. 
 
Compliance with a Malaysian Standard does not of itself confer immunity from legal 
obligations. 
 
NOTE.  MOD on the front cover indicates a modified standard i.e. a standard adapted from an International Standard 
with permitted technical deviations, which are clearly identified and explained.  The changes in structure are 
permitted provided that the altered structure permits easy comparison of the content of the two standards.  Modified 
standards also include the changes permitted under identical correspondence. 
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Foreword 

ISO (the International Organization for Standardization) is a worldwide federation of national standards bodies 
(ISO member bodies). The work of preparing International Standards is normally carried out through ISO 
technical committees. Each member body interested in a subject for which a technical committee has been 
established has the right to be represented on that committee. International organizations, governmental and 
non-governmental, in liaison with ISO, also take part in the work. ISO collaborates closely with the 
International Electrotechnical Commission (IEC) on all matters of electrotechnical standardization. 

International Standards are drafted in accordance with the rules given in the ISO/IEC Directives, Part 2. 

The main task of technical committees is to prepare International Standards. Draft International Standards 
adopted by the technical committees are circulated to the member bodies for voting. Publication as an 
International Standard requires approval by at least 75 % of the member bodies casting a vote. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. ISO shall not be held responsible for identifying any or all such patent rights. 

ISO 2812-1 was prepared by Technical Committee ISO/TC 35, Paints and varnishes, Subcommittee SC 9, 
General test methods for paints and varnishes. 

This second edition cancels and replaces the first edition (ISO 2812-1:1993), which has been technically 
revised. The main changes are: 

⎯ the standard has been split into parts 1, 3 and 4 for immersion, absorbent medium and spotting methods; 

⎯ the triplicate test was changed to duplicate; 

⎯ the types of test liquids have been added in an annex. 

ISO 2812 consists of the following parts, under the general title Paints and varnishes — Determination of 
resistance to liquids: 

⎯ Part 1: Immersion in liquids other than water 

⎯ Part 2: Water immersion method 

⎯ Part 3: Method using an absorbent medium 

⎯ Part 4: Spotting methods 

⎯ Part 5: Temperature-gradient oven method 
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Paints and varnishes — Determination of resistance to 
liquids — 

Part 1: 
Immersion in liquids other than water 

1 Scope 

This part of ISO 2812 specifies general methods for determining the resistance of an individual-layer or multi-
layer system of coating materials to the effects of liquids, other than water, or paste-like products (included 
implicitly in test liquids mentioned in the text). 

These methods enable the testers to determine the effects of the test liquid on the coating and, if necessary, 
to assess the damage to the substrate. 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

ISO 1513, Paints and varnishes — Examination and preparation of samples for testing 

ISO 1514, Paints and varnishes — Standard panels for testing 

ISO 2808, Paints and varnishes — Determination of film thickness 

ISO 3270, Paints and varnishes and their raw materials — Temperatures and humidities for conditioning and 
testing 

ISO 3696, Water for analytical laboratory use — Specification and test methods 

ISO 4628-1, Paints and varnishes — Evaluation of degradation of coatings — Designation of quantity and size 
of defects, and of intensity of uniform changes in appearance — Part 1: General introduction and designation 
system 

ISO 4628-2, Paints and varnishes — Evaluation of degradation of coatings — Designation of quantity and size 
of defects, and of intensity of uniform changes in appearance — Part 2: Assessment of degree of blistering 

ISO 15528, Paints, varnishes and raw materials for paints and varnishes — Sampling 

3 Principle 

A coated test panel is exposed to a test liquid by immersion in the test liquid. The effects of the exposures are 
assessed in accordance with agreed criteria. 
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4 Apparatus 

Ordinary laboratory equipment and the following apparatus. 

4.1 Vessel, made of inert material, capable of holding the test liquid and test panels. 

4.2 Heating cabinet, with artificial ventilation, for carrying out the test at higher temperatures (up to 40 °C 

to within ± 3 °C). 

WARNING — To protect against explosion or fire, products containing volatile flammable liquids 
should be handled with care. National regulations should be followed. 

5 Test liquids 

One or more test liquids, as agreed between interested parties, shall be used. Examples of test liquids are 
given in Annex A. 

6 Sampling 

Take a representative sample of the coating material to be tested, in accordance with ISO 15528. 

Pretest each sample in accordance with ISO 1513 and prepare it for further testing. 

7 Test pieces 

7.1 Shape and material 

7.1.1 Panels 

Unless otherwise agreed, use test panels conforming to the requirements of ISO 1514, with dimensions of 

approximately 150 mm × 100 mm and a thickness of 0,7 mm to 1,0 mm. 

7.1.2 Rods 

The rod shall be made of steel. One end of a rod shall be rounded, with a radius approximately equal to the 
radius of the rod. 

NOTE 1 Rods with a length of 150 mm and a diameter of 15 mm are suitable. 

NOTE 2 Rods are used to eliminate edge effects. 

7.2 Preparation and coating 

7.2.1 Test panels 

Prepare each test panel as described in ISO 1514 and then coat it by the specified application method with 
the product or system under test. Dry (or stove) and age (if applicable) each coated test panel for the specified 
time under specified conditions. 

For Methods A and B, both sides should preferably be coated and the edges protected. It should be agreed 
whether the reverse side of the panel will be protected with a sufficiently resistant coating, or whether both 
sides of the panel will to be coated with the coating material under test. 
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7.2.2 Test rods 

Prepare each test rod as specified and then coat it by the specified application method with the product or system 

under test. Dry (or stove) and age (if applicable) each coated test rod for the specified time under specified 
conditions. 

7.3 Coating thickness 

Determine the dry film thickness of the coating, in micrometres, using one of the non-destructive methods 
specified in ISO 2808. 

8 Procedure 

8.1 Conditioning of the test panels or rods 

Immediately before testing, condition the test panels or rods for at least 16 h under standard conditions as 

specified in ISO 3270, i.e. (23 ± 2) °C and (50 ± 5) % relative humidity. 

8.2 Test liquids with high electrical conductivity 

If liquids with high electrical conductivity are used, with the resultant possibility of significant electrolytic effects, 
only one test piece should be immersed in the test fluid. If several test pieces are immersed in a vessel, these 
test pieces shall be identical. Moreover, the test liquid shall not be affected by the test pieces. 

The test pieces shall be at least 30 mm from the vessel walls and, if several test pieces are immersed in the 
same vessel, at least 30 mm from one another. The test pieces shall be electrically isolated from their holders. 

8.3 Determination 

8.3.1 Method A — Single-phase liquid 

Perform the test in duplicate. 

Pour a sufficient quantity of test liquid into a suitable vessel (4.1) to immerse the test panel or test rod to the 
required depth. 

NOTE 1 Examples of test liquids are given in Annex A. 

Stand or hang the test piece in an approximately vertical position in the vessel, so that it is half-immersed in 
the test liquid.  

NOTE 2 Immersion depths other than half-immersion may be used by agreement. 

If several test pieces are loaded in the vessel at the same time, make sure that they are spaced at least 5 mm 
apart or, in the case of highly conductive test liquids, 30 mm apart (see 8.2). 

Cover the vessel for the duration of the test, in order to minimize liquid loss due to evaporation or splashing. 

If agreed, shake or stir the liquid. 

If agreed, compensate for any loss of liquid by adding test liquid or water conforming to the requirements of 
grade 3 of ISO 3696 at specified intervals, in order to keep the initial volume or initial concentration constant. 

If agreed, the test may be performed at a higher temperature. The vessel and the test liquid shall already be 
heated to the specified test temperature in a heating cabinet (4.2) before immersing the test piece. The test 
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temperature shall be maintained with an accuracy of ± 3 °C (see 4.2). The vessel shall only be removed from 
the cabinet for a short time in order to immerse the test pieces. 

The test duration shall be agreed between the interested parties and should reflect the end use of the coating. 

8.3.2 Method B — Two-phase liquid 

Perform the test in duplicate. 

Stand or hang the coated test piece in an approximately vertical position in the vessel. Test panels (see 7.1.1) 
shall have the 100 mm side horizontal. 

Saturate each of the two test liquids with the other immediately before use. 

Carefully pour the test liquid having the higher density down the wall of the vessel, until it covers 
approximately 40 % of the test piece (panel or rod). Make sure that the test piece is not wetted above this 
level. 

Add the second liquid in the same manner, until it covers a further 40 % of the test piece. Cover the vessel 
and leave it to stand without stirring. 

If an intermediate evaluation has been agreed, take the test piece out of the liquid at the appropriate time, 
remove any remaining liquid from its surface, examine the test piece and re-immerse it in the liquid. 

NOTE In the case that the upper liquid may contaminate the lower part of test panels and/or the lower liquid, perform 

replicate tests for any intermediate assessments. 

The test duration shall be agreed between the interested parties and should reflect the end use of the coating. 

9 Evaluation 

After the test period has expired, wipe the test piece with a cloth. Clean off any dried residue of aqueous test 
liquids under running water, and clean off the dried residue of any other test liquids with a solvent that does 
not attack the coating. 

Evaluate only the area which has been in direct contact with the test liquid. 

Immediately assess the test piece for blistering as specified in ISO 4628-2. Rate any visible alterations as 
specified in ISO 4628-1. 

Unless otherwise agreed, allow the test piece to equilibrate in a dry condition for 24 h, and reassess the 
exposed area. 

Further tests on the exposed and non-exposed areas of the test piece may be performed (e.g. cross-cut test, 
hardness test). 

If the substrate of the test piece is to be examined for visible alterations, remove the coating in conformity with 
the specified procedure. 

If the results of the evaluation of the duplicate determinations differ significantly, repeat the determination, 
again in duplicate. 

Report the results of all determinations, including any repeat determinations. 

10 Precision 

No details are currently available for the repeatability limit (r) and reproducibility limit (R). 
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11 Test report 

The test report shall contain at least the following information: 

a) all information necessary for identification of the coating examined, including the manufacturer, trade 
name, batch number, etc.; 

b) a reference to this International Standard (ISO 2812-1:2006); 

c) details of the test panels and rods, including: 

1) the material (including thickness) and surface pretreatment of the substrate; 

2) the application method for applying the sample coating to the substrate, including the drying time and 
drying conditions for all layers; where applicable, ageing conditions before the test; 

3) the dry film thickness of the coating, in micrometres, including the measuring method chosen in 
ISO 2808; 

d) the method used (A or B), including: 

1) the specification of the test liquids; 

2) the duration of the test; 

3) the immersion depth of the test piece in the test liquid; 

4) the temperature; 

e) the results of the test as specified in Clause 9; 

f) the name of the person who conducted the test; 

g) any deviations from the procedure specified; 

h) any unusual features (anomalies) observed during the test; 

i) the date of the test. 
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Annex A 
(informative) 

 
Examples of test liquids 

A.1 General 

A range of fuels and chemicals that are typically used as test substances for automotive coatings is given 
in A.2 and A.3. Other test liquids may be used for testing both automotive and other coatings. 

Use only analytical-grade chemicals. 

A.2 Fuels and operating fluids for the automotive industry 

A.2.1 FAM test substance, conforming to the requirements of DIN 51604-1, DIN 51604-2 or DIN 51604-3. 

A.2.2 Diesel fuel, conforming to the requirements of EN 590. 

A.2.3 Premium gasoline, conforming to the requirements of EN 228. 

A.2.4 Bio-diesel, conforming to the requirements of EN 14214. 

A.2.5 Engine oil. 

A.2.6 Hypoid gearbox oil. 

A.2.7 Hydraulic oil. 

A.2.8 Automatic transmission oil. 

A.2.9 Brake fluid. 

A.2.10 Radiator anti-freeze. 

A.2.11 Body sealing compound. 

A.2.12 Cavity sealing compound. 

A.2.13 Windscreen-washer fluid. 

A.2.14 Cold cleaner. 

A.3 Laboratory chemicals 

A.3.1 Ethanol. 

A.3.2 Isopropanol. 

A.3.3 Sodium hydroxide solution, with a mass fraction of 5 % sodium hydroxide. 

A.3.4 Hydrochloric acid solution, with a mass fraction of 10 % hydrochloric acid. 

A.3.5 Sulfurous acid solution, with a mass fraction of 6 % sulfurous acid. 

A.3.6 Sulfuric acid solution, with a mass fraction of 10 % sulfuric acid. 

A.3.7 Sulfuric acid solution, with a mass fraction of 36 % sulfuric acid. 
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