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DEVELOPMENT OF MALAYSIAN STANDARDS 

 

 

The Department of Standards Malaysia (STANDARDS MALAYSIA) is the national 

standards and accreditation body of Malaysia. 

 

The main function of STANDARDS MALAYSIA is to foster and promote standards, 

standardisation and accreditation as a means of advancing the national economy, 

promoting industrial efficiency and development, benefiting the health and safety of 

the public, protecting the consumers, facilitating domestic and international trade and 

furthering international cooperation in relation to standards and standardisation. 

 

Malaysian Standards (MS) are developed through consensus by committees which 

comprise balanced representation of producers, users, consumers and others with 

relevant interests, as may be appropriate to the subject at hand. To the greatest 

extent possible, Malaysian Standards are aligned to or are adoption of international 

standards. Approval of a standard as a Malaysian Standard is governed by the 

Standards of Malaysia Act 1996 [Act 549]. Malaysian Standards are reviewed 

periodically. The use of Malaysian Standards is voluntary except in so far as they are 

made mandatory by regulatory authorities by means of regulations, local by-laws or 

any other similar ways. 

 

STANDARDS MALAYSIA has appointed SIRIM Berhad as the agent to develop, 

distribute and sell the Malaysian Standards. 

 

For further information on Malaysian Standards, please contact: 

 

Department of Standards Malaysia OR SIRIM Berhad 
Ministry of Science, Technology and Innovation             (Company No. 367474 - V) 
Level 1 & 2, Block 2300, Century Square  1, Persiaran Dato’ Menteri 
Jalan Usahawan  Section 2, P.O. Box 7035  
63000 Cyberjaya  40700 Shah Alam 
Selangor Darul Ehsan  Selangor Darul Ehsan 
MALAYSIA  MALAYSIA 
 
Tel:  60 3 8318 0002  Tel:  60 3 5544 6000 
Fax: 60 3 8319 3131  Fax: 60 3 5510 8095 
http://www.standardsmalaysia.gov.my    http://www.sirim.my  
 
E-mail: central@standardsmalaysia.gov.my               E-mail: msonline@sirim.my 
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FOREWORD 
 
 
This Malaysian Standard was developed by the Working Group on Wood-based Furniture 
under the authority of the Industry Standards Committee on Mechanical Engineering. 
Development of this standard was carried out by Malaysian Timber Industry Board (MTIB), 
which is the Standards-Writing Organisation (SWO) appointed by SIRIM Berhad to develop 
standards for timber, timber products and timber structures. 
 
This Malaysian Standard is the first revision of MS 1215: Part 5, Methods of test for finishes 
for wooden furniture - Part 5: Assessment of surface resistance to cold oils and fats. 
 
Major modifications in this revision are as follows: 
 
a) Clause 3 on terms and definitions has been included; 
 
b) in Clause 4, the principle of the test method has been amended; 
 

c) in 6.3, on conditioning of test panel, the temperature was standardised to 23 °C ± 2 °C 

and relative humidity was set at 60 % ± 5 %; and 
 
d) in Clause 8, description on appearance of test area (rating code) was amended. 
 
MS 1215 consists of the following parts, under the general title Methods of test for finishes on 
wooden furniture: 
 
Part 1: Assessment of glare by measurement of specular gloss 
 
Part 2: Assessment of surface resistance to wet heat 
 
Part 3: Assessment of surface resistance to dry heat 
 
Part 4: Assessment of surface resistance to cold liquids 
 
Part 5: Assessment of surface resistance to cold oils and fats 
 
Part 6: Assessment of surface resistance to mechanical damage 
 
This Malaysian Standard cancels and replaces MS 1215: Part 5:1991. 
 
Compliance with a Malaysian Standard does not of itself confer immunity from legal 
obligations. 
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